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Abstract 
 

Structural ceramics, such as alumina, are widely used in the materials industry and have 

potential applications covering high speed cutting tools, dental implants, chemical and 

electrical insulators, wear resistance parts and various coatings. These applications arise from 

their high hardness, chemical inertness and high electrical and thermal insulation properties. 

However, they bear the disadvantage of low fracture toughness which has seriously limited 

their further applications. Ceramics with improved fracture toughness are therefore desired in 

many engineering fields. 

 

Radioactive materials are extensively used in a variety of applications such as medicine, 

weapons, and power generation. Once these materials lose their commercial value they are 

considered radioactive waste. The safe disposal of radioactive waste requires that the waste 

be isolated from the environment until radioactive decay has reduced its toxicity to innocuous 

levels for plants, animals, and humans. Mild steels due to their excellent mechanical and 

corrosion resistant properties have been used for storing the radioactive waste. However, to 

ensure a safe storage, steels with improved corrosion performance are preferred.  

 

This PhD project set out to tackle the disadvantages of brittleness and low corrosion 

resistance that ceramics and mild steel bear respectively by developing ceramic and metallic 

nanocomposites using nanostructured fillers. Graphene platelets (GPLs) as newly emerging 

carbon materials were chosen as the reinforcing fillers. Two types of nanocomposites were 

fabricated and their mechanical or corrosion resistant properties were characterized. Alumina 
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(Al2O3) based nanocomposites reinforced with GPLs were sintered and GPL/Nickel (Ni) 

nanocomposites were produced using an electrodeposition technique.  

 

The research can be divided into four sections. In the first section, zirconia (ZrO2) toughened 

Al2O3 nanocomposites (ZTA) reinforced with GPLs were sintered in a spark plasma sintering 

(SPS) furnace and the effects of the sintering temperature on the mechanical properties of the 

GPL/ZTA composites were investigated. The results show that GPLs are widely dispersed in 

the ceramic matrix and the optimum sintering temperature for consolidating the GPL/ZTA 

bulk composites is 1550 ˚C. At this temperature, nearly fully densified GPL/ZTA samples 

with significantly improved fracture toughness can be obtained. The addition of only 0.81 

vol% GPLs into the ZTA matrix results in a 40% increase in fracture toughness. Toughening 

mechanisms such as pull-out, crack bridging and crack deflection are observed and are 

responsible for the significant increase in fracture toughness. 

 

In the second section, GPL/Al2O3 and GPL-silicon carbide (SiC)/Al2O3 nanocomposites were 

sintered using the SPS technique and the effects of the content of the GPLs and SiC 

nanoparticles on the mechanical properties of the nanocomposites were characterized. The 

results indicate that GPLs result in a decrease in the grain size of the matrix microstructures 

due to the pinning effect caused by GPLs on the grain boundaries and higher contents of 

GPLs lead to smaller grain sizes of the ceramic matrices. The addition of SiC nanoparticles 

together with GPLs causes further refinement in the ceramic matrix microstructures. The 

refined microstructures contribute to the hardness and flexural strength of the GPL-reinforced 

ceramic composites and enhance the toughening effect of GPLs by increasing the contact 

area and anchoring sites between the GPLs and the matrix. Raman studies show that 

agglomeration of GPLs takes place during the ball milling process and a higher content of 
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GPLs is likely to cause the formation of thicker GPL aggregates. The addition of SiC 

nanoparticles prevents the formation of the GPL aggregates and the higher percentage of SiC 

nanoparticles results in thinner GPLs after ball milling. Thinning of GPLs during the SPS 

process occurs because of the interaction between the GPLs and the ceramic matrix at high 

temperatures. For GPL/Al2O3 composites, the addition of 0.38 vol% GPLs results in 

significant improvement in the mechanical properties of the Al2O3 matrix. Approximately a 

31% and a 27% increase in flexural strength and fracture toughness have been achieved 

respectively. The addition of dual fillers of GPLs and SiC nanoparticles causes the further 

improvement in mechanical properties of the Al2O3 matrix. Approximately a 36 % increase in 

hardness, a 40% increase in flexural strength and a 50% increase in fracture toughness have 

been achieved by introducing 0.38 vol% GPLs and 1 vol% SiC nanoparticles. 

 

In the third section, for the first time GPL/Al2O3 nanocomposites were sintered in a 

pressureless way under flowing inert gases and the effects of the content of GPLs on the 

mechanical properties of the nanocomposites were studied. It has been found that some GPLs 

are well protected after sintering while some GPLs are damaged. The optimum processing 

paramters for consolidating the GPL/Al2O3 nanocomposites are: heating rate: 6 °C/min, 

sintering temperature:1650 °C, sintering time: 3h, sintering atmoshpere: forming gas and 

flowing rate: 8L/min. GPL/Al2O3 composites containing 0, 0.75, 1.3 and 1.48 vol% GPLs 

were nearly fully densified under the optimum processing parameters and densities of the 

composites decrease with the increasing percentage of GPLs. The grain sizes of Al2O3 

ceramic matrices decrease from 4.31 to 2.87 µm with increasing percentage of GPLs from 0 

to 1.48 vol% GPLs. A maximum increase of approximately 60% in flexural strength and 70% 

in fracture toughness are achieved by introducing 0.75 vol% GPLs. 
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In the fourth section, pure Ni and GPL/Ni coatings were electrodeposited onto mild steel. The 

microstructures and corrosion resistance of the coatings were investigated. The results show 

that the introduction of GPLs results in the significant decrease in average grain size of the Ni 

matrix and a considerable increase in the hardness of the coatings. In addition, the GPL/Ni 

composite coatings with higher percentages of GPLs have smaller grain size and greater 

hardness. Electrochemical tests indicate that compared to a pure Ni coating, GPL/Ni 

composite coatings have higher corrosion potential and impedances, which implies 

significantly improved corrosion resistance. Additionally, better corrosion resistance can be 

obtained by introducing a relatively higher percentage of GPLs. 
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Chapter 1: Introduction of the thesis 
 

1.1  Introduction 

 

This thesis presents an investigation into fabrication and characterization of ceramic and 

metallic composite materials reinforced with GPLs. The research described in this thesis was 

driven jointly by the needs for further improvement on the brittleness of ceramics and the low 

corrosion resistance of mild steel using carbon nanostructured fillers. The opportunity to 

achieve these improvements is emerging with the appearance of graphene materials. 

 

Ceramics, such as Al2O3, are widely used in various applications due to their excellent 

mechanical properties, thermal stability and chemical inertness. However, the brittleness of 

the ceramics has seriously limited their further applications. To overcome this problem, 

various strategies and processing approaches have been proposed. Among them the addition 

of secondary strong and tough nano fillers has become popular for a significant improvement 

in the mechanical properties of the ceramic matrices can be achieved by introducing a small 

percentage of these nano fillers. Carbon fillers, such as carbon nanotubes (CNTs) and carbon 

fibres have been extensively studied as strong reinforcements due to their remarkable 

Young’s modulus. However, the high cost of these carbon fillers make them less competitive 

when mass production of related composites is considered. Graphene since its discovery in 

2004 has received widespread attention and its excellent electrical and mechanical properties 

make it a suitable candidate to be used in a variety of applications. Compared to monolayer 

graphene, GPLs are stacked graphene with thickness of up to approximately 100nm [1]. It is 

reported that the Young’s modulus of GPLs with thickness of 2-8 nm is approximately 
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0.5Tpa [2], which is higher than 380Gpa for alumina. Therefore, it is expected that the 

strength and toughness of the ceramic matrices can be considerably improved using GPLs as 

reinforcements. In this thesis, two types of sintering approaches were employed to fabricate 

the GPL-reinforced ceramic composites. One approach involves a SPS furnace, which can 

introduce high temperature and high pressure and achieve the densification process of the 

ceramic composites within just a few minutes. The other approach concerns a tube furnace, 

by which the pressureless sintering can be carried out under flowing inert gases. Bending 

tests and characterization tools such as X-ray fluorescence (XRF), X-Ray diffraction (XRD), 

Scan electron microscopy (SEM) and Raman spectroscopy were used to examine the 

microstructures and mechanical properties of the GPL/ceramic composites. 

 

 On the other hand, metal/CNT and polymer/GPL composite coatings have shown 

significantly improved corrosion resistance. In order to explore GPLs as potential 

reinforcements for corrosion resistant applications, an electrodeposition technique was used 

to produce GPL/Ni composite coatings. Polarization curves and impedances of the composite 

coatings were obtained by electrochemical tests and compared with those of the pure Ni and 

mild steel. 

 

1.2 Aims and objectives 

 

The aims of this PhD thesis are to fabricate GPL-reinforced ceramic and metallic composites 

and improve their mechanical or corrosion resistant properties. The significance of this 

research is to investigate the effects of GPLs on the properties of the fabricated composites. 

In particular, for GPL/ceramic composites, flexural strength and fracture toughness of the 
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ceramic matrices enhanced by GPLs are investigated. For GPL/metal composites, the 

improvement in corrosion resistant properties induced by GPLs is studied. 

 

The research in this thesis poses several challenges. The first is to find a simple and feasible 

way to disperse the GPLs in ceramic powder particles during the ball milling process. The 

second is to design a composite system comprised of Al2O3 matrix and nano fillers, in which 

hardness, flexural strength and fracture toughness of the Al2O3 matrix can be improved 

simultaneously by the nano fillers after sintering. The third is to find the suitable processing 

parameters for consolidating GPL/Al2O3 powder compacts during pressureless sintering. 

 

In order to achieve the research aims mentioned above, the objectives of the thesis are set out 

below:  

 

1. Review the recent progress of fabrication and characterization of Al2O3, ZTA, CNT-

reinforced ceramic and metallic composite materials. 

 

2. Find an effective dispersion process to prevent the formation of GPL aggregates and 

to enable a wide distribution of GPLs in the ceramic particles. 

 

3. Perform SPS experiments and related characterizations and find the optimum 

sintering temperature to densify the GPL/ZTA composites. 
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4. Perform SPS experiments and related characterizations and find the optimum GPLs 

content where mechanical properties of the GPL/Al2O3 ceramic composites are considerably 

enhanced. 

 

5. Perform SPS experiments and characterization of GPL-SiC/Al2O3 composites and 

find the optimum content of the nano fillers where hardness, flexural strength and fracture 

toughness of the Al2O3 matrix can be significantly improved. 

 

6. Perform a series of pressureless sintering experiments and find the suitable processing 

parameters to consolidate the GPL/Al2O3 powder compacts. 

 

7. Perform electrodeposition experiments and characterization of GPL/Ni coatings and 

find the influence of the GPLs on the corrosion properties of the coatings. 

 

1.3  Thesis structure 

 

This thesis consists of seven chapters. Chapter 1 introduces the research topic covered by this 

thesis. It includes the project aims, objectives and thesis structure.  

 

Chapter 2 reviews the properties of the graphene, the graphene fabrication techniques, the 

state of the art composite technologies and the potential applications of the graphene. It starts 

with an introduction of the structure, properties and fabrication approaches of graphene, 

followed by a review of sintering techniques and toughening mechanisms in ceramic 
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composites. Afterwards, a literature survey covering fabrication techniques of the composite 

coatings and applications of the graphene is presented. In this chapter, mechanical properties 

of the graphene and ceramic matrix composites are primarily introduced. However, in order 

to give a comprehensive introduction of graphene, its functional properties and potential 

applications are reviewed as well. 

 

Chapter 3 introduces fabrication and characterization of GPL/ZTA composites processed by 

SPS. N-Dimethylformamide (DMF) is used for dispersing GPLs in the ceramic particles.  To 

achieve dense sample easily, micro-sized powders are used. The effects of the sintering 

temperature on the densification of GPL/ZTA composites are studied and discussed. A 

single edge notched beam (SENB) method is used to examine the fracture toughness of the 

pure ZTA and GPL/ZTA composites. The toughening mechanisms induced by the GPLs are 

discussed. Structural changes of the GPLs with the sintering temperature are analyzed by 

Raman spectroscopy. 

 

Chapter 4 introduces fabrication and characterization of GPL/Al2O3 and GPL-SiC/Al2O3 

composites processed by SPS. The effects of GPLs content on the microstructures and 

mechanical properties of the fabricated composites are investigated. In particular, fracture 

toughness of the pure Al2O3, GPL/Al2O3 and GPL-SiC/Al2O3 composites is determined by a 

single edge V-notched beam (SEVNB) method and then compared. Structural changes of 

GPLs after ball milling and SPS processing are analyzed and discussed. Also discussed are 

the effects of SiC nanoparticles on the Raman spectra of GPLs and the effects of GPLs and 

SiC nanoparticles on the microstructures and mechanical properties of the composites. 
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Chapter 5 for the first time introduces fabrication and characterization of GPL/Al2O3 

composites processed by pressureless sintering. Various processing parameters are used to 

consolidate the powder compacts of GPL/Al2O3 prepared by cold isostatic pressing (CIP). 

Suitable processing parameters are determined by comparing the densities of the sintered 

composites and the morphologies of the GPLs within the composites. The effects of GPLs 

content on the microstructures and mechanical properties of the pressureless-sintered 

composites are investigated and discussed. Structural changes of the GPLs after pressureless 

sintering over a long period of time are characterized by Raman spectroscopy. 

 

Chapter 6 introduces the electrodeposition of Ni and GPL/Ni composite coatings and 

characterization of the fabricated coatings. The effects of GPLs content on the hardness, grain 

size and corrosion resistant properties of composite coatings are studied and discussed. 

 

Chapter 7 concludes the complete research work of the thesis. The major findings obtained 

from the study are summarised. Possible future research topics are suggested. 
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Chapter 2: Literature review 
 

2.1 Introduction 

 

This chapter presents a literature review of graphene, toughening mechanisms in ceramic 

materials, sintering techniques, composite coating for corrosion resistance and potential 

applications of graphene. The review concerning the structure and properties of graphene is 

presented in Section 2.2. Fabrication approaches of graphene and GPLs are reviewed in 

Section 2.3. Toughening mechanisms in ceramics and ceramic composites are reviewed in 

Section 2.4, in which CNT/ceramic composites and GPL/ceramic composites are discussed. 

Sintering techniques including SPS, selective laser sintering (SLS) and hot isostatic pressing 

(HIP) are reviewed in Section 2.5. Section 2.6 outlines fabrication techniques of composite 

coatings for corrosion resistance. Potential applications of graphene are reviewed in Section 

2.7. Finally the literature review is summarized in Section 2.8. 

 

2.2 Properties of graphene 

 

Since it was produced and characterised in 2004 by Geim and Novoselo, graphene has 

become a hot topic and attracted attention globally. As shown in Figure.2.1, the last decade 

has seen a dramatic increase of publications concerning graphene. Particularly in 2013, there 

were almost 30 publications produced by researchers each day. So much effort is put into 

graphene research because of its remarkable mechanical and electrical properties which make 

it a good candidate to replace CNT. It is believed to have great potential to revolutionize 
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many industries, such as electronics. Many related fields such as bioscience and medical 

science are expected to be benefited from the research of graphene. 

 

2.2.1  Structure of graphene. 

 

Graphene is a flat monolayer of carbon atoms tightly packed into a two-dimensional (2D) 

honeycomb lattice and is a basic building block for graphitic materials of all other 

dimensionalities [3]. Graphene is one of several single layer allotropes of carbon. The other 

allotropes of carbon include 0D fullerenes, 1D carbon nanotubes and 3D graphite, as shown 

in Figure 2.2. The carbon-carbon bond length in graphene is about 0.142 nm. Graphene can 

appear in many different ways, i.e., functionalised and stacked containing different structural 

defects. Each type of graphene has its own advantages and disadvantages and can be used for 

specific applications. Compared to monolayer graphene, GPLs are multilayer graphene 

 

Figure 2.1. Publications on graphene over the years. Source: Web of Science 

http://en.wikipedia.org/wiki/Honeycomb
http://en.wikipedia.org/wiki/Nanometer
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formed by the stacking of graphene and have a thickness of up to approximately 100 nm and 

interplanar spacing of 0.335 nm [4]. 

 

 

2.2.2  Mechanical properties 

 

When graphene was produced, it impressed the scientific community with its remarkable 

flexibility. Researchers then became interested in exploring its mechanical properties and 

expected that it could be as strong as the CNT. The initial studies on the mechanical 

properties of the monolayer graphene were carried out by numerical simulations [5, 6]. Van 

Lier et.al simulated the mechanical behavior of the graphene and concluded that elastic 

modulus of graphene could be around 1.11 GPa [5]. Reddy et al. used a continuum mechanics 

method and modelled the deformation of graphene sheets in terms of Brenner’s potential [6]. 

 

Figure 2.2. Graphene as a 2D building block for constructing 0D buckyballs, 1D nanotubes or 

3D graphite. 
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The elastic modulus of the graphene was estimated to be 0.669 TPa in their results. In recent 

years researchers have developed experimental methods to reveal the true elastic modulus. 

These experiments are primarily based on the utilization of atomic force microscopy (AFM). 

For example, AFM was employed to measure the force-displacement on a strip of graphene 

and the elastic modulus of a few layers of graphene [2]. Characterization of circular 

membranes of few-layer graphene was also made through force volume measurement by 

AFM [7]. In a recent report, the elastic properties and breaking strength of the monolayer 

graphene were determined by nanoindentation using AFM, as shown in Figure 2.3 [8]. It was 

reported that the elastic modulus and fracture strength obtained were 1 TPa and 130 GPa 

respectively. Elastic properties of the graphene sheets produced by chemical method were 

also studied [9]. The elastic modulus of the monolayer graphene was determined through 

deformation experiments induced by the tip of an AFM and the reported elastic modulus of 

the graphene was 0.25 TPa. Examination was also carried out on multilayer graphene with a 

thickness of 2-8 nm and it was found that its elastic modulus was approximately 0.5 TPa [2]. 
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2.2.3 Thermal Properties 

 

Carbon and its allotropes such as CNT, graphite and diamond possess very good thermal 

conductivities and are widely utilized in various applications. The emergence of graphene 

enriches the carbon family and provides an alternative in fields where good thermal 

conductivity is highly valued.  

 

Generally thermal conductivity of graphene is dominated by phonon transport at high 

temperature and ballistic conduction at low temperature [10]. Simulation work was firstly 

performed to predict the thermal conductivity of the monolayer graphene and the reported 

value is 6000 W m
-1

K
-1

at room temperature [11]. Work was later carried out to obtain the 

 

Figure 2.3. A SEM image of graphene with circular holes (a) and a schematic illustration of 

nanoindentation on graphene using AFM (b).  
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true thermal conductivity of the graphene and the examined in-plane thermal conductivity of 

graphene was reported to be 2000-4000 W m
-1

K
-1 

[12-14] . In a recent report, an optical 

method was used to measure the thermal conductivity of graphene (Figure 2.4) and the 

obtained thermal conductivity is about 5000 W m
-1

K
-1 

[15]. 

 

Figure 2.5 shows the thermal conductivity of different materials as a function of temperature 

[14]. It can be seen that graphene presents a very good thermal conductivity, which is higher 

than that of graphene nanoribbon (GNR) and comparable to conductivities of diamond, 

graphite or CNT (Figure 2.5a). In particular, suspended graphene exhibits the highest thermal 

conductivity among all conductive materials at room temperature (Figure 2.5b). It was 

implied that the heat transfer through the cross-plane direction in graphite was seriously 

affected by interplaner van der Waals force [14] and the thermal conductivity of graphene 

sheets decreases with the increase of layers, as shown in Figure 2.6 [16]. It is expected that 

thermal properties of graphene can be tuned and will be beneficial to heat-sinking and 

thermoelectric applications. 

 

Figure 2.4. Schematic of an experiment showing laser light focusing on single layer 

graphene. 

 



References                                                                                                                                                  .                    

13 

 

 

 

 

 

Figure.2.6. Thermal conductivities of graphene sheet as a function of the number of atomic 

planes. 

 
 

      Figure 2.5. Variation of the thermal conductivities of carbon materials with temperature.  
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2.2.4  Electrical properties 

 

In comparison with three dimensional conductive materials graphene possesses unique 

electrical properties. To understand graphene’s electronic structure will establish the 

fundamental knowledge for band structure of graphite and pave the way for the development 

of new electronic industries. Geim et al. first carried out transport experiments and reported 

that at room temperature graphene had a marvellous electron mobility of higher than 

15,000 cm
2
·V

−1
·s
−1 

[3]. Charlier et al. performed symmetrical experiments to examine the 

conductance and their results indicated that holes and electrons had nearly the same 

mobilities [17].  

 

Intrinsically graphene is a zero-gap semiconductor (Figure.2.7) [18]. Morozov et al. 

investigated electrons’ mobility as a function of temperature and found the effect of 

temperature was negligible in the range from 10K to 100K [19, 20], which implies that defect 

scattering plays a vital role in electron mobility. By controlling the impurity scattering, 

mobilities higher than 200,000 cm
2
·V

−1
·s
−1

 can be obtained in suspended graphene [21]. 

Correspondingly, the resistivity of graphene is 10
−6

 Ω·cm. Such a resistivity is lower than 

that of silver and graphene is considered the material with the lowest room temperature 

resistivity ever known so far.  

 

 

 

http://en.wikipedia.org/wiki/Electron_mobility
http://en.wikipedia.org/wiki/Resistivity
http://en.wikipedia.org/wiki/Resistivity
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Mechanical and functional properties of graphene are summarized in Table 2.1 and compared 

with those of other materials [3, 22-31]. It can be seen that graphene is superior to many 

materials in various ways and is considered to have great potential to spark a revolution in a 

variety of industrial fields. It can be imagined that life will be changed due to the application 

of such a wonder material.     

 

 

 

 

 

 

 

Figure 2.7. Schematic diagrams of band gaps in graphene. (a) and (b) indiate monolayer and 

bilayer graphene respectively. (c) indicates a band gap can be opened in bilayer graphene 

when an electric field is imposed perpendicular to the bilayer. 
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2.3   Fabrication approaches of graphene and GPLs 

 

Since graphene was produced, various approaches have been developed and tried to fabricate 

the monolayer or multilayer graphene in large quantities. These approaches include 

mechanical exfoliation, epitaxial growth and graphene oxide reduction. Each approach has its 

advantages and disadvantages. A suitable fabrication process of graphene can be adopted for 

specific applications. 

 

2.3.1 Exfoliation and cleavage 

 

Graphene sheets were first produced by Andre Geim and Konstantin Novoselov in 2004. 

They used scotch tape to separate layers of graphene from graphite (Figure 2.8). After 

repeating the process a dozen times, they obtained the monolayer graphene with the aid of a 

Raman spectrometer. Such an approach bears the advantage of simple operation but suffers 

from low production [18]. 

Table 2.1. Properties of different engineering fibres 

Fibres Density 

(g/cm
3
) 

Diameter 

or 

Thickness 

Young's 

Modulus 

(GPa) 

Tensile 

Strength 

(GPa) 

Thermal 

Conductivity 

(W/mK) 

Electrical 

Conductivity 

(S/m) 

Graphene 1.3-2.1 0.33-100 

nm 

500-

1000 

130 4840-5300 10
7
-10

8
 

CNT 1.3-2.1 0.01-0.04 

µm 

1300 20-63 1800-6000 10
7
 

Glass 2.56 11 µm 76 2 0.05-13 10
-6

-10
-12

 

Boron 2.6 2.3-2.5 

µm 

400 4 38 10
-4

-10
-2

 

Al2O3 3.4 3-20 µm 300 2 5 10
-13

 
 



References                                                                                                                                                  .                    

17 

 

 

2.3.2  Epitaxial growth on SiC substrates  

 

Epitaxial growth attracts widespread attention for high quality and large graphene can be 

obtained through the process. Moreover, standard nanolithography can be used for patterning 

the epitaxial graphene, which puts the method in an advantageous position since it can be 

compatible with the current semiconductor technology. Using this method graphene is 

produced by controlling sublimation of the silicon from single crystalline SiC. The SiC is 

usually heated up to a high temperature (>1,100 °C) under low pressures (~10
−6

 torr) and Si 

will then sublimate at high temperature. As a result, free carbon species tend to rearrange on 

the surface in a way to achieve minimum energy [32]. An example of morphology of the 

epitaxial graphene is shown in Figure 2.9 [33].  

 

Figure 2.8. Mechanical exfoliation of graphene using scotch tape  

 

http://www.sciencedirect.com/science/article/pii/S0079642511000442
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The epitaxial growth process can produce graphene with dimensions dependent upon the size 

of the SiC substrate. The thickness and electrical properties of the graphene are primarily 

affected by the face of the SiC. It has been proved that high quality graphene prepared by 

epitaxial growth has great potential in various applications such as a transistor, resonator and 

actuator [18]. However, the experimental process involves high temperature and ultra-high 

vacuum conditions, making this approach less desirable when energy efficiency and cost are 

considered. On the other hand, in most cases the graphene transfer process is required to 

realize the applications of electronics. The strong bonding in the interface between graphene 

and SiC make it difficult to transfer graphene from SiC to other substrates, restricting its 

further application [34]. 

 

 

Figure 2.9. Scanning transmission electron microscope (STEM) images of graphene prepared 

by epitaxial growth. M and B indicate monolayer and bilayer graphene. (b) and (c) are the 3 

dimensional view of monolayer and bilayer graphene respectively. 
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2.3.3  Chemical Vapour Deposition (CVD) 

 

CVD is a popular technique to grow large area graphene on such metal substrates as copper 

(Cu) and Ni. The general procedure of CVD is such that a carbon source, such as methane, is 

introduced in an environment where metal substrates, Cu or Ni as catalysts, are heated to a 

high temperature and the carbon source will be decomposed during the process. As indicated 

in Figure 2.10, different metal substrates cause different mechanisms for the formation of 

graphene [35]. When Ni substrate is used, the carbon will be absorbed by the metal and 

graphene is formed when precipitation of carbon take places, while for Cu substrate, 

formation of graphene can occur as a surface process. A high quality graphene can be 

obtained by controlling the cooling rate, carbon exposure time, flowing rate and carbon 

source [35]. 

                                                                                                                                                  

 

Figure 2.10. Schematic diagrams of mechanisms for formation of graphene on metal 

substrates by CVD. (a) and (b) indicate formation of graphene on Ni and Cu substrates 

respectively. 
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The main advantage of CVD is that large graphene can be produced at a relatively low cost 

and in a scalable way. For example, Bae et al. developed a roll-to-roll process to produce 30-

inch graphene on ultra large Cu substrate [36]. Figure 2.11 shows the CVD preparation 

process for such large size graphene. It can be noticed that the fabrication process includes 

adhesion of polymer supports to the graphene, Cu etching and dry transfer-printing on target 

substrate. The obtained large graphene monolayer films have very low resistance and half 

integer quantum hall effect, suggesting great potential to replace commercial transparent 

electrodes such as indium tin oxides[18]. 

 

 

 

    
 

Figure 2.11. Schematic of fabrication of graphene devices through roll-to-roll process. (a) 

Production of graphene on Cu substrates. (b) Transfer of graphene films to polymer films. 

(c) A transparent large graphene film transferred on a target polymer film. (d) An assembled 

graphene/polymer touch panel. 
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2.3.4 Chemical conversion of graphite 

 

At present, chemical conversion of graphite to graphene has become a feasible way to 

produce GPLs in large quantities [18]. A graphite oxide reduction method is one of the 

common ways to prepare graphene sheets. This method involves oxidation of graphite, 

exfoliation of graphite oxide and a reduction process to form the graphene sheets. The 

formation of graphite oxide is often obtained by modified Hummer’s method [18, 37]. 

Graphite oxide exfoliation is achieved by rapid heating and an ultrasonication process. 

Reducing agents such as hydrazine and dimethylhydrazine are commonly used for the 

reduction process. However, the toxicity of these reducing agents have made this method 

undesirable and many other less toxic agents such as sodium borohydride and strong alkalis 

are proposed as replacements [18]. 

 

Another chemical way to produce the graphene sheets is through rapid thermal expansion and 

exfoliation of graphite. This method was developed by the Drzal group at Michigan State 

University [38]. In the preparation process, sulfuric acid is used to intercalate the graphite 

(Figure 2.12a). The graphite is first rapidly heated in a microwave environment, which causes 

the entrapped intercalants to vaporize and the graphite flake particles to undergo significant 

expansion. Strong ultrasonication is then employed to break down the expanded graphite. As 

a result, graphene sheets with thickness up to 10 nm are obtained (Figure 2.12b). 
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2.4 Toughening mechanisms in ceramics and ceramic composites 

 

Structural ceramic materials have quite a few unique properties such as high melting points, 

high hardness, stable chemical inertness and good corrosion resistance. However, they suffer 

from low fracture toughness, which seriously limits their application. Various approaches 

have been proposed to overcome this problem. Among them there are three main toughening 

techniques which have proven very effective to increase ceramics’ toughness. They are (i) 

particle dispersion toughening, (ii) multilayer toughening and (iii) phase transformation 

toughening [39-43].  

 

 

 

 

  Figure 2.12. SEM and TEM images of acid intercalated graphite (a) and graphene sheets (b). 
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2.4.1  Particle dispersion toughening 

 

A particle toughening technique is a typical way to improve the toughness of ceramic matrix 

materials and it is based on the concept of mixing ceramic particles with a small portion of 

ductile nanoparticles. The ductile phase can contribute to the fracture toughness in two ways, 

as shown in Figure 2.13 [44]. In one way, it can act as bridging ligaments in the crack wake, 

which increases the extrinsic toughness (Figure 2.13a). In the other way, it can deflect the 

crack propagation direction, which forms a long and tortuous crack path, helping release the 

stress (Figure 2.13b). 

 

Ji et al. prepared 5 vol.% chromium(Cr)/Al2O3 nanocomposites through a hot pressing 

technique and found that grain size of the Al2O3 was significantly reduced from 3.6 to 0.68 

µm by adding Cr, as indicated in Figure 2.14 [45]. Meanwhile, compared to a pure Al2O3 

sample which had strength and fracture toughness of around 475 MPa and 3.6 MPa m
1/2

, the 

 

Figure 2.13. Schematic illustrations of particle toughening mechanisms in ceramic 

composites.  (a) Particle bridging. (b) Crack deflection. 
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5 vol.% Cr/ Al2O3 nanocomposite sintered at 1450  C had strength and fracture toughness of 

around 736 MPa and 4 MPa m
1/2

 respectively. The substantial increase in strength was 

attributed to the refined microstructure resulting from the addition of Cr. However, crack 

bridging and crack deflection induced by Cr were not observed (Figure 2.15) and the fracture 

mode transformation from intergranular failure for pure Al2O3 to transgranular fracture for 

the nanocomposites was considered responsible for the slight increase in fracture toughness.  

 

 

Figure 2.14. SEM images of thermally etched surfaces of pure Al2O3 (a) sintered at 1400 ˚C 

and Cr/ Al2O3 nanocomposite (b) sintered at 1450 ˚C. 

 

Figure 2.15. A SEM image of an indentation crack in the Cr/ Al2O3 nanocomposite 
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Chen et al. used the pressureless sintering method and fabricated Ni/Al2O3 nanocomposites 

[46]. Their results showed that microstructure of the Al2O3 was considerably refined with the 

addition of 5vol% Ni, as shown in Figure 2.16. The strength and toughness of Ni/Al2O3 are 

around 526Mpa and 4.2 MPa∙m
1/2

, which were significantly higher than 390Mpa and 3.6 

MPa∙m
1/2

 for the monolithic Al2O3. Similarly, the refinement in the Al2O3 microstructure by 

the Ni particles is the reason for the enhancement of the strength. Nevertheless, unlike nano 

sized Cr (75 nm) which is too small to bridge the crack, Ni nanoparticles (118nm) can play 

the bridging role on the crack path (Figure 2.17). 

 

       

          Figure 2.16. TEM images of sintered Al2O3 (a) and Ni/Al2O3 nanocomposite (b). 
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The ductile metal nanoparticles are very effective in toughening ceramics. However, the 

introduction of metal particles usually causes a dramatic decrease in hardness. In order to 

produce strong, tough and hard ceramic materials, ceramic nanoparticles are employed as 

nano fillers to fabricate ceramic composites. Chae et al. ball milled SiC nanoparticles with 

Al2O3 powders and fabricated SiC/Al2O3 composites using SPS technique [47]. The 20% 

SiC/Al2O3 was reported to have fracture toughness of 3.62 MPa∙m
1/2

 and flexural strength of 

812Mpa which were higher than 2.95 MPa∙m
1/2

 and flexural strength of 663Mpa for the pure 

monolithic Al2O3. The increase in fracture toughness was attributed to the change of fracture 

mode (Figure 2.18), particle bridging and stress-induced micro cracking (Figure 2.19). 

 

 

 

 

 

 

Figure 2.17. A SEM image of an indentation crack in the sintered Ni/Al2O3 nanocomposites. 
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There are three popular models proposed to explain the strengthening and toughening 

mechanisms of the nanocomposites reinforced by nanoparticles. They are grain boundary 

strengthening mechanism, c-mechanism where the critical flaw size is reduced and K-

mechanism where the fracture toughness is increased [48]. 

 

Figure 2.19. A TEM image of crack shielding and stress-induced micro cracking around a 

secondary particle in the SiC/Al2O3 nanocomposite. 

 

 

Figure 2.18. SEM images of the fractured surface of pure Al2O3 (a) and 20%SiC/Al2O3 

nanocomposite (b) sintered at 1200 and 1400˚C respectively. 

 

. 
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Ohji et al. proposed a particle-bridge mechanism, where nano particles play a bridging role 

resulting in the increase in fracture toughness [49]. It is suggested that toughening 

mechanisms such as crack deflection and crack bowing are correlated with the differences of 

the thermo elastic properties between ceramic matrix and nano particles. In addition, no 

appreciable toughening effects are observed when large dispersed particles are used. Levin et 

al. used the Selsing equation to describe the residual stresses around the nanoparticles and 

explain the reinforcing mechanisms for the nanocomposites [50, 51]. They found that nano-

sized particles could simultaneously result in the improvement in strength as well as the 

fracture toughness and the transformation of fracture mode was due to the ceramic matrix 

weakening and grain boundary strengthening. Levin et al. presented a model to explain the 

strengthening and toughening mechanism of SiC/Al2O3 nanocomposites [50]. It was implied 

that grain boundaries were strengthened because of compressive radial stress while tensile 

stress contributed to improvement in strength and fracture toughness. The proposed three 

models can account for the reinforcing mechanisms in ceramic nanocomposite materials. 

However none of them can explain all of the characteristics in the nanocomposites [48].  

 

Due to the different thermal expansion coefficient between the matrix and the dispersed 

nanoparticles, highly localized residual stresses are likely to be generated around the particles. 

To shed light on the role of residual stress, Awaji et al. employed a simple model that was 

composed of a spherical particle in a concentric matrix sphere (Figure 2.20) to analyze the 

residual stress [48, 52]. It can be seen that the residual stress reduces dramatically with the 

distance from the boundary. 
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Lagerlof et al. investigated the correlations between temperature and slips in a single Al2O3 

and the following relationships were concluded [53]: 

 

                                                 (2-1) 

                                                 (2-2) 

 

Where     and     represent the critical resolved shear stresses for basal and prism slip 

planes.   is temperature and    equals 109 and 9 GPa for basal and prism plane slips. It is 

suggested that residual stresses around nanoparticles can merely generate such small defects 

as dislocations in vicinal areas around the nanoparticles (Figure 2.21a). However, dislocation 

movements could occur at high a temperature, which implies that an annealing process can 

help redistribute the dislocations within the matrix grains (Figure 2.21b). 

 

Figure 2.20. A model of intra-type nanostructure. Tmax is the maximum shear stress. 
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Crack extension resistance in polycrystalline ceramics with R-curve behaviour is expressed 

as the following equation [48]: 

 

                         (2-3) 

 

where        represents the fracture toughness of the material exhibiting R-curve behaviour, 

   is the intrinsic fracture toughness and         is the extrinsic increase in the fracture 

toughness after a certain extension from the initial crack tip,   . A schematic illustration 

expressing the toughening mechanisms in nanocomposites is shown in Figure 2.22.    

indicates the energy required to create the damaged frontal process zone (FPZ), which means 

in order to improve the intrinsic fracture toughness, fracture energy needs to be increased.  

 

 

Figure 2.21. Dislocations after sintering (a) and after annealing (b). 
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Meanwhile,      suggests fracture toughness can also be increased by a crack bridging 

toughening mechanism in a process zone wake [52]. Figure 2.23 shows schematic 

illustrations of a particle dispersion toughening mechanism in SiC/Al2O3 nanocomposite 

materials [48]. Subgrain boundaries and dislocation networks are generated in areas around 

SiC nano particles and dislocations are dispersed in the matrix (Figure 2.23a). It is expected 

that when the tip of the crack propagates and meets the dislocations (Figure 2.23b), 

nucleation of nano cracks is likely to occur, which releases the stress in the FPZ and enhances 

the intrinsic fracture toughness.  

 

Due to the anisotropic thermal expansion, different elastic modulus along the crystal axes and 

crystallographic misorientation across the grain boundaries, there will be residual tensile 

stresses remaining in the matrix grains and grain boundaries of the sintered alumina. 

Therefore, it is conceivable that cracks are created by the effects of both residual tensile stress 

 

Figure 2.22. A schematic illustration of FPZ and bridging in ceramics with R-curve 

behaviour. 
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and processing defects and the length of the crack is equivalent to the grain size of the 

materials. It is well known that the strength of the materials is dominated by the weakest 

cracks generated along the grain boundaries and the smaller defect size results in higher 

strength of the materials. The dislocations generated within the matrix are therefore expected 

to release the residual stresses and reduce the defect size along the grain boundaries resulting 

in improved strength of nanocomposites. 

 

2.4.2  Phase transformation toughening 

 

Phase transformation toughening was first discovered by Garvie et al and opened a new 

research area for the scientific and engineering communities [43]. Particularly in the case of 

ZrO2 ceramics, toughness can be considerably improved by carefully controlling the 

 

Figure 2.23. Schematic illustrations of the toughening mechanism in nanocomposites. (a) 

Nanostructure of the ceramic composites after annealing. (b) Creation of FPZ. 
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metastable phase in microstructures. Pure ZrO2 exhibits the following phase transitions with 

the temperature (Figure 2.24) [54]. Usually under the influence of the external stress causing  

 

the propagation of the cracks, ZrO2 can undergo phase transformation from metastable 

tetragonal to stable monoclinic structure, which is accompanied by volume expansion and a 

shear strain [24, 55, 56]. The stress generated during phase transformation causes the 

disintegration of the ZrO2 ceramics at room temperature. Dopants are therefore usually added 

to stabilize the tetragonal or cubic phase in sintered specimens [57]. Transformation 

toughening can take place when t-ZrO2 transforms to m-ZrO2 in close vicinity to a 

propagating crack where a tensile stress field is generated [40]. The phase transformation can 

introduce a net compressive stress in the process zone around the propagating crack tip 

(Figure 2.25) [58]. This can in part offset the external stress, hindering the progress of the 

cracks and increasing the toughness.  

 

 

Figure 2.24. Phase transformation of ZrO2 with temperature 
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During the last two decades, with various techniques such as SEM, XRD, neutron powder 

diffraction and AFM a great effort was made to get a deep understanding of martensitic 

transformation [59-66]. In particular, attention was given to ZrO2 composites to investigate 

the effects of phase transformation on the fracture toughness of the composites. Dongxu et al. 

evaluated mechanical reliability of the ZTA composites for dental applications and found that 

the mechanical properties of ZTA increased with the content of the 3Y-TZP [67]. In addition, 

ZTA composites with the addition of 30vol% 3Y-TZP exhibited around 80% increase in 

fracture toughness and 100% increase in flexural strength respectively, in comparison with 

the pure Al2O3. Significant grain refinement was observed in nanocomposites by adding ZrO2 

in Al2O3, as shown in Figure 2.26. Transformation toughening, micro cracking and crack 

deflection were considered the toughening mechanisms for the enhancement in fracture 

toughness while the causes of the improved strength were thought to be the grain refinement 

and transformation toughening.  

 

 

Figure 2.25. A schematic illustration of stress-induced transformation toughening 

process. 

 

. 
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X.W. Huang et al. used a liquid sintering method and fabricated ZTA composites [68]. It was 

found that mechanical properties of the ZTA were increased with the addition of ZrO2 and 

when 50 vol% ZrO2 was added, almost 169% and 34% increase in strength and toughness 

were obtained for ZTA respectively. The dramatic increase in strength was attributed to the 

significant grain refinement while the phase transformation toughening was considered the 

main toughening mechanism. Alfredo et al. used a conventional sintering method and 

fabricated Al2O3/ZrO2 nanocomposites with the addition of 2.5wt% Al2O3 whiskers[69]. The 

results showed that fracture toughness of the nanocomposites was increased 62% over the 

pure Al2O3 and the crack defection toughening mechanism was more efficient in the ceramic 

samples with the Al2O3 whiskers than in pure Al2O3. In particular, phase transformation 

 

Figure 2.26. SEM images of ZTA composites sintered at 1600 ˚C for 2 hours. (a) Al2O3, (b) 

Al2O3+10% ZrO2, (c) Al2O3+20% ZrO2 and (d) Al2O3+30% ZrO2. 
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toughening from Al2O3 whiskers made an important contribution to the fracture toughness 

improvement. Ma et al. prepared the ZTA composites and investigated the effect of the 

content of ZrO2 on the densification, microstructure and transformation behaviour of the 

composites [70]. It was reported that when the ZTA composites had 20% ZrO2, micro crack 

was the main toughening mechanism whereas when the 15% ZrO2 was added, a stress-

induced phase transformation toughening mechanism was predominant. Bikramjit et al. 

fabricated ZrO2- Al2O3 composites using the hot pressing technique and studied how to tailor 

the toughness of the composites by tuning the ZrO2 matrix composition [71]. The results 

indicated that the fracture toughness of ZrO2-Al2O3 composites could be tailored from 5 to 10 

MPa∙m
1/2

 by adjusting the yttria (Y2O3) content in ZrO2 and the addition of Al2O3 resulted in 

tensile residual stress in the ZrO2 matrix, improving the fracture toughness by enhancing the 

phase transformation of ZrO2. It should be noted that to enable the transformation from 

tetragonal to monilic phase under certain stress, there is a critical size for ZrO2 particles. A 

number of studies were carried out to determine the critical size [72-74]. It is suggested that 

the critical size is in the range from 4.5~8µm. Outside this range, no appreciable phase 

transformation toughening mechanism would be observed in composites containing ZrO2 

particles.* 

 

2.4.3 Multilayer toughening 

 

In 1990, when Clegg et al. reported a simple way to make tough ceramics, people have been 

inspired to prepare ceramics with laminated structures [75]. Primarily there are two laminate 

designs for improving the mechanical properties of ceramics. On one hand, laminated 

structures designed with weak interfaces can produce enhanced fracture energy by interface 
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delamination [76-83]. The fracture of the first layer is usually followed by crack propagation 

along the weak interface, preventing the ceramics from catastrophic failure. A typical 

example was made by Clegg [84]. He fabricated SiC multilayer ceramics with graphite 

interlayers. The load-deflection curve of the materials is shown in Figure 2.27. It was found 

that the failure of one layer of SiC did not suggest the complete failure of the materials. 

Compared to the pure SiC monolithic sample which had an apparent fracture toughness of 3.6 

MPa∙m
1/2, multilayer ceramics presented a remarkably high fracture toughness of 17.7 

MPa∙m
1/2 and an almost 390% increase had been achieved. The dramatic increase in toughness 

was associated with the long crack wake formed during the bending test (Figure 2.28), which 

dissipates quite an amount of energy. 

 

 

 

Figure 2.27. Typical load deflection diagram of a layered structure with weak interfaces. 

The steps show the failure of individual layers and the crack propagation along the interface. 

A schematic side view of a broken specimen showing crack deflection into the weak layers 

is shown in the inset. The failure of a monolithic is also shown for comparison. 
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On the other hand, a laminated structure with strong interface can exhibit crack growth 

resistance (R-curve) behaviour by carefully controlling the microstructure. Such a toughening 

mechanism is associated with residual stress in the layers. Orlovskaya et al. made an attempt 

and fabricated the silicon nitride (Si3N4) based laminates using a rolling and hot pressing 

technique [85]. The results showed that the apparent fracture toughness of Si3N4/ Si3N4 could 

be improved by introducing TiN particles and a maximum fracture toughness of 8.5 MPa∙m
1/2 

was obtained for Si3N4/Si3N4-20wt%TiN, almost 50% higher than that for Si3N4/Si3N4. 

Meanwhile, it was implied that compressive stress in the layers resulted in the deflection and 

bifurcation of the crack, which considerably enhanced the fracture toughness (Figure 2.29a 

and b) while tensile stresses caused the formation of fracture steps leading to the decrease in 

mechanical properties (Figure 2.29c and d).  

 

Figure 2.28. An optical image showing the path of a crack across a laminated sample 

containing a notch. 
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Xinghong et al. employed tape casting and hot pressing techniques to fabricate laminated 

ZrB2-SiC ceramics [86]. It was found that the maximum apparent fracture toughness of the 

laminated ZrB2-SiC ceramics was 10.4 MPa∙m
1/2, which was much higher than that of 

monolithic ZrB2-SiC ceramics. Crack deflection was observed in the laminated ceramics 

(Figure 2.30). The crack would propagate through the tensile layers when the crack tips were 

in the tensile layers (Figure 2.30 b) while crack deflection would take place when the crack 

tips were in the compressive layers (Figure 2.30c). This suggested that residual compressive 

stresses could enhance the crack growth resistance and make the contribution to the fracture 

toughness. Similar results on laminated ZrB2–SiC ceramics were reported by Peng et al. [87]. 

Flexural strength and fracture toughness of around 960 MPa and 8.8 MPa∙m
1/2

 were obtained 

 

Figure 2.29. Fracture surface of Si3N4/ Si3N4-50% wt.%TiN composite. (a) and (c) are SEM 

images. (b) and (d) are backscattered images.  
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for the laminated ceramics and were significantly higher than 517 Mpa and 5.6 MPa∙m
1/2

 for 

the monolithic ZrB2–SiC. 

 

 

2.4.4 Fibre toughening  

 

Over the last two decades, numerous reports have shown that fracture toughness of ceramics 

can be remarkably improved with the incorporation of fibres. When a macroscopic crack 

propagates and meets the fibres in a ceramic matrix, crack propagation would be arrested due 

to the bridging and pull-out toughening mechanisms in the crack wake. Guiming et al. used a 

hot pressing technique and fabricated short carbon fibre reinforced TiC composites [88]. It 

was found that short fibres were well dispersed in the TiC matrix (Figure 2.31) and the 

mechanical properties of the TiC ceramic matrix were significantly improved by adding 

carbon fibres. An almost 70% increase in fracture toughness, 25 % in flexural strength and 

100% in high temperature strength were achieved for the composites. Three toughening 

mechanisms of crack bridging, fibre pullout and crack deflection were responsible for the 

dramatic increase in fracture toughness. Schematic illustrations of the toughening 

mechanisms are shown in Figure 2.32.  

 

Figure 2.30. SEM images of the monolithic (a) and laminated (b and c) ceramic specimens 

after bending tests. 
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Junlei et al. studied the mechanical properties of short carbon fibre reinforced carbon/TiB2 

(Csf/C/TiB2) composites [89]. The results showed that a fracture toughness of 3.61 MPa∙m
1/2

 

was obtained for Csf/C/TiB2 and was 40% higher than that of C/TiB2 composites. Sciti et al. 

prepared the SiC fibres with ZrB2 powders and sintered the powder mixtures [90]. It was 

reported that the addition of SiC fibres could allow fracture toughness to be increased from 3-

 

Figure 2.32. Fracture behaviour of carbon fibre/Ti ceramic composites. (a) A crack initiates 

in the ceramic matrx, (b) A crack meets with a fibre and debonding occurs between matrix 

and fibre, (c) Crack bridging and (d) Pullout and bridging of the fibres. 

 

Figure 2.31. A SEM image of fracture surface of the carbon fibre reinforced TiC composites. 
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4 MPa∙m
1/2

 for pure SiC ceramic to 5-6.2 MPa∙m
1/2

. In addition, the oxidation stability of 

fibre reinforced composites was comparable to that of SiC particles at very high temperature. 

Ostertag produced Al2O3 matrix composites reinforced with SiC fibres using the pressure slip 

casting method and 30% higher toughness of Al2O3 matrix was obtained [91]. Hansson et al. 

sintered the SiC whisker reinforced Al2O3 composites and found a 100% increase in fracture 

toughness of the composites over the pure alumina samples [92]. 

 

2.4.5  Toughening in CNT/ceramic composites  

 

Since the report on CNTs made by Iijima, CNT has drawn tremendous attention due to its 

excellent mechanical and electrical properties and a great effort has been put into fabricating 

CNT-reinforced ceramics with desired properties. A number of studies were reported. 

Yamamoto et al. used a precursor method and a spark plasma sintering technique to fabricate 

the CNT/Al2O3 composites [93]. It was reported that highly homogeneous CNTs were 

achieved in the Al2O3 matrix (Figure 2.33a) and a 25% increase in fracture toughness as well 

as a 27% increase in flexural strength were achieved for the composites. Toughening 

mechanisms such as pullout and crack bridging were observed and considered for the  

improvements in mechanical properties (Figure 2.33).  
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Ahmad et al. used a hot pressing technique to fabricate the CNT-reinforced Al2O3 composites 

and investigated the mechanical properties of the composites [94]. The results showed 

fracture toughness, hardness and flexural strength of the nanocomposites were increased by 

94%, 13% and 6.4% respectively. It was suggested that toughening mechanism were affected 

by homogenous dispersion of the CNTs within the matrix and adequate densification would 

reduce the grain size of the ceramic matrix (Figure 2.34), causing formation of appropriate  

 

      

Figure 2.33. SEM images of fracture surfaces of the CNT/Al2O3 composites. 

 

Figure 2.34. SEM images of fracture surfaces for monolithic Al2O3 (a) Al2O3–4vol% CNT 

nanocomposites (b). 
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CNT/matrix interfacial bonding. Bocanegra-Bernal et al. studied the effects of CNTs on the 

properties of ZTA composites and reported a 44% increase in fracture toughness over the 

pure ZTA [95]. Shi C et al. produced CNT/Al2O3 composites using a pressureless sintering 

method in a reducing atmosphere and an approximate 35% increase in fracture toughness was 

achieved for the composites [96]. 

 

2.4.6 Controversial fracture toughness evaluated using the indentation technique. 

 

Although numerous reports have shown CNT can contribute to the improvement in fracture 

toughness, the effectiveness of CNTs on the mechanical proprieties of the ceramic composite 

materials is still a controversial topic. The argument started when Zhan et al. reported a 

dramatic increase of the indentation fracture toughness (from 3.3 to 9.7 MPa∙m
1/2

) in CNT/ 

Al2O3 composites [97]. When Wang et al. used the SEVNB method to examine the fracture 

toughness of the same composites and reported a negligible increase in the fracture toughness 

[98], the reliability of the fracture toughness of CNT-reinforced ceramic composites using the 

indentation technique became controversial. It was found CNT/Al2O3 and graphite/Al2O3 

composites were highly resistant to contact damage and no crack would likely be formed 

during the indentation test, as shown in Figure 2.35. Due to this fact, it is suggested that when 

it comes to the evaluation technique for the fracture toughness of the ceramic composites, 

techniques such as SEVNB or SENB are more preferable than the indentation technique [99]. 

However, many research communities still use this method to measure the toughness of the 

ceramics [100-104]. This may be because of a lack of a fast and effective alternative. The 

results obtained by the indentation method can only be used for comparison purposes and 

should not be used to determine the true fracture toughness as it would overestimate the value. 
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2.4.7 Toughening in graphene/ceramic composites  

 

Graphene has inspired the research community to make use of its excellent mechanical and 

electrical properties in a range of potential applications. In particular, it opens up 

opportunities for the improvements in strength and toughness of ceramic structural materials. 

When it comes to research of ceramic composites, multilayer graphene rather than monolayer 

graphene is often chosen as the reinforcement. This may be due to the fact that multilayer 

graphene is easier to mass produce using chemical methods. Multilayer graphene is usually 

 

Figure 2.35. SEM images of the Vicker indentation sites. (a) dense Al2O3, showing radial 

cracks. (b) and (c) are CNT/Al2O3 and graphite/Al2O3 composites, showing no evidence of 

radial cracks. 
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referred to in the literature as GPLs, graphene nanosheets (GNS), or graphene nanoplatelets 

(GNPs), which are formed by several layers of graphene with a thickness of up to 

approximately100 nm [4]. 

 

The first report using GPLs as reinforcing additives in Si3N4 matrix came from Luke et al. 

who investigated the effects of GPLs on the mechanical properties of the sintered Si3N4 

matrix [104]. Their results showed that homogenous dispersion of GPLs within the ceramic 

matrix was obtained using an aqueous colloidal processing method. Fracture toughness of 6.6 

MPa m
1/2 

for the composite with 1.5 wt% of GPLs was achieved and was 136% higher than 

that for the monolithic Si3N4. Typical toughening mechanisms such as pullout, crack bridging 

and crack deflection are observed (Figure 2.36 and 2.37). It is important to notice that the 

crack deflection in three dimensions was suggested as making a great contribution to the 

remarkably high toughness of the sintered ceramics (Figure 2.37).  

 

 

 

 

Figure 2.36. SEM images of the fracture surface of the GPL/Si3N4 composite (a) and an 

indentation crack (b). 
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Wang et al. used SPS to prepare a GPL/Al2O3 composite and a 53% increase in fracture 

toughness was obtained with the addition of 2 wt% of GPLs [105]. Ján Dusza et al. prepared 

GPL-reinforced Si3N4 composites containing 1 wt% GPLs using HIP and reported an 

increase of about 44% in fracture toughness over the pure Si3N4 [28]. Jian Liu et al. employed 

the SPS to fabricate GPL/ZTA composites with the addition of 0.81 vol % GPLs and found 

an increase of nearly 40% in fracture toughness [4]. A summary of indentation fracture 

toughness of the composites reinforced with CNT or GPL is given in Table 2.2 

 

 

 

 

 

         

Figure 2.37. SEM images of the fracture surface of the GPL/Si3N4 composite, showing crack 

propagates and climbs over the graphene sheets, implying three dimensional toughening 

mechanism. 
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Table 2.2. A summary of the fracture toughness of composites reinforced with CNTs or GPLs 

 

 

2.5 Sintering techniques 

 

Sintering is the process of forming materials and components from powders under the action 

of thermal energy. Generally the sintering approaches can be divided into two categories: 

solid state sintering and liquid phase sintering. Solid sintering takes place when powder 

compacts are consolidated in a solid state during the sintering process while liquid phase 

sintering occurs when a liquid phase is formed during processing. 

 

2.5.1 Conventional sintering 

 

Conventional pressureless sintering to date is still the most attractive sintering method to 

produce ceramic parts since it is a simple and economical way to realize mass production of 

products. Heating of powder compacts is commonly achieved with electrical resistance 

furnaces which can attain temperatures as high as 2500 ˚C. Various types of electrical 

Matrix materials Processing 

methods 

Reinforcements Fracture toughness 

improvement (%) 

Reference 

Al2O3 SPS CNT 194 [97] 

Silica SPS CNT 158 [106] 

Barium 

aluminosilicate 

glass 

Hot pressing CNT 143 [107] 

Barium titanate SPS CNT 143 [108] 
Al2O3 Hot pressing CNT 103 [109] 
Si3N4 HIP  GPL 135 [110] 

Zirconium 

diboride 

SPS GPL 93 [111] 

Si3N4 HIP GPL 53 [112] 

Hydroxyapatite SPS GPL 83 [113] 
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furnaces are available commercially for specific purposes. Figure 2.38 shows typical furnaces 

available for conventional sintering. The box furnace is usually used for sintering in air while 

a tube furnace is frequently employed when a certain reducing atmosphere is desired. 

Although conventional sintering is widely used in industry, the lengthy time the sintering 

process takes and the high sintering temperature needed make it less desirable when 

efficiency is considered. In this sense, quite a few techniques such as SPS, HIP and field 

sintering have emerged in recent years. 

 

2.5.2 SPS 

 

SPS as an innovative sintering technology has received more and more attention from 

scientific and industrial communities. SPS bears the capabilities to introduce rapid heating 

rates and high pressures, which can realize the sintering process at a relatively lower sintering 

 

Figure 2.38. Images of conventional furnaces. (a) is box furnace and (b) is tube furnace. 
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temperature and in a much shorter time. It has been used to process various materials, such as 

nanostructured materials, composite materials and gradient materials [114]. The SPS process 

was first developed by a Japanese company, Sumitomo Coal Mining Co. Ltd. in 1990 and is 

the most extensively used innovative sintering technology. A typical SPS was shown in 

Figure 2.39. In recent years FCT Systeme GmbH in Europe developed a similar process with 

a marketable level. In the current market both companies in Japan and Europe can basically 

produce high quality SPS equipment to meet the general requirement for scientific research 

and industrial applications.  

 

The SPS process can be considered as a modified type of hot pressing process where pulsed 

electric current runs through the graphite die and the specimen (if conductive). The specimen 

is therefore heated by the joule heat from the specimen itself and from the heat transferred 

from the pressing die. This technique makes it possible to attain the temperature of 2000˚C at 

a heating rate of up to 1000˚C/min. Although various reports have been made to reveal the 

sintering mechanism of SPS, so far no convincing evidence is confirmed to unravel the 

microscopic mechanism of the sintering process. The debate goes on between the plasma 

 

Figure 2.39. A schematic illustration of SPS (a) and an image of SPS (b). 
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formation and electro migration supporters [115-117]. Evidence of these two phenomena is 

hard to find. Makino et al. sintered an alumina sample using SPS and found out that a major 

part of the electric current (1000A) was injected by the machine while a minor part of the 

current (100mA) ran through the ceramic sample [117]. A similar experiment was carried out 

by Tomino et al. and it was reported that no current passing through the ceramic sample was 

detected, indicating the absence of discharges in the dense insulators [118]. Munir et al. 

suggested that the formation of plasma or discharge might have a close link with contact 

surface areas of the powder particles and plasmas or discharges between particles were likely 

to be generated at the beginning of sintering for conductive powders [119]. It has been 

implied that in the application of pulsed direct current several factors may cause spark plasma, 

spark impact, Joule heating and electric field assisted diffusion, contributing to the 

densification of the powders [120]. 

 

Sintering parameters such as heating rates, pressure and pulse sequence are very important in 

the densification process. Shen et al. investigated the effects of heating rates on the density of 

Al2O3 samples and found that heating rates below 350 ˚C /min could produce dense samples 

but high heating rate yielded porous ceramics [121]. It is widely accepted that the imposition 

of pressure can help remove the pores and increase the density of green compacts, which 

promotes the mass transferring process. Usually the higher the pressure during the sintering 

process, the higher the density of the sintered sample will be achieved. An example of ZrO2 

produced by SPS is shown in Figure 2.40 [121]. Shen et al. studied the pulse effect on the 

sintering of Al2O3 samples and reported that the properties of Al2O3 were independent of the 

pulse [121].  
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SPS is a cost effective sintering process. The sintering time to consolidate the ceramic 

composites by SPS is just around ten percent of that by the traditional sintering process [122] 

and the sintering temperature of SPS to achieve full density is about 150-200 [123] or 250-

300 ˚C [124] lower than that of the hot pressing technique. Meanwhile, SPS can also well 

control grain growth of the sintered sample. Lee et al. sintered TiO2 using SPS and found that 

the grain size of around 200 nm was obtained [125]. This grain size was smaller than that 

achieved by microwave sintering (300nm) and conventional sintering (1-2µm) [126]. 

 

2.5.3 HIP 

 

Sintering with an external pressure is often referred to as pressure sintering. This technique is 

rather important to fabricate densified ceramic samples, which are difficult to consolidate 

 

Figure 2.40. Relative density of ZrO2 produced by SPS as a function of pressure. 
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using traditional sintering. HIP (Figure 2.41) is one of the widely used pressure sintering 

technologies. In the process powders are tightly enclosed in a glass or a metal container 

which is evacuated and placed in a pressure vessel. Alternatively, samples can be 

preconsolidated using traditional sintering and subsequently HIP is used to further increase 

the density of the sample. During the sintering process, the required pressure within the 

chamber is achieved by introducing pressurizing gas through a compressor and when the 

required pressure is obtained, the metal container will collapse and then the isostatic pressure 

is transmitted to the sample. 

 

 

2.5.4 SLS 

SLS is a powder based additive manufacturing technique to produce three dimensional 

complex shaped parts [127]. A schematic illustration of this process is shown in Figure 2.42. 

The main feature of this technique is that the part is made in a layer by layer way with a 

 

Figure 2.41. A schematic illustration of HIP (a) and an image of HIP (b). 
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computer aided design model and each layer is consolidated into the part by fusing small 

particles of polymer, metal or ceramic into a mass of the desired three dimensional shapes. 

Various components with intricate shapes were produced by direct or indirect SLS (Figure 

2.43) [127, 128] . 

 

 

 

 

Figure 2.43. Images of components produced by SLS. (a) is a part of a turbine blade. (b) and 

(c) are ceramic parts.  

       

Figure 2.42. A schematic illustration of SLS process 
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2.5.5 Self-propagating high-temperature synthesis plus quick pressing (SHS/QP) 

 

In recent years, Fu et al. proposed a novel sintering approach of SHS/QP to fabricate ceramic 

materials [129, 130]. A schematic representation of the process is shown in Figure 2.44. In 

this technique, green samples are sintered by heat from combustion synthesis or SHS. In the 

experimental process, the green sample is placed in an alumina crucible loaded in combustion 

reactants. The whole reaction system is put in a steel die and heat from combustion synthesis 

is generated to sinter the samples. In the meantime, a large external pressure can be imposed 

when the sintering temperature is achieved. 

 

2.5.6 Microwave sintering 

 

For the past several decades, microwave sintering has attracted growing interest among 

researchers [131]. Microwave sintering is fundamentally different from traditional sintering. 

 

Figure 2.44. A schematic representation of SHS experiment process 
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As shown in Figure 2.45, for traditional sintering electrical resistance furnaces are commonly 

used and lead to conductive and convective heating phenomena whereas for microwave 

sintering, heat is generated internally because of the coupling between microwaves and the 

atoms, ions and molecules of the materials [132]. Numerous reports have shown that the 

processing temperature by microwave sintering is lower than that by traditional sintering and 

finer microstructures and improved properties can be achieved using microwave sintering 

[133-135]. For example, Ritzhaupt-Kleissl et al. sintered Al2O3 ceramics using both methods 

and found that grain size of the Al2O3 was one order of magnitude finer when it was sintered 

in a microwave furnace at 1550˚C [136]. Such a grain size is normally achieved at 1620˚C for 

2 hours in a traditional furnace. Although microwave sintering has shown some advantages, 

to control the sintering process is difficult since local heating can be seriously affected by the 

shape of the ceramic specimen. Temperature gradient is usually developed within the 

ceramics and it is therefore difficult to achieve sufficiently uniform heating. 

 

 

     Figure 2.45. Heating patterns in conventional (a) and microwave (b) furnaces. 
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A summary of mechanical properties of the ceramics prepared using different methods is 

given in Table 2.3. 

Table 2.3. A summary of the mechanical properties of ceramics 

Materials Processing 

methods 

Sintering 

temperature 

(°C) 

Sintering 

time 

Flexural 

strength 

(MPa) 

Fracture 

toughness 

(Mpa·m
1/2

) 

Al2O3 [137] Hot pressing 1700 30 mins 457 5.17 

Al2O3 [138] Pressureless 

sintering 

1700 2 hrs —– 2.7 

Al2O3 [139] SPS 1350 5 mins —– 2.8 

Al2O3 [139] SPS 1150 5 mins —– 2.8 

Al2O3 [121] SPS 1300 3 mins —– 3.2 

Al2O3 [140] SPS 1150 5 mins 435 3.2 

Al2O3 [95] Pressureless 

sintering 

1520 1 hrs —– 3.34 

Al2O3 [121] SPS 1250 3 mins —– 3.6 

Al2O3 [121] SPS 1450 3 mins —– 3.8 

Al2O3 [141] Hot pressing 1635 1 hrs 280 3.8 

ZTA [95] Pressureless 

sintering 

1520 1 hrs —– 3.32 

ZTA [142] Pressureless 

sintering 

1500 2 hrs 763 4.1 

ZTA [143] HIP 1475 1 hrs —– 4.2 

ZTA [144] SPS 1400 8 mins 1000 5.25 

ZTA [145] Pressureless 

sintering 

1500 2 hrs 603 6.3 

ZTA [67] Pressureless 

sintering 

1600 2 hrs 1000 8.9 

4 vol%CNT/Al2O3 [94] Hot pressing 1600 1 hrs 375 4.25 

1 vol%CNT/Al2O3 [96] Pressureless 

sintering 

1600 2 hrs 543 4.1 

1 vol%CNT/Al2O3 [93] SPS 1500 10 min 689 5.9 

12vol%CNT/Al2O3[146] SPS 1500 1 hrs 314 5.55 

10vol%CNT/Al2O3[147] SPS 1150 3 mins —– 6.4 

2wt%GPL/Al2O3 [105] SPS 1300 3 mins —– 5.21 

0.8vol%GPL/Al2O3[139] SPS 1350 5 mins —– 3.8 

0.01wt%CNT/ZTA [95] Pressureless 

sintering 

1520 1 hrs —– 4.68 

0.1wt%CNT/ZTA [148] SPS 1520 5 mins —– 5.5 

 



References                                                                                                                                                  .                    

58 

 

2.6 Composite coatings for corrosion protection 

 

Metallic materials such as steels possess excellent strength and ductility and are widely used 

in many industrial applications. However, they suffer poor corrosion resistance due to their 

thermodynamic instability when exposed to the environment. To solve this problem applying 

a coating on the surface of metals has become very popular since potentially it is a cost-

effective way to realize mass production. 

 

2.6.1 Electroplating deposition 

 

Electroplating is a chemical process that employs electrical current to reduce dissolved metal 

cations so that a coating can be formed on certain electrodes. A schematic illustration of the 

electroplating process is shown in Figure 2.46. Electroplating has many advantages such as 

 

Figure 2.46. A schematic illustration of the electroplating deposition. 
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simple operation, low cost and high production rates. Using this method various composite 

coatings have been prepared onto the surface of the metals for improving corrosion and wear 

resistances.  

 

Baghery et al. fabricated TiO2/Ni nanocomposite coatings and investigated the effects of 

TiO2 particles on the corrosion and wear properties of the coatings [149]. It was found that 

the addition of TiO2 particles significantly improved the wear and corrosion resistant 

properties of the composite coatings and a higher content of TiO2 particles resulted in better 

wear property. Benea et al. compared the corrosion and wear properties of pure Ni and 

SiC/Ni composite coatings[150]. The results showed that better wear and corrosion 

resistances were achieved by introducing SiC particles into the Ni matrix. Pompei et al. 

electrodeposited BN/Ni composites from a sulphamate bath containing dispersed nitride 

particles and reported higher hardness and improved wear resistance than the pure Ni coating 

[151]. Allaharam et al. employed a pulse and direct current electroplating method to prepare 

the Al2O3 nano particle reinforced Cu composite coatings [152]. It was shown that the 

mechanical properties of the composite coatings were much more superior to those of bare 

Cu coatings and the high content of nano Al2O3 caused the enhanced properties of the 

coatings. Zhu et al. fabricated the TiN/Ni composite films using the electroplating method 

and reported that smaller grain size and improved corrosion resistance of the Ni coatings 

were obtained by incorporating TiN particles [153]. Lekka et al. co-electrodeposited SiC 

nano particles in the Ni matrix and achieved a higher hardness and a better abrasion 

resistance. [154]. 
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2.6.2  Electropheric deposition (EPD) 

EPD has been widely used to produce various coatings on metallic substrates [155-157]. It 

bears the advantages of a short processing time, simple apparatus required and little 

restriction on the shape of the substrate [158]. A schematic illustration of the deposition 

process is shown in Figure 2.47. The main feature of this process is that colloidal particles are  

 

first charged and dispersed in the liquid medium. Deposition commences when colloidal 

particles migrate under an electric field. EPD differs from electroplating in that particles of 

any composition rather than just ions can be deposited. Various composite coatings 

containing non-conductive particles have been prepared using this method. Corni et al. 

fabricated Al2O3/Polyether ether ketone composite coatings on the stainless steel and 

investigated the effects of Al2O3 content on the mechanical and corrosion properties [158]. It 

was found that a small amount of Al2O3 particles was enough to improve the mechanical 

properties and the composites’ coatings showed considerably improved corrosion resistance 

 

Figure 2.47. A schematic illustration of the electropheric deposition 
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compared to bare stainless steel. Wang et al. produced diamond/borosilicate glass composite 

coatings using EPD and reported that a glass layer on diamond could protect it from 

oxidization and bond the diamond particles together [159]. Askaria et al. fabricated 

Al2O3/SiC/ZrO2 graded materials by EPD and found that compared to Al2O3/ZrO2 materials, 

Al2O3/SiC/ZrO2 graded materials showed improved mechanical properties [160] .                       

                                               

2.6.3  Electroless deposition 

 

Since it was developed in 1946 by Brenner and Riddell, the electroless plating technique has 

become a popular way to prepare various coatings for many applications. Electroless plating 

is an autocatalytic process where chemical compounds in the solution are oxidized so that 

metallic ions can be reduced to form the coatings [161]. A schematic illustration of 

electroless deposition process is shown in Figure 2.48. In the process, metallic cations receive  

 

 

Figure 2.48. A schematic illustration of electroless deposition with reducing agent R as the 

source of electrons 
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electrons from the surface of a metallic substrate and are reduced during deposition while the 

reductant is oxidized by delivering electrons. 

 

2.7 Potential applications of graphene based materials 

 

2.7.1 Field effect transistors 

 

Transistors are very important devices in the semiconductor industry and are the fundamental 

building blocks for various electronic devices, such as microprocessors and flash memories. 

Due to its excellent electrical and mechanical properties, graphene is considered to be a 

potential alternative for producing high performance transistors. The major limit for graphene 

is zero-gap behaviour, which does not allow graphene to be used in logic applications where 

frequent on/off switching is required. Various methods have been carried out to open the 

band gap of graphene. It was reported that by fabricating graphene in nanoribbons or 

quantum dots, the band structure of the graphene could be modified [162, 163] . Meanwhile, 

the band gap of graphene can be opened by biasing bi-layer graphene [18]. Figure 2.49 shows 

schematic illustrations of the graphene-based field effect transistors. It contains a gate, a 

graphene channel connecting source and drain electrodes and a dielectric barrier layer 

separating the gate from the channel [18]. 
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2.7.2 Graphene thin film as transparent electrodes 

 

Becerril et al. prepared reduced graphene oxide (RGO) film and examined the correlation of 

thickness of the film and the degree of reduction with the transmittance and conductivity 

[164]. Their results are shown in Figure 2.50. It can be seen that the transmittance decreases 

with the increase of the thickness of the film and the conductivity of the film decreases with 

the increase of the transmittance. It is suggested that high quality transparent and conductive 

RGO thin film can be obtained by optimizing the film thickness and reduction process. 

 

 

 

 

 

Figure 2.49. Schematic illustrations of back gated (a) and top gated (b) graphene field effect 

devices.  
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Table 2.3 shows recent developments on optical and electrical properties of graphene-based 

thin films. RGO thin film bears the merits of good transparency, conductivity and flexibility 

and it is considered to be a promising alternative as an electrode material to replace the ITO, 

which is expensive and lacks mechanical flexibility. 

 

 

 

   

Figure 2.50. Optical and electrical properties of GO and RGO films on quartz. (a) Images of a 

GO (leftmost) and four RGO films with increasing thickness. (b) Optical transmittance of the 

films in (a) with the film thickness indicated. (c) Sheet resistance of the films prepared using 

two different methods as a function of optical transmittance at 550 nm light. (d) Film 

conductivity as a function of transmittance for films shown in (c). 
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Table 2.4. Properties of graphene-based transparent electrodes. 

 

 

2.7.3 Solar cell 

 

RGO transparent electrodes can be used for producing solar cell electrodes. Various studies 

indicate GO and RGO can be employed as active materials and hole transport layers. Wang et 

al. fabricated RGO film and used it as an anode for dye-sensitized solar cells, as shown in 

Figure 2.51 [172]. The lower short-circuit current in the RGO electrode may be associated 

with the lower transmittance of the materials, series of resistance of the device and space 

charge limited conduction. 

 

Materials Reduction Fabrication 

method 

Film 

thickness 

Sheet 

resistance 

(Ω/square) 

Wave 

length 

(nm) 

Transmittance 

(%) 

References 

RGO Hydrazine 

solution/ 

annealing 

Spray 

coating 

1nm 20M 600-

1000 

 

96 [165] 

RGO Hydrazine 

vapour/ 

annealing 

Vacuum 

filtration 

3nm 0.16M 550 90 [25] 

RGO Hydrazine 

vapor 

Langmuir-

Blodgett 

1-3nm 8K 1000 83 [166] 

RGO Hydrazine 

vapour/ 

annealing 

Spin 

coating 

1µm 100-1000 400-

1800 

80 [164] 

RGO Acetylene-

assisted 

thermal 

Spin 

coating 

1.1 µm 1425 500 70 [167] 

RGO Thionyl 

chloride 

treatment 

Vacuum 

filtration 

10 µm 40K 300-

900 

64 [168] 

RGO Hydrazine 

solution/ 

annealing 

Spin 

coating 

5 µm 240 UV 

visible 

86 [169] 

RGO Hydrazine 

solution/ 

annealing 

Spin 

coating 

5-8 µm 0.4-19K 1000 60-80 [170] 

RGO Vacuum 

annealing 

Spin 

coating 

7 µm 0.8K 550 82 [171] 
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Poly(3,4-ethylene dioxythiophene):poly(styrene sulfonate) (PEDOT: PSS) is the most 

common hole transport layer in polymer solar cells. However, this combination causes the 

corrosion of ITO at high temperatures, leading to degradation of the device’s performance. In 

order to overcome this disadvantage, ITO/GO/ poly(3-hexylthiophene) (P3HT): phenyl-C61-

butyric acid methyl ester (PCBM)/aluminum (Al) configuration (Figure 2.52a)  was designed 

to increase the efficiency of the holes [173]. It is suggested that the GO films with a thickness 

of 2 nm can lead to better efficiency of the device than those with thicknesses higher than 4 

nm, due to their lower transmittance and the increased serial resistance brought by the film. 

Meanwhile, graphene/ P3HT was also used as the active layer in polymer photovoltaic cells 

(Figure 2.52b) to increase the device efficiency. It is reported that the addition of 10 wt% of 

graphene can significantly enhance the device performance and a maximum power 

conversion efficiency of 1.1% can be achieved. Table 2.4 summarizes the photovoltaic 

properties of the solar cells using RGO as active materials and electrodes. 

 

Figure 2.51. Schematic of the dye-sensitized solar cell (a) and variation of current density 

with the voltage (b). The four layers from bottom to top in (a) are gold, dye-sensitized 

heterojunction, compact titanium oxide, and graphene film. Black and red lines in (b) 

indicate graphene-based cell and fluorine doped tin oxide (FTO)-based cell respectively. 

http://www.sigmaaldrich.com/materials-science/material-science-products.html?TablePage=106837645
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Table 2.5. Photovoltaic properties of solar cells containing RGO. 

 

2.7.4 Electrochemical sensors and biosensors 

 

RGO is considered to have high potential to be used for electrochemical and biological 

sensors because functional groups on the edge of RGO are rather sensitive to chemical and 

biological change. The sensitivity of the gas sensors is largely dependent on the charge 

carrier transfer on the surface between GO and RGO since adsorption of gases such as NO2, 

NH3 and H2O on the surface would cause appreciable change in charge concentration [176, 

Active materials Electrode 

materials 

Deposition Thickness 

(nm) 

Power 

conversion 

efficiency 

(%) 

Reference 

P3HT:PCBM RGO/PET Spin 

coating 

16 0.78 [174] 

TiO2 film 

(RGO/TiO2 

composite 

interlayer) 

FTO Spin 

coating 

15 5.26  [22] 

P3HT:graphene/ 

PEDOT:PSS 

Al:LiF/ 

ITO 

Spin 

coating 

100 

 

1.1  [175] 

PEDOT:PSS/P3HT/ 

zinc oxide nanorods 

Au/RGO Spin 

coating 

5–13 0.31  [170] 

TiO2/dye/spiroOMe

TAD 

Au/RGO Dip 

coating 

10 0.84  [172] 

 

Figure 2.52. Schematic illustrations of the photovoltaic device structures. (a) 

ITO/GO/P3HT:PCBM/A and (b) ITO/PEDOT:PSS/P3HT:Graphene/LiF/Al. 
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177]. For example, GO exhibits no response to NO2 while the RGO is very sensitive to NO2 

and usually would present p-type transitory behaviour [18]. A summary of recent reports over 

RGO-based sensors are given in Table 2.5 [18]. 

 

Table 2.6. RGO based chemical sensors and biosensors 

 

2.7.5 Graphene composite for energy storage. 

 

Graphene bears the merits of high electrical conductivity, large surface to volume ratio, good 

flexibility and chemical stability and is considered a good candidate to build composites with 

metal or metal oxide nanoparticles for energy storage applications. The introduction of 

graphene in lithium ion batteries (LIBs) can significantly enhance the properties of the 

batteries since graphene can accommodate the volume expansion or contraction of 

nanoparticles during the charge and discharge process [18]. Wang et al. synthesized the 

manganese oxide (Mn3O4)/RGO hybrid materials and used them as an anode for LIBs [26]. It 

was found that uniform distribution of nano particles on graphene significantly enhanced the 

capacity at varied current densities (Figure 2.53). Shubin Yang et al. used a co-assembly 

method to fabricate graphene encapsulated cobalt oxide (Co3O4) for anode materials of LIBs 

and they found that remarkable reversible capacity and excellent cycle performance were 

Active 

material 

Reduction 

method 

Sensor 

type 

Analyte Measurement Detection 

limits 

References 

RGO Thermal Gas NO2 I vs.t 100ppm [23] 

RGO+Pd Chemical Gas H2 R vs.t N/A [178] 

RGO Thermal Molecular HCN G vs.t ppb [176] 

RGO Chemical Gas NO2 R vs.t ppm [177] 

RGO thermal Gas NO2 I vs.t ppm [179] 
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achieved [180]. Some recent works using metal oxides/graphene composites as electrode 

materials for LIBs are summarized in Table 2.6 [18]. 

 

 

 

 

 

 

 

 

 

Figure 2.53. Electrochemical properties of a half-cell composed of Mn3O4/RGO and Li. (a) 

Charge and discharge curves of Mn3O4/RGO at a current density of 40 mA/g. (b) Charge and 

discharge curves of Mn3O4/RGO at various current densities. (c) Capacity retention of 

Mn3O4/RGO at various current densities. (d) Capacity retention of Mn3O4 at a current density 

of 40 mA/g. 
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Table 2.7. Performances of graphene based lithium ion battery materials 

Materials Energy density 

(mA h/g) 

Current density 

(mA/g) 

Cycles references 

Graphene/ Co3O4 1000-1100 74 130 [180] 

Graphene/Co3O4 935 50 30 [181] 

Graphene/Mn3O4 730-780 400 50 [26] 

Graphene/Tin 

oxide (SnO2) 

625 10 10 [30] 

Graphene/Fe3O4 1026 35 30 [31] 

Graphene/TiO2 160 - 100 [182] 

 

On the other hand, graphene can be used as electrode materials for supercapacitors due to its 

very good electrical conductivity, high specific surface area, chemical and mechanical 

stability [183]. Ruoff et al. first used the chemically reduced graphene as electrodes for 

supercapacitors [184]. They found that specific capacitances of the supercapacitor were 

135F/g in potassium hydroxide (KOH) electrolyte and 99F/g in organic electrolyte 

respectively. Meanwhile, it was suggested that agglomeration of graphene would 

considerably reduce the specific capacitance of the supercapacitors due to the Van der Waals 

attraction. To overcome this problem, nano sized metal oxides are introduced to separate the 

graphene. For example, Wu et al. prepared a MnO2/graphene based capacitor and remarkable 

energy density of 30 Kw/kg and power density of 5 kW/kg were achieved [185]. A variety of 

graphene based super capacitors and their properties are given in Table 2.7. It can be seen 

that graphene based materials show excellent specific capacitance as well as power density 

and they can be a prominent candidate for supercapacitors.  
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Table 2.8. Properties of graphene based supercapacitors 

Materials Specific 

capacitance 

(F/g) 

Energy 

density 

 

Electrolyte References 

38.3wt% 

Ruthenium oxide 

(RuO2)/graphene 

570 20.1 Wh/kg 

at 100 mA/g,  

10 kW/kg at 

4.32 h/kg 

---- [186] 

Manganese 

dioxide 

(MnO2)/graphene 

216 --- 1M Sodium sulfate [187] 

MnO2 nanowire/ 

graphene 

117 

31 

--- 

30.4 Wh/kg 

sulfuric acid 

Sodium sulfate 

[185] 

polyaniline 

(PANI)/graphene 

1046 - 6M KOH [188] 

Thermally reduced 

graphene 

75 F/g 31.9 Wh/kg N-butyl-N-

methylpyrrolidimiumbi

simide 

[189] 

Hydrazine reduced 

GO 

205 28 Wh/kg   

10 Wh/kg 

KOH [190] 

 

 

Recently, research attention has been given to polymer/graphene composite materials which 

exhibit better flexibility and superior capacitance compared to other carbon based polymer 

capacitors. Jun Yan et al. synthesized graphene nanosheet/PANI composites using in situ 

polymerization and the obtained composites have a specific capacitance of 1046 F/g at a scan 

rate of 1 mV/s [191]. Wang et al. fabricated graphene/PANI composite paper (Figure 2.54) 

for the application of a flexible electrode via in situ anodic electropolymerization [188]. It 

was found that the tensile strength of 12.6 Mpa and a large electrochemical capacitance of 

233 F/g were achieved, which enabled this electrode to outperform many current carbon 

based flexible electrodes. 
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2.8 Summary 

 

The review of the structure, mechanical and functional properties of graphene are presented 

in Section 2.2, which shows graphene’s potentiality as a reinforcement filler to increase 

certain matrix materials’ strength, thermal and electrical conductivities. 

 

Various approaches of producing graphene or GPLs are reviewed in Section 2.3. The main 

advantages, disadvantages and comments on each approach are reported. In particular, for 

mass producing large and high quality monolayer graphene, CVD is more preferable while 

for fabricating GPLs in large quantities, chemical conversion from graphite to graphene is 

more suitable. 

 

 

Figure 2.54. Images of graphene papers. 
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Toughening mechanisms in ceramics and ceramic composites are introduced in Section 2.4, 

in which particle dispersion toughening, phase transformation toughening, multilayer 

toughening and fibre toughening mechanisms are discussed. Particularly, fracture toughness 

of ceramic composites reinforced with CNTs and GPLs are presented. The techniques for 

measuring fracture toughness are discussed and it is suggested that SEVNB and SENB 

methods are better than the indentation method for examining the true value of the fracture 

toughness of composites containing CNTs and GPLs. 

 

A variety of sintering techniques and related equipment are outlined in Section 2.5. The 

advantages and disadvantages of each technique are reported. Especially SPS can 

simultaneously introduce a high pressure and a heating rate which can realize the 

condensation process of ceramic composites at a low sintering temperature and in a very 

short sintering time. 

 

Fabrication techniques of composite coatings for corrosion resistance are reviewed in Section 

2.6, in which electroplating deposition, electropheric deposition and electroless deposition are 

discussed. Their differences are presented and each deposition technique can be chosen for 

coating specific materials in light of their characteristics. 

 

Potential applications of graphene are reviewed in Section 2.7. The good flexibility and 

excellent thermal and electrical conductivities make it a very suitable candidate for 

transparent electrodes, sensors and energy storage. 
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The reported work in this chapter has a considerable influence on the direction of the research 

in this PhD thesis and the author’s future work. This chapter introduces sintering techniques 

for producing GPL/ceramic composites in Chapters 3, 4 and 5. On the other hand, the coating 

technologies presented in this chapter give useful information for fabricating GPL/Ni 

composite coatings in Chapter 6. The review of the potential applications of graphene 

introduced in this chapter would help the author pursue new research areas in the future. 
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Chapter 3: SPS and characterization 

of GPL/ZTA composites 
 

3.1 Introduction 

 

This chapter presents SPS and characterization of ZTA composites with the addition of GPLs. 

The effects of sintering temperature on the densification and mechanical properties of the 

GPL-reinforced ZTA composites are investigated. The aim of the research in this chapter is 

to find the optimum sintering temperature for producing GPL/ZTA composites with 

improved fracture toughness. To begin with, experiments of the fabrication process are 

introduced in section 3.2, in which processing parameters for preparing GPL/ZTA composites 

using SPS and characterization techniques of the composites are presented. Afterwards, 

characterization results of GPL/ZTA composites and discussion are presented in section 3.3. 

In particular, Raman spectra of the pristine GPL and GPLs in the composites are introduced 

in section 3.3.4. Mechanical properties of the GPL/ZTA composites are given in section 3.3.6 

and toughening mechanisms induced by GPLs are discussed in sections 3.3.7 and 3.3.8. 

Finally, the chapter is summarized in section 3.4. 

 

3.2 Experiments of the fabrication process 

 

Generally the experiments in the research of this chapter consist of three parts, which are 

powder mixing, sintering of the prepared powder mixtures using SPS at different 

temperatures and characterization of the sintered bulk specimens.  
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3.2.1 Powders 

 

In the research of this chapter, micro α-Al2O3 powders and GPLs were used for preparing the 

powder mixtures. The micro α-Al2O3 powders used in the research are obtained from Sigma–

Aldrich, UK.  The density and average particle size of the Al2O3 powders are 4 g cm−3
 and 10 

µm  respectively. SEM images of the micro Al2O3 powders are shown in Figure 3.1.  

 

 

GPLs were procured from Graphene Industries Ltd, Manchester, UK. SEM and AFM images 

of the GPLs are shown in Figure 3.2. For the AFM measurement, GPLs were firstly dispersed 

in ethanol and ultrasonicated for 10 min and then one droplet of the solution was placed on a 

silicon substrate. The sample was ready for the measurement when the ethanol was dried out.  

 

The obtained GPLs are produced by rapid thermal expansion and subsequent exfoliation of 

graphite using sulphuric acid as a intercalating agent [192]. The thickness and diameter of the 

resultant GPLs are about 6-8 nm and 15-25 µm respectively. The purity of the GPLs is higher 

 

Figure 3.1. SEM images of the Al2O3 powders. (b) is a magnified image of (a). 
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than 95% and it contains approximately 4% oxygen which is in functional groups (carboxyl, 

hydroxyl, etc.) at the edges of the nanoplatelets. 

 

 

 

 

 

 

Figure 3.2. SEM (a-b) and AFM (c-d) images of GPLs. (b) is the magnified part of the square 

area in (a). (d) is the three dimensional topography image of GPL. 
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3.2.2 Composite powder preparation and sintering 

 

Micro Al2O3 powder (20 g) was ball milled at 200 rpm in a planetary ball mill (PM 100, 

Retsch, UK) for 6 hours to produce a powder mixture of Al2O3 and ZrO2, during which DMF 

was used as a solvent. The milling was carried out in a cylindrical ZrO2 container using 3 

mol % yttria (Y2O3) stabilized ZrO2 balls (10 mm in diameter, density: 5.9 g cm−3
). To 

produce debris from the ZrO2 balls, a high ball-to-powder weight ratio of 16 was selected for 

the ball milling process. The milled slurry mixture was dried at 90˚C in an oven for 3 days. 

The dried powder mixture was ground manually and sieved using a 140 mesh. To form the 

GPL–ZrO2–Al2O3 powder mixture, GPLs (0.1 g) were first dispersed in DMF (100 ml) and 

sonicated for 1 hour. The same amount of Al2O3 powder (20g) was added then and the 

mixture was further sonicated for 10 minutes. This was followed by the same ball milling 

procedure used for producing the pure ZrO2–Al2O3 powder mixture. SEM images of the 

powder mixtures after the ball milling process are shown in Figure 3.3. It can be seen that 

small GPLs separated from each other among a uniform dispersion of ceramic particles 

(Figure 3.3a) and a large GPL is decorated with ceramic particles (Figures 3.3b and c). 

Meanwhile, no serious agglomeration of GPLs is noticed, which suggests reasonably good 

dispersion of GPLs is achieved 
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. 

 

Bulk composites were sintered in a SPS furnace (Figure 3.4). The powder mixture of GPL–

ZrO2–Al2O3 was poured into a graphite die of 20 mm in diameter for producing ZTA 

 
  

Figure 3.4. SPS facility by FCT Systeme, Germany. (a) SPS facility at Queen Mary, 

University of London, UK and (b) SPS at 1550˚C. 
 

 

Figure 3.3. SEM images of powder mixtures. (a) SEM images of small GPLs. (b) low and (c) 

higher resolution SEM images of a large GPL.  
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composites reinforced with GPLs. A sheet of graphitic paper was placed between the punch 

and the powder and between the die and the powder for easy removal of the sintered sample. 

The sintering process was conducted under a vacuum of 5 Pa. Sintering profiles are shown in 

Figure 3.5. A uniaxial pressure of 50MPa was applied throughout the sintering cycle. The 

process was started by raising the temperature to 400 ˚C using a preset heating program. 

Afterwards, the sintering temperature was increased to the range of 1450–1650 ˚C at a rate of 

50 ˚C/min and a 3 minute soaking time was used during the sintering. For comparison 

purposes, pure ZTA was sintered at 1550 ˚C. The temperature was measured and controlled 

using an optical pyrometer. The punch speeds and displacements were recorded during SPS 

process and used to show the shrinkage rates and displacements of the sintered samples. 

Afterwards, the samples were ground and polished to 0.5µm using SiC paper and diamond 

suspension.  

 

 

                             Figure 3.5. Sintering profiles for GPL/ZTA composites. 
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3.2.3  Material characterisations 

 

3.2.3.1 Density measurement 

 

Helium pycnometry (Micrometitics AccuPyc II 1340) was used to measure the densities of 

the powder mixtures. The obtained densities of the powder mixtures were employed to 

determine the content of ZrO2. The Archimedes’ method was used to evaluate the bulk 

densities of the sintered samples. The densities of the sintered samples are calculated using 

the following equation. 

 

  

  
 

  

     
                         (3.1) 

Where    is the actual density of the sintered sample.    is the density of distilled water.     

and    are the weight of the sintered sample measured in air and distilled water 

respectively.  

 

3.2.3.2  X-ray fluorescence (XRF) analysis 

 

The XRF spectrometer (Figure 3.6) is capable of determining the elemental composition of 

materials. Compared to other analytical techniques for element analysis, it bears an advantage 

that no hazardous chemicals are involved during the preparation of samples for the 

measurements. In this chapter, in order to determine the content of ZrO2 in ZrO2/Al2O3 and 

GPL/ZrO2/Al2O3 powder mixtures, XRF tests were carried out and the contents of oxides in 

the powder mixtures were analyzed. For XRF analysis 0.5 g powder mixtures were mixed 
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with 0.1 g wax using a mortar and pestle. Afterwards, the powder mixtures were pressed to 

form pellets with a diameter of 13 mm. A mask of 8 mm was used for the measurement in 

which a spectrometer applying an X-ray tube with up to 170 mA current at full 4 kW power 

was utilized. 

 

 

3.2.3.3 X-Ray diffraction (XRD) analysis 

 

XRD patterns of different phases within the ceramic materials were obtained by using Cu K-

α (Wavelength λ=1.54178 Ǻ) radiation with a Bruker D8 Advance Diffractometer (Figure 3.7) 

located at the Science City Advanced Materials II Laboratory in the University of 

Birmingham. XRD scans were performed within the 2θ range of 10-80˚ with step size 0.02 

and step time of 0.6 s. The phases were determined by comparing the obtained results with 

standard patterns. 

 

Figure 3.6. An image of XRF Spectrometer 
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3.2.3.4 SEM observation 

 

An environment SEM (XL30 ESEM-FEG) was used to observe the fractured surfaces of the 

sintered samples and a SEM (JOEL 7000F, 20 kV) was used to characterize the ceramic 

powders and polished surfaces of the samples. SEI imaging mode was used for all the 

specimens and before the SEM examination specimens were coated with a thin layer of 

platinum or gold. An operating voltage between 10-20kv was used. 

 

3.2.3.5 Raman  study 

 

A Raman microscope (Renishaw InVia Reflex) located at the Science City Advanced 

Materials II Laboratory in the University of Birmingham is shown in Figure 3.8 and was used 

to characterize the pristine GPL and GPLs in the sintered samples with the 532 nm laser 

 

Figure 3.7. An image of the Bruker D8 Advance Diffractometer  
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wavelength excitation. A laser power of 10 mW and a detector with 4 cm
-1

 spectral resolution 

were utilized and to avoid causing damage to the GPLs, only 10% laser energy was focused 

on the GPLs.  

 

 

3.2.3.6 Micro hardness measurement 

 

Hardness is a property of materials, showing the resistance to plastic deformation under a 

constant compression load.  For micro hardness, measurement is performed on a microscopic 

scale. Before the hardness measurement, the sintered sample was ground and polished to 0.5 

µm using SiC papers and diamond suspension. Vickers hardness tests were carried out using 

5 kg force in the Buhler Metallographic Laboratory UK and the hardness value was 

determined based on the equation 3.2. A schematic illustration of a Vickers’ indent is shown 

in Figure 3.9. Crack length was measured with the help of an optical microscope and SEM. 

The indentation fracture toughness was derived from equation (3.3) [95]. 

 

  1.8544
 

                                           (3.2) 

 

Figure 3.8. An image of the Raman Microscope 
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Where   is hardness,    is indentation load and   is the average length of indentation 

diagonals. 

 

         
 

 
 

  
                                    (3.3) 

 

Where     is the indentation fracture toughness and   is the half of the mean radial crack 

length. 

 

3.2.3.7 Fracture toughness measurement 

 

An Instron mechanical tester (Figure 3.10) in the Science City Advanced Materials II 

Laboratory at the University of Birmingham was used to determine the fracture toughness of 

 

Figure 3.9. A schematic illustration of the typical Vickers’ indent. 

http://www.instron.us/wa/products/universal_material/5560.aspx
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the ceramic composites. The SENB method was used to measure the fracture toughness of 

the sintered samples. For the measurement, specimens of 2 mm (width) ×2.5mm (thickness)

×13mm (length) were machined. Notches of 0.5mm in depth and 0.2mm in width were cut 

at the centre of the test specimens. A span length of 10 mm and crosshead speed of 0.05mm 

min
−1

 were applied in the toughness tests. Three bars were tested for each material.  

 

The configuration shown in Figure 3.11 was used for all specimens. The fracture toughness 

of the specimens was determined from the failure load and the geometry of the test piece 

using equations 3.4-3.6 [193]. 

 

                                                                                        (3.4) 

   
   

                                                                                           (3.5) 

Y=1.93-3.07
 

 
+14.53 

 

 
 
 

-25.07 
 

 
 
 

+25.8 
 

 
 
 

                          (3.6) 

 

Figure 3.10. An image of the Instron mechanical tester 

http://www.instron.us/wa/products/universal_material/5560.aspx
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in which    is the fracture strength,   is the depth of the notch, Y is the shape factor,   is the 

critical load and  ,   and   are the span, width and depth of the specimen, respectively. 

 

3.3 Results and discussion 

 

3.3.1 Selection of dispersants 

 

The selection of proper solvents for dispersing GPLs is very important since the mechanical 

properties of the sintered ceramic composites are largely dependent on the dispersion of the 

GPLs, which determines the thickness of the GPLs and GPLs’ distribution in the ceramic 

matrix. Research has shown that Hansen solubility parameters including δd (dispersion 

cohesion parameter), δp (polarity cohesion parameter) and δh (hydrogen bonding cohesion 

parameter) can be used to evaluate the dispersibility of carbon fillers in organic solvents 

[194]. It is suggested that a higher value of δp + δh are favourable for producing 

homogeneous dispersion of GPLs, while high δd seems more useful to achieve good 

dispersion of CNTs.Figure 3.12 compares colloidal dispersion stability of GPLs in ethanol, 

  

Figure 3.11. A schematic illustration of the SENB test. 
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DMF and N-Methyl-2-pyrrolidone (NMP). It can be seen that after one week GPLs are still 

very stable in DMF and NMP, while GPLs in ethanol agglomerate and settle swiftly after 2 

hours. Such results indicate that good dispersion of GPLs can be obtained using DMF and 

NMP.   

 

 

 

 

 

 

 

 

  

 5 Min                                           2 hours 

  

    2 days                                            1 week 

Figure 3.12. Comparison of colloidal dispersion stability of GPLs in different solvents after 

1 hour ultrasonication. (A), (B) and (C) indicate dispersion of GPLs in ethanol, DMF and 

NMP. The concentration for all cases is 0.008 g/ml. 
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3.3.2 Densities of  the powder mixtures 

The densities of the powder mixtures measured using the pycnometer are shown in Figure 

3.13. The results show that the density of the ZTA powder mixture is slightly higher than that 

of the GPL/ZTA powder mixture. Since the weight ratio of GPL powder to Al2O3 (0g/20g for 

pure ZTA and 0.1g/20g for GPL/ZTA) is known, the theoretical density and composition of 

the powder mixtures can be calculated according to rule of mixture using densities of 4, 5.9, 

5.01 and 2.1 g m
-3

 for Al2O3,  ZrO2, Y2O3 and GPL. The composition of the powder mixtures 

is given in Table 3.1. 

 

 

 

 

Figure 3.13. Densities of the powder mixtures 
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To further confirm the content of the ZrO2, XRF was used to determine the composition of 

the powder mixtures. The results are shown in Table 3.2. Theoretical density and volume 

percentage of each material therefore can be calculated based on the XRF results and are 

given in Table 3.3. It can be noticed that ZrO2 contents determined by XRF are slightly 

higher than those calculated from the true densities (4.22 g m
-3

 for Pure ZTA and 4.18 g m
-3

 

for GPL/ZTA) measured by Helium pycnometry. The different densities obtained using gas 

pycnometry may be the result of considerable adsorption on the GPLs, which is suggested in 

the CNTs/glass powder mixtures and leads to inaccurate results [195]. Therefore the content 

of ZrO2 determined by XRF is used in this research. 

 

 

Table 3.3. Theoretical density and composition of the powder mixtures 

Samples Theoretical 

density 

(g m
-3

) 

 Al2O3  

(vol%) 

ZrO2  

(vol%) 

Y2O3       

(vol%) 

GPL  

  (vol%) 

Pure ZTA 4.26 85.90 13.31 0.79 0 

GPL/ZTA 4.24 85.60 12.87 0.72 0.81 
 

  Table 3.2. Content of the oxides in the powder mixtures 

Samples Al2O3 

(wt%) 

ZrO2 

(wt%) 

Y2O3 

(wt%) 

Others 

(wt%) 

Pure ZTA 80.02 18.3 0.915 0.765 

GPL/ZTA 80.34 17.8 0.864 0.996 
 

Table 3.1. Composition of the powder mixtures. 

Powder mixtures Al2O3   

(vol%) 

ZrO2   

 (vol%) 

        Y2O3  

(vol%) 

GPL   

 (vol%) 

ZTA 88.43 10.89 0.68 0 

GPL/ZTA 88.7 9.8 0.61 0.89 
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3.3.3 SPS behaviours of the GPL/ZTA composites 

 

In order to get a better understanding of the sintering process, the temperature and 

displacement profiles are plotted in Figure 3.14. Taking Figure 3.14c as an example, the 

sintering process can be divided into three stages. The first stage (I) is within the temperature 

range from 400 to approximately 1200 ˚C. Particle rearrangement and packing are expected 

to occur during this stage due to the applied pressure and the relatively low temperature. 

Meanwhile, sintering necks are usually formed and slight shrinkage of the compact would be 

observed [196]. 

 

The second stage (II) is within the temperature range between approximately 1200˚C and 

1600˚C. At this stage, the temperature is high enough for the grain boundary and volume 

diffusion processes to take place, which cause dramatic shrinkage with the formation of 

interconnected pores.  

 

The third stage (III) is within the temperature range from approximately 1600 to 1650˚C. At 

this stage, isolated pores are normally formed at grain boundaries and triple junctions. The 

pores can shrink by the flux of vacancies from pores to the compact surfaces primarily 

through grain boundary diffusion [197]. However, abnormal grain growth and pore 

coarsening would likely happen in this stage resulting in degradation of the mechanical 

properties of the ceramics.  
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It is evident that the displacement profiles under different sintering temperatures exhibit 

nearly the same first sintering stages, but differ in the second sintering stages which initiate at 

 

 

 

Figure 3.14. Temperature and displacement profiles of the sintered samples. (a), (b) and (c) 

are for samples sintered at 1450, 1550 and 1650 ˚C respectively. 

50, 1550 and 1650 ˚C respectively. 
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around 1200 ˚C. Figures 3.14a and b show the second sintering stages still progress when 

sintering temperatures (1450 and 1550˚C) are reached, while Figure 3.14c exhibits the end of 

the second sintering stage before the sintering temperature (1650˚C) is attained. It is expected 

that after the sintering temperature is reached severe shrinkage and volume diffusion would 

still occur (Figure 3.14 a), or modest shrinkage and volume diffusion will possibly take place 

(Figure 3.14 b), or displacement varies little and surface diffusion is likely to dominate the 

soaking process (Figure 3.14c). Due to a long time surface diffusion leading to dramatic grain 

growth of the ceramic grains and degrading the mechanical properties of the ceramic 

materials, the optimum sintering temperature for consolidating the GPL/ZTA ceramic 

composite is believed to be lower than 1650 ˚C. To provide further insight into the sintering 

behaviour, the variation of the shrinkage rate with the temperature is plotted in Figure 3.15. It 

can be observed that maximum shrinkage rate is obtained for GPL/ZTA ceramic composite 

sintered at 1550˚C, implying that at this temperature the highest density of the GPL/ZTA 

ceramic composite can be reached. 
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Figure 3.15. Variation of shrinkage rate with heating temperature. (a), (b) and (c) are for 

samples sintered at 1450, 1550 and 1650 ˚C respectively. 
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3.3.4 XRD patterns of the sintered samples 

 

The phase composition of the ceramic composites was determined by XRD and the results 

are shown in Figure 3.16. It can be seen that all of the patterns consist of Al2O3 and ZrO2. In 

addition, relative intensities of Al2O3 and ZrO2 peaks are nearly the same in all of the XRD 

patterns, which indirectly demonstrates all the samples contain approximately the same 

amount of ZrO2. 

 

     Figure 3.16. XRD patterns of ZTA and GPL/ZTA ceramic composites. 

http://www.iciba.com/approximately
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3.3.4 Raman spectra of GPLs in the sintered GPL/ZTA composites. 

 

Figure 3.17 compares the Raman spectra of the pristine GPL and the GPLs in the sintered 

ceramic composites. It is evident that the GPLs in the sintered GPL/ZTA ceramic composites  

exhibit much higher intensities of G peaks than the pristine GPL and the intensities of the 2D 

peaks are much lower than those of the G peaks in the sintered ceramic composites. 

 

 

 

Figure 3.17. Raman spectra of the pristine GPL and the GPLs in the composites 
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To provide further analysis Raman parameters are summarized in Table 3.4. The ratio of 

intensities of D to G peaks (ID/IG) is usually used to quantify the density of defects in 

graphitic carbon materials [111]. It can be observed that the defect density of the pristine 

GPL is same as that of the GPLs in ceramic composites sintered at 1450 and 1550 °C while 

significantly higher defect density is obtained for samples sintered at 1650 °C. This indicates 

that higher sintering temperature can introduce more defect density, probably by enhancing 

the interaction of GPLs with the ZTA ceramic matrix. Previous studies suggest that the ratio 

between intensities of the 2D and G peaks (I2D/IG) can be used to evaluate the graphene 

structure and usually I2D/IG decreases with the increasing number of graphene layers [113]. 

 

 

 It is noted that I2D/IG of GPL in sintered ceramic composites is lower than that of the pristine 

GPL suggesting graphene layers in GPL increase during the ball milling process. In addition, 

I2D/IG for the GPL-reinforced composites increases with the increasing sintering temperature, 

which indicates thinning of the GPL occurs at high sintering temperatures and higher 

temperatures tend to enable the formation of thinner GPLs. This is supported by the 

decreasing full width at half maximum (FWHM) of 2D bands for the GPLs in the ceramic 

composites with the increasing sintering temperature. Meanwhile, it is also noticed that the 

position of the G band of GPLs in the composites shifts to a lower wave number in 

Table 3.4. Raman parameters of the pristine GPL and the GPLs in the composites. 

Materials Sintering 

Temperature 

(˚C) 

ID/IG FWHM 

(G) 

ν (G) FWHM 

(2D) 

ν (2D) I2D/IG 

Pristine GPL ---- 0.07 12 1581 64 2719 0.94 

GPL in 

GPL/ZTA 

1450 0.07 17 1580 75 2720 0.57 

GPL in 

GPL/ZTA 

1550 0.07 16 1580 68 2720 0.61 

GPL in 

GPL/ZTA 

1650 0.15 16 1580 65 2722 0.63 
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comparison with that of the pristine GPL and the position of the 2D bands shifts to a higher 

wave number. The shifting of the G and 2D bands can be attributed to the thermal stress 

incurred due to the different contraction of the GPL and the ZTA ceramic matrix. 

 

3.3.5 Microstructures of the ‘as-prepared’ samples 

 

Figure 3.18 shows the SEM images of the fracture surfaces of the samples with and without 

GPLs. Usually a pure Al2O3 sample indicates an intergranular fracture mode. However, as 

can be seen from Figure 3.18a, ZTA composite presents a mixture of intergranular and 

transgranular fracture modes and ZrO2 particles are either embedded within the Al2O3 or 

distributed at the boundary between Al2O3 particles. The change in fracture mode is a clear 

indication of enhanced grain boundary induced by the introduction of ZrO2 particles. In 

comparison with the ZTA samples, GPL-reinforced ZTA composites present a decreasing 

fraction of the transgranular mode. Such a fracture mode suggests the bonding strength 

between GPLs and the matrix is less strong than that between ZrO2 and Al2O3, and less than 

the strength of the Al2O3 grains.  

  

Figure 3.19 shows the SEM images of the thermally etched samples sintered at 1550˚C. It can 

be observed that pure ZTA exhibits many elongated grains while GPL/ZTA composite  

presents more spherical grains. This indicates that the introduction of GPLs helps hinder the 

growth of elongated grains and causes the formation of a more homogenous microstructure.  
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Figure 3.20 shows the SEM images of the fracture surfaces of the sample sintered at 1650˚C. 

From the highly magnified images, it can be seen that many GPLs are well distributed in the 

ceramic matrix, indicating a result of good dispersion of GPLs. 

 

 

  

Figure 3.19. SEM images of the thermally etched surfaces. (a) pure ZTA (b) GPL/ZTA 

composites. 

  

Figure 3.18. SEM images of fracture surfaces of the samples sintered at 1550˚C (a) is the 

sample without GPLs and (b) is with GPLs. 
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3.3.6 Mechanical properties of the sintered samples   

 

Relative densities of the sintered samples are shown in Figure 3.21. It can be seen that all of 

the samples nearly achieve full density during the sintering process. Meanwhile, it is noted 

that at the same sintering temperature, composites with GPLs have relatively lower densities 

than pure ZTA, which implies that the introduction of GPLs hinders the densification process. 

     

Figure 3.20. SEM images of fracture surfaces for GPL-reinforced ZTA composite sintered at     

1650˚C, (b), (c) and (d) are the magnified parts of square, hexagonal and circular areas in (a). 

The white arrows point at GPLs. 
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Figure 3.22 shows hardness of the sintered samples. It can be observed that the hardness of 

GPL/ZTA samples increases when the sintering temperature is increased to 1550 ˚C and 

decreases with the temperature further increased to 1650˚C. As expected, a pure ZTA sample 

sintered at 1550˚C has greater hardness than the GPL/ZTA sample because of its higher 

relative density. The fracture toughness of GPL/ZTA ceramic composites and pure ZTA is 

plotted in Figure 3.23. It can be seen that the introduction of GPLs considerably improves the 

fracture toughness of the ZTA ceramic matrix. Similar to hardness, fracture toughness 

increases with the temperature but decreases with the further increase of the temperature. The 

maximum fracture toughness of 9.05MPam
1/2

 is achieved for the samples sintered at 1550˚C 

and approximately 40% increase in fracture toughness has been obtained. Such an increase is 

comparable to CNT-reinforced ceramics [198, 105, 199, 93, 200]. As can be seen from Table 

3.3, the contents of ZrO2 and Y2O3 vary little in ZTA and GPL/ZTA ceramic composites, 

            
 

   Figure 3.21. Relative densities of the sintered ZTA and GPL/ZTA composites 
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therefore it is believed that the improvement of fracture toughness can be attributed to the 

addition of GPLs.   

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

                 

  Figure 3.23. Fracture toughness of the sintered ZTA and GPL/ZTA composites. 

 

 

  

Figure 3.22. Hardness of the sintered ZTA and GPL/ZTA composites. 
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3.3.7 Toughening mechanisms in the GPL/ZTA ceramic composites 

 

Toughening mechanisms such as pull-out, crack bridging and crack deflection are observed 

in the GPL/ZTA composites. As can be seen from Figure 3.24, a very thin layer of graphene 

sheet seems strongly anchored within the ceramic matrix (Figure 3.24a and b) and a large 

interface area between the GPL and ceramic matrix is created during the consolidation 

process (Figure 3.24c).  

 

 

It is suggested that interfacial friction generated at the interface would make it difficult for 

the pull-out process to proceed, which would significantly improve the fracture toughness of 

the ceramic matrix. In addition, the more contact area formed between GPLs and ceramic 

matrix, the more difficult it would be to pull out graphene sheets. Meanwhile, it is observed 

 

Figure 3.24. SEM images of fracture surfaces of GPL/ ZTA composite sintered at 1650˚C. 
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that ceramic matrix grains are bridged by a number of graphene sheets (Figure 3.24d), which 

serve a function to prevent the development of cracks. 

 

On the other hand, a crack deflection toughening mechanism is noticed and shown in Figure 

3.25. It can be seen that a crack is stopped when meeting with a large GPL and deflects in-

plane (Figure 3.25a). It is expected that a tortuous crack path is likely to be created and would 

help release the stress because of the crack deflection. Another example of crack deflection is 

shown in Figure 3.25c, in which a few layers of graphene drape over the fracture surface, 

indicating that GPLs direct the fracture along its surface.   

 

 

Figure 3.25. SEM images of fracture surfaces of GPL/ZTA composite sintered at 1450˚C (a-

b) and 1650˚C (c-d). (b) is the magnified GPL in (a). (d) shows the magnified GPL in (c). 

The solid and dashed lines in (a) indicate the crack paths with or without GPL. White 

arrows point at GPLs. 
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3.3.8 Indentation fracture toughness of the pure ZTA and GPL/ZTA composites  

 

Indentation fracture toughness of the pure ZTA and GPL/ZTA sintered at 1550 ˚C was 

compared and shown in Figure 3.26. It can be observed that the indentation fracture 

toughness of the ceramic matrix is significantly improved by adding the GPLs and nearly a 

30% increase in fracture toughness is achieved for GPL/ZTA ceramic composites. To reveal 

the indentation toughening mechanisms, cracks stemming from the indents are characterized 

using SEM. As shown in Figure 3.27, pull-out, crack bridging and crack deflection 

toughening mechanisms are observed and are believed to seriously prevent the progress of 

the cracks. It should be noted that the indentation fracture toughens is much smaller than that 

obtained using the SENB method. Based on the fracture toughness shown in Table 2.3, it is 

expected that in this chapter the KIC of ZTA composites determined by the SENB is likely to   

   

 

Figure 3.26. Indentation fracture toughness of the pure ZTA and GPL/ZTA ceramic 

composites. 
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be overestimated. This might be associated with the sizes of the test specimens and notches as 

it is reported that a small specimen and a wide notch tend to result in a high fracture 

toughness [193, 201]. 

 

 

 

Figure 3.27. SEM images of a micro hardness indent (a) and radial cracks (b-f). (c) is 

magnified part of the square area in (b). 
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In Walker’s research [19], GPL-reinforced Si3N4 composites produced a 135% increase in 

toughness over the monolith. Such a high increase in toughness is attributed to a variety of 

toughening mechanisms, including crack deflection in three dimensions. In this work, the 

three-dimensional toughness mechanism has not been observed. The difference in the 

observed results may be explained as follows: in a fibre-reinforced ceramic, the high strength 

of the reinforcing fibres is critical because once a matrix crack is initiated and extended, load 

is transferred from the matrix to the fibres in the wake of the crack. If the interface is weak 

enough for the matrix crack to be deflected along the interface, the fibre remains intact and 

the composite can be tough. If the interface is too strong, the matrix crack penetrates through 

the fibre and the composite is brittle like a monolithic ceramic[202].    

 

Similar to a fibre-reinforced composite, there can be three ways a crack propagates in a GPL-

reinforced ceramic composite, i.e. singly deflected crack, doubly deflected crack  

and penetrating crack across the reinforcing platelets, as shown in Figure 3.28. However, the 

crack propagating behaviour can be different with the introduction of GPLs. Due to the high 

strength and large specific surface area of GPLs, when the bonding between GPLs and the 

matrix is strong, the crack may cross it to form a three dimensional path instead of 

penetrating the GPLs (Figure 3.28d), as indicated by the red line in Figure 3.28f. It is 

expected that composite ceramics of a nano grain matrix can be tougher than those of a micro 

grain matrix at the same density, as they provide more contact areas with the GPL. Therefore, 

three dimensional cracks are more likely to be observed in the composite ceramics of nano 

grains whereas deflection in-plane is prone to take place in ceramics of micro grains.  

 

In the research of this chapter, it is found that fracture propagation is resisted by bridging, 

pull-out and two dimensional deflection of GPLs. Considering the increased contact area and 
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large GPLs which provide a lengthy deflection path, the contribution to toughness brought by 

GPLs can be much greater than that by nano fibres. 

 

 

3.4 Summary 

 

In this chapter, research on preparation and characterisation of GPL/ZTA ceramic composites 

was carried out. The results of the research can be summarized as follows: 

 

1. DMF has shown to be a very effective dispersant to achieve a good dispersion of 

GPLs, as suggested by the wide distribution of GPLs in the ZTA matrix. 

 

2. Higher sintering temperatures tend to introduce more defect density in GPLs and 

result in the formation of thinner GPLs, probably by enhancing the interaction of GPLs with 

the ZTA matrix. 

 

 

Figure 3.28. Schematic illustrations of toughening mechanisms in GPL-reinforced ceramic 

composites with micro and nano scale ceramic matrices. 
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3. The optimum sintering temperature for consolidating GPL/ZTA composites is 1550 

˚C as the largest shrinkage rate and highest density are obtained at this temperature. 

 

4. Hardness of GPL/ZTA is lower than that of pure ZTA. The fracture toughness of the 

ZTA matrix is significantly improved by adding 0.81 vol% GPLs. The maximum fracture 

toughness of the GPL/ ZTA composites determined by a SENB method is 40% higher than 

that of the pure ZTA while indentation fracture toughness of GPL/ZTA composites is 30% 

higher than that of the pure ZTA. 

 

5. Pull-out of GPLs, crack bridging and crack deflection have been observed and 

believed as the causes of increased fracture toughness.  

 

The presented research shows GPLs as nanofillers have potential to considerably improve the 

fracture toughness of ceramic composites and lead to a variety of light and strong ceramics to 

suit engineering applications. 
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Chapter 4: SPS and characterization 

of GPL/Al2O3 and GPL-SiC/Al2O3 

composites 
 

4.1 Introduction 

 

This chapter presents SPS and characterization of Al2O3 based composites with the addition 

of nano fillers. GPL-reinforced Al2O3 composites and GPL/SiC-reinforced Al2O3 composites 

were prepared respectively and their microstructures and mechanical properties were studied. 

The aim of the research is to find the optimum content of the nano fillers for improving the 

mechanical properties of the Al2O3 matrix material. To begin with, experiments of the 

fabrication process and related characterization techniques are introduced in Section 4.2. 

Afterwards, results and discussion are presented in Section 4.3. In particular, GPL-reinforced 

Al2O3 composites prepared using SPS are introduced in Section 4.3.1, where their 

microstructures and mechanical properties are presented and the optimum content of the 

GPLs is found by comparing the mechanical properties of the GPL/Al2O3 composites with 

different additions of GPLs. Additionally, in Section 4.3.2 the Al2O3 composites reinforced 

with GPLs and SiC nanoparticles sintered using SPS are introduced. The microstructures and 

mechanical properties of the GPL-SiC/Al2O3 composites are presented. The effects of dual 

fillers on the microstructure and mechanical properties of the Al2O3 composites are discussed. 

Finally, the chapter is summarized in Section 4.4. 
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4.2 Experiments of fabrication process 

 

The experiments in the research of this chapter are similar as those described in section 3.2 in 

Chapter 3. The major difference is that the powder mixtures of GPL/Al2O3 and GPL-SiC/ 

Al2O3 are prepared by ball milling processes with a low ball-to-powder ratio and 

contamination from the grinding balls is avoided. 

 

4.2.1 Powders 

 

In the research of this chapter, α-Al2O3 nanopowders, β-SiC nanoparticles and GPLs were 

used for the preparation of GPL/Al2O3 and GPL-SiC/Al2O3 powder mixtures. α-Al2O3 

powders (99.85%, 150 nm, Inframat Advanced Materials, Farmington, CT, USA) and β-SiC 

nanoparticles (99.85%, 40nm, Shang Hai Chaoweinami, Ltd) were employed in this study. 

SEM images of the Al2O3 and SiC nanoparticles are shown in Figure 4.1. The detailed 

information of the GPLs is given in section 3.2.1 in Chapter 3. 
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4.2.2 Composite powder preparation and sintering 

 

GPL/Al2O3 and GPL-SiC/Al2O3 ceramic nanocomposites were prepared in the research of 

this chapter. The fabrication processes for the two types of ceramic composites are nearly the 

same and can be divided into two stages. The first stage is to prepare the powder mixtures. 

They were prepared by mixing the Al2O3 powders with nano fillers which are treated with 

ultrasonication in DMF. The mixing was carried out at 100 rpm in a planetary ball mill (PM 

100, Retsch, UK) for 2 hours. A grinding jar of zirconia (ZrO2) and ZrO2 balls with diameters 

of 10 mm were used during the ball milling process. In order to avoid contamination from the 

 

Figure 4.1. SEM images of Al2O3 (a-b) and SiC (c-d) powders. (b) and (d) are the magnified 

images of (c) and (d). 
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grinding balls, a small ball-to-powder weight ratio of 2 was selected for the milling process. 

Afterwards, the milled slurry mixture was dried and sieved. A brief summary of the powder 

preparation process is given in Figure 4.2. SEM images of the powder mixtures are shown in 

Figure 4.3. 

 

 

 

 

 

 

 

 

 

 

 

 

 

  

                      Figure 4.2. The flow chart of the preparation of the powder mixtures 

Adding Al2O3 

powders 

Adding SiC powders 

Ultrasonication for 30 min 

Adding Al2O3 powders 

Ultrasonication for 10 min 

 
Ball milling for 2 h 

Drying powder mixtures 

GPL/Al2O3 powders GPL-SiC/Al2O3 powders 

GPLs dispersed in DMF 

Ultrasonication (35 W, 47 kHz) for 1 h 
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The second stage is to consolidate the powder mixtures using a SPS furnace. Based on 

previous reports [203, 121], sintering temperatures of 1500-1650 ˚C and a heating rate of 50 

min/˚C were selected to achieve the densification process. For comparison purposes, pure 

Al2O3 ceramic was sintered.  

 

4.2.3 Material Characterizations 

      

Equipment and characterization techniques such as SEM, Raman spectroscopy and the 

density measurement method introduced in Chapter 3 were also employed in the research of 

this chapter. In particular, the SEM was used to examine the polished surfaces of the samples 

and grain size of each material was determined with the aid of the ImageJ software 

(UTSHCSA, USA) by taking at least 200 readings. Meanwhile, in the research a SEVNB 

method was used to measure the fracture toughness of the sintered samples and three-point 

bending tests were employed to obtain flexural strength of the sintered samples. 

 

 
 

   Figure 4.3. SEM images of the GPL/Al2O3 (a) and GPL-SiC/Al2O3 (b) powder mixtures. 
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4.2.3.1 Bending tests 

 

To obtain the flexural strength and fracture toughness of the sintered samples, three-point 

bending tests were carried out on an Instron 6025 using a load cell of 1KN. For the flexural 

strength tests the configuration shown in Figure 4.4a was used and specimens of 1.5 × 2× 25 

mm were machined according to ASTM C1161-02c. The span length and crosshead speed for  

the strength tests were 20 mm and 0.05 mm min−
1
. To avoid stress concentration, all the 

edges and corners of the specimens were chamfered using SiC grinding paper. Equation 4.1 

was used to determine the flexural strength of the specimens [1]. 

 

  
   

                                                       (4.1) 

 

Where   is the flexural strength,    is the maximum loading,    is the length of the support 

span and   and   are the width and thickness of the specimen respectively.  

 

 

The SEVNB method was used to measure the fracture toughness of the sintered samples at 

room temperature. Test specimens of 3 × 4 × 36 mm were machined for the measurement in 

 

 

Figure 4.4. Schematic illustrations of three-point bending configurations for the 

measurements of the flexural strength (a) and fracture toughness (b). 
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accordance with international standard (ISO 23146). Notches at the centre of the test 

specimens were cut by a diamond wheel and further sharpened using a razor blade with the 

aid of diamond paste up to 1 µm. The ratio between the notch depth and specimen thickness 

was approximately 0.25-0.5 for the sintered composites. As shown in Figure 4.4b, the notch 

within the specimen should be aligned with the imposed force in order to obtain valid results. 

A span length of 30 mm and crosshead speed of 0.05 mm/min were applied in the toughness 

tests. Five samples were tested for each material. The toughness was determined based on 

equation 4.2 [1]. 

 

                    
 

   
 
 

 
 
   

  

 
                                                                        (4.2) 

 

Where     is the fracture toughness,    is the fracture load,    is the width of the specimen, 

  is the depth of the specimen,   is the support span,   is the V notch depth and   is the 

stress intensity shape factor, which is described as the following relation: 

 

             
 

 
         

 

 
         

 

 
  +24109 

 

 
                    (4.3) 

 

4.2.3.2 Micro hardness measurement 

 

For the Vickers hardness test, the sintered sample was ground and polished and a load of 1kg 

was introduced onto the surface of the sample for a duration of 10 seconds with a diamond 

indenter. Vickers hardness was determined using the equation (3.2) described in Chapter 3.At 

least five measurements were carried out for each sample. 
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4.3 Results and discussion 

 

4.3.1 GPL-reinforced Al2O3 ceramic nanocomposites 

 

4.3.1.1 Sintering behaviours of the samples during SPS 

 

Temperature and displacement profiles for samples sintered at 1500 ˚C were plotted in Figure 

4.5. It can be seen that when the temperature is below 1400 ˚C, pure Al2O3 shows slightly 

higher displacement than the GPL/Al2O3 composite, which suggests that the addition of 

GPLs in Al2O3 impedes the densification process of the ceramics. As discussed in section 3.3 

in Chapter 3, the sintering profiles can be generally divided into three stages: I - particle 

rearrangement and partial sintering of the particles in which sintering necks are unusually 

formed; II - violent volume and boundary diffusion, in which formation of interconnected 

pores occurs; III - removal of the formed pores through diffusional creep. Clearly the second 

stage, where considerable shrinkage takes place, plays a dominant role during the 

densification process.  
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To get a further insight of the second stage, variation of shrinkage rate with the temperature is 

plotted in Figure 4.6. Three distinctive periods can be noticed in this stage. The first period 

shows the increasing trend of the shrinkage rate within the temperature range between 950 

and 1230 ˚C, where the shrinkage rate for the pure Al2O3 sample is higher than that for the 

GPL/Al2O3 composite. The second period exhibits a decreasing trend of the shrinkage rate 

within the temperature range of between 1230 to 1300˚C, in which shrinkage rates for both 

pure Al2O3 and GPL/Al2O3 samples are nearly the same. The third period presents a 

decreasing trend of the shrinkage rate as in the second period. However, the shrinkage rate of 

the GPL/Al2O3 composite is higher than that of the pure Al2O3 sample. It is expected that in 

the first stage, more sintering necks are formed in the pure Al2O3 sample than in the 

GPL/Al2O3 composite due to the addition of GPLs. The densification process through either 

volume or grain boundary diffusion therefore proceeds faster in the pure Al2O3 sample 

(period 1). With the progress of the sintering process, more sintering necks will be formed in 

 

Figure 4.5. Temperature and displacement profiles for the pure Al2O3 and 0.38 vol% 

GPL/Al2O3 composite. 
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the GPL/Al2O3 composite and densification process is thus expected to proceed in a faster 

way in the GPL/Al2O3 composite than in pure Al2O3 at the later sintering period. 

Consequently, the shrinkage rate of GPL/Al2O3 composite will be higher than that of the pure 

Al2O3 sample with the further sintering process (period 3). The different densification 

behaviours of the pure Al2O3 sample and the GPL/Al2O3 composite, further support the 

argument that the introduction of GPLs causes inhibition of the densification process. 

 

4.3.1.2 Microstructures of the ceramic composites 

 

Sintered ceramic samples were fractured and their microstructures were examined. Figure 4.7 

shows the SEM images of the fracture surfaces of the sintered samples. It can be seen that the 

GPLs are well distributed in the ceramic matrix. From the fracture surfaces, which present a 

mainly intergranular fracture mode, debonded GPLs pulled out from the ceramic matrix can 

be observed [1]. In addition, in comparison to the pure Al2O3 sample where large and uneven 

 

Figure 4.6. Profiles of shrinkage rates for the pure Al2O3 and 0.38vol% GPL/Al2O3 composite. 
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grains are observed, GPL/Al2O3 composites exhibit more uniform microstructures. 

Meanwhile, as shown in Figure 4.7b-e, GPLs tend to be distributed between ceramic grain 

boundaries and prevent the migration of the grain boundaries, resulting in the refinement of 

the microstructures.  

 

 

Figure 4.7. SEM images of fracture surfaces of the pure Al2O3 samples (a), 0.38 vol% 

GPL/Al2O3 composite (b), 0.76 vol% GPL/Al2O3 composite (c) and 1.33 vol% GPL/Al2O3 

composite (d). The arrows point at GPLs. (e) A high magnification SEM image showing the 

pinning effect of GPLs in the grain boundaries. 
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4.3.1.3  Mechanical properties of sintered samples 

 

Table 4.1 gives the densities of the sintered samples. It can be seen that all of the samples are 

nearly fully densified and the addition of GPLs results in a slight decrease in the relative 

density.  

 

 

The hardness of the ceramics was examined and the results are given in Figure 4.8. As 

expected, the introduction of the GPLs causes the lower degree of hardness of the ceramic 

composites. Especially the addition of 1.33vol% GPLs results in approximately 10% decrease 

in hardness for the GPL-reinforced Al2O3 composites. Such a decrease can be explained by 

the relatively lower density of the GPL/Al2O3 composites and the lower degree of hardness of 

the added GPLs.  

 

 

 

 

Table 4.1. Densities of the sintered samples. 

Materials Al2O3 0.38 vol% GPL/ 

Al2O3 

0.76 vol % GPL/ 

Al2O3 

1.33 vol% GPL/ 

Al2O3 

Sintering 

temperature 

1500˚C 1500˚C 1550˚C 1550˚C 

Sintering 

time 

3 min 3 min 3 min 3 min 

Relative 

density 

100±0.55 99.58±0.33 99.92±0.35 99.87±0.48 
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Flexural strength and fracture toughness of the ceramic composites were evaluated using a 

three-point method and are shown in Figure 4.9 and 4.10. It is noticed that flexural strength 

and fracture toughness are significantly improved with the minor addition of GPLs. Both the 

flexural strength and fracture toughness decrease with the further increase of the GPLs. The 

maximum flexural strength and fracture toughness are obtained by adding 0.38 vol% GPLs, 

reaching 523±30 MPa and 4.49±0.33 MPa m
1/2 

respectively. Compared to the pure Al2O3 

sample, approximately a 31% and a 27% increase in flexural strength and fracture toughness 

have been achieved respectively.  

 

 

 

 

 

 

Figure 4.8. Hardness of the GPL/Al2O3 composites as a function of GPLs content. 
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Figure 4.9. Flexural strength of the GPL/Al2O3 composites as a function of GPLs content. 

 

 

Figure 4.10. Fracture toughness of the GPL/Al2O3 composites as a function of GPLs 

content. 
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It should be noted that the radii of the notch is a very vital factor for obtaining a valid fracture 

toughness. It is suggested that a larger size of the notch results in higher value of the fracture 

toughness and radii of the notch below 10µm is recommended [204]. In the research, a radii 

of a notch between 10-20 µm, close to the recommended value is used. Figure 4.11 shows 

SEM images of a notch before the bending test ( Figure 4.11 a-b) and optical images of a 

notch after the bending test (Figure 4.11 c-d). 

 

 

 

 

 

Figure 4.11. SEM images and optical images of notches before (a-b) and after (c-d) the 

bending test. 
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4.3.1.4  Effects of GPLs in the GPL/Al2O3 composites 

 

As with the GPL/ZTA ceramic composites, toughening mechanisms such as pull-out and 

crack deflection are observed on the fracture surfaces of the Al2O3 ceramic composites 

reinforced with GPLs. Figure 4.12 shows a large GPL runs along the grain boundary and 

forms a large area of interface (Figure 4.12 a) and small graphene sheets are securely 

anchored within the grain boundaries of the matrix microstructure (Figure 4.12b and 4.12c) 

[1, 4]. It is expected that when the consolidation proceeds during the sintering, GPLs conform 

with the force applied by their neighbouring matrix grains and are bent and embedded 

between the grains. Such close contact between the matrix grains and GPLs enables the 

platelets to anchor at and bind with the matrix grains, which results in an increased contact 

area. Fracture toughness of the ceramics is therefore believed to be greatly improved due to 

the interfacial friction in the interface between the graphene sheet and ceramic matrix and the 

energy to pull out a graphene sheet is expected to be much greater than to pull out a nano 

fibre or CNT. In addition, it is found that GPLs deflect cracks, just as do fibres in ceramics. 

As shown in Figure 4.12 e and f, when a crack propagates and meets with a GPL, it is 

arrested and deflected in-plane. Clearly such a crack deflection mechanism would create a 

more tortuous path which is believed to help release stress and increase the fracture toughness.  

 

Usually the reinforcing efficiency of the nanoscale fillers in ceramics is mainly determined 

by the following factors: (1) the intrinsic mechanical properties of the filler material, (2) the 

efficiency of load transfer at the interface of matrix and filler, and (3) the dispersion level of 

the nanoscale fillers in the ceramic matrix. In the GPL-reinforced Al2O3 composites, GPLs 

with high Young’s modulus and a large specific area are well dispersed in the ceramic matrix. 

They are either distributed in the grain boundary (Figure 4.12 a, b and c) helping transfer the 
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load from the ceramic matrix, or embedded within the grains (Figure 4.12 d) reinforcing the 

ceramic matrix, which significantly improves the flexural strength of the composites [1]. 

 

 

  

Figure 4.12. SEM images of fracture surfaces of GPL-reinforced Al2O3 composites 

showing the toughening and reinforcing mechanisms. 
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4.3.1.5 Porosity induced by GPLs in the GPL/Al2O3 composites 

 

Although nearly fully densified samples are obtained, some elongated pores are observed, as 

shown in Figure 4.13. Similar results have been reported in CNT-reinforcing metal oxide 

composites and GPL/Si3N4 ceramic composites [28, 109, 205]. As GPLs tend to be 

distributed in the grain boundaries of the ceramic matrix, pores are likely to be formed when 

a good bonding between GPLs and the ceramic matrix are not formed, which make it difficult 

to accommodate different shrinkages in the interface between GPLs and the ceramic matrix 

during a cooling process. In addition, these pores are believed to be the origins of the 

fractures and weaken the strength of the ceramic composites, which explains the fact that 

excessive addition of GPLs leads to less strong composites. An optimum percentage of GPLs 

in the GPL–reinforced ceramic composites can result in the maximum flexural strength.  

 

Figure 4.13. SEM images of fracture surfaces of GPL-reinforced Al2O3 composites showing 

the pores and aggregates of GPLs. (b) and (d) are the magnified part of white square areas in 

(a) and (c). 
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Although the GPLs shown in Figure 4.7 are well dispersed in the ceramic matrix, overlapping 

of GPLs is observed in Figure 4.13. The single platelets used in the research are 6-8 nm thick, 

whereas the overlapped platelets are 20-110 nm thick, which indicates moderate 

agglomeration of GPLs occurs in the fabrication process. The presence of aggregates is 

believed to drastically affect the mechanical properties of composite materials, as in 

comparison with thin GPLs, thick GPLs would induce more pores in the interface between 

the GPLs and the ceramic matrix because of the degraded flexibility of the thick GPLs. These 

pores undermine the role of the crack deflection toughening mechanism for they result in a 

decreased contact area between the ceramic matrix and GPLs, as well as initiate cracks along 

which stress is released in a less effective way. Meanwhile, when GPLs act in a pull-out role, 

the pores weaken the interfacial friction in the interface between the ceramic matrix and the 

GPLs. Therefore aggregates would degrade the strengthening as well as toughening effects of 

the GPLs and cause detrimental effects to the mechanical properties of the composites[1].  

 

Obviously the dispersion level of nanostructures in a matrix is one of the key factors in 

defining the mechanical properties of the composites. It is necessary to achieve complete as 

possible dispersion of the GPLs to obtain ceramic composites with excellent mechanical 

properties[1].  

 

4.3.2 Al2O3 composites reinforced with GPLs and SiC nanoparticles. 

 

In section 4.3.1 it has been concluded that the GPL/Al2O3 composite with maximum fracture 

toughness and flexural strength was produced by adding 0.38 vol% GPLs in the Al2O3 matrix. 

However, the introduction of GPLs inevitably reduces the hardness of the ceramics. To 
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overcome this problem, a ternary system comprised of Al2O3, GPL and SiC nanoparticles 

was designed to produce hard as well as tough ceramic composites. SiC particles as nano 

fillers can serve two functions. On one hand, the hardness of SiC is higher than that of the 

Al2O3 matrix and the introduction of SiC would increase the hardness of the Al2O3 matrix 

material. On the other hand, it has been reported that the fracture toughness of the Al2O3 

matrix can be improved by adding nano particles [48]. Therefore, it is expected that the 

addition of SiC to the Al2O3 matrix may contribute the improvement in mechanical properties 

of the GPL/Al2O3 composites. 

 

4.3.2.1 Raman spectra of the GPLs in the powder mixtures and sintered samples 

 

Figure 4.14 shows Raman spectra of the pristine GPL and the GPLs in the powder mixtures 

after ball milling. The D, G and 2D bands are observed in all of the Raman spectra and show 

the typical features of thick graphene sheets [17].  
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Raman parameters were compiled into Table 4.2 to get detailed information of the structure 

of GPLs. It is evident after ball milling ID/IG values of the GPLs decrease, implying fewer 

defects remain in the GPL in the composites than in the pristine GPL. On the other hand, 

compared to the pristine GPLs, GPLs in the composites show significant higher G peaks 

 

Figure 4.14. Raman spectra of the pristine GPL and GPLs in the composites 
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which indicates more carbon atoms are detected and agglomeration of GPLs occurs to form 

thick GPLs during ball milling processes.  

 

It is also noted I2D/IG of GPLs in powder mixtures is lower than that of the pristine GPL, 

which again proves that stacking of graphene sheets takes place during the ball milling 

process. Meanwhile, powder mixtures containing SiC nanoparticles present higher I2D/IG of 

GPLs as compared to the GPL/Al2O3 powder mixture, which indicates the introduction of 

SiC impedes the agglomeration of GPLs. In addition, I2D/IG increases with the increasing 

percentage of SiC nanoparticles, suggesting a higher percentage of SiC can help the 

formation of relatively thinner GPLs. This is further supported by smaller FWHM of 2D 

bands for the composites with a higher percentage of SiC. Meanwhile, it is noticed that G and 

2D bands for the GPLs in the composites shift to a lower wavelength. This might be due to 

the different defect population of GPLs and the different number of graphene layers [111]. 

  

Figure 4.15 compares the Raman spectra of GPLs in the GPL-SiC/ Al2O3 powder mixtures  

and the sintered sample and the corresponding Raman parameters are shown in Table 4.3. It 

can be observed that the ID/IG is higher for the sintered samples and G peaks remain nearly  

Table 4.2. Raman parameters of the pristine GPL and the GPLs in powder mixtures. 

Materials ID/IG I2D/IG FWHM (G) ν (G) FWHM 

(2D) 

ν (2D) 

Pristine GPLs 0.12 1.01 15 1583 53 2719 

0.38% GPL/Al2O3 

powders 

0.11 0.42 16 1572 85 2702 

1% SiC-GPL/Al2O3 

powders 

0.08 0.59 15 1570 80 2699 

3% SiC-GPL /Al2O3 

powders 

0.05 0.63 16 1568 79 2702 

5% SiC-GPL /Al2O3 

powders 

0.07 0.71 18 1566 79 2688 
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unchanged. The increase in ID/IG after sintering can be attributed to the interfacial reaction 

between the GPLs and the ceramic matrix at a higher sintering temperature and pressure.  

 

 

Meanwhile, an appreciable sharper and higher 2D peak is noticed for GPLs after sintering, 

which suggests the formation of thinner GPLs. This is further confirmed by higher I2D/IG of 

GPLs in the sintered sample. Similar results are observed in GPL/Si3N4 and GPL/ZrB2 

ceramic composites [104, 111]. It is inferred that the interfacial reaction between GPLs and 

the ceramic matrix during the SPS process may consume layers of graphene sheets resulting 

Table 4.3. Raman parameters of the pristine GPL and the GPLs in the sintered sample. 

Materials ID/IG I2D/IG FWHM 

(G) 

ν (G) FWHM 

(2D) 

ν (2D) 

5% SiC-GPL/ Al2O3 powders 0.07 0.71 18 1566 79 2688 

5% SiC-GPL/ Al2O3 

bulk sample 

0.13 0.88 27 1581 72 2720 

 

 

 

Figure 4.15. Raman spectra of the GPLs in the GPL-SiC/Al2O3 powder mixture and the 

sintered composite. 
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in thinning of the multilayer GPLs into few-layer GPLs. Moreover, G and 2D bands of the 

GPLs in the sintered composites shift slightly to higher wave number. As mentioned in 

Chapter 3, the shifting of both bands may be attributed to the thermal residual stresses due to 

the difference between thermal expansion coefficients of GPLs and the Al2O3 ceramic matrix.  

 

4.3.2.2 Microstructures of the sintered GPL-SiC/Al2O3 composites 

 

Fracture surfaces of the sintered GPL-SiC/Al2O3 composites were examined and compared 

with those of the pure Al2O3 and GPL/Al2O3 composites. As can be seen from Figure 4.16, 

GPLs appear to be distributed homogeneously in the Al2O3 matrix in all ceramic composites.  

In addition, ceramic composites reinforced with GPLs and SiC nanoparticles exhibit more 

uniform and finer microstructures as compared to the pure Al2O3 and GPL/Al2O3 composites.  

Meanwhile, the average grain sizes of the ceramic matrices decrease with the increasing 

percentage of SiC nanoparticles. The reduction in the grain sizes can be attributed to grain 

pinning by GPLs and SiC nanoparticles. 
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Figure 4.16. SEM images of fracture surfaces of the sintered pure Al2O3 (a), GPL/Al2O3 

composite (b), 1vol% SiC-GPL/Al2O3 composite (c), 3vol% SiC-GPL/Al2O3 composite (e) 

and 5vol% SiC-GPL/Al2O3 (g) composite. (d), (f) and (h) are the magnified images of (c), 

(e) and (g) respectively. White arrows indicate the GPLs. 
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4.3.2.3 Grain sizes and mechanical properties of the sintered Al2O3  composites 

 

The pure Al2O3 and ceramic composites were polished and thermally etched at 1400 ˚C in an 

argon atmosphere in a tube furnace. Grain sizes are shown in Figure 4.17 and SEM images of  

the polished surfaces of the samples are shown in Figure 4.18. It is obvious that the 

introduction of the GPL and SiC results in a significant reduction of the grain size of the 

Al2O3 matrix. In addition, grain sizes of the Al2O3 matrix decrease with the increasing 

percentage of the SiC nanoparticles. 

 

 

Figure 4.17. Grain sizes of the pure Al2O3 and GPL-SiC/Al2O3 composites as a function of 

SiC content. 
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Densities of the GPL-SiC/Al2O3 composites sintered at 1500 ˚C are presented in Figure 4.19. 

It can be seen that the densities of the SiC-GPL/Al2O3 composites are relatively smaller than 

those of pure Al2O3 and GPL/Al2O3 composites shown in Table.4.1. This indicates that the 

introduction of the SiC nanoparticles hinder the densification process of the composites 

 

Figure 4.18. SEM images of fractured surfaces of the sintered pure Al2O3 (a), GPL/Al2O3 

composite (b), 1vol% SiC-GPL/Al2O3 composite (c), 3vol% SiC-GPL/Al2O3 composite (d) 

and 5vol% SiC-GPL/Al2O3 composite (e). 
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during the sintering. In addition, densities of the composites decrease with the increasing 

percentage of the SiC nanoparticles. The variation of the densities suggests that to achieve a 

high density for GPL-SiC/Al2O3 composites with a high percentage of SiC nanoparticles, a 

higher sintering temperature may be required. 

 

 

Hardness of the sintered GPL-SiC/Al2O3 composites is given in Figure 4.20. It is evident that 

the hardness of GPL-SiC/Al2O3 composites is higher than that of the pure Al2O3 and 

GPL/Al2O3 composites shown in Figure 4.8. It reaches the maximum at 3% SiC and 

decreases slightly at 5% SiC. Approximately a 36 % increase in hardness of Al2O3 matrix is 

achieved by introducing SiC nanoparticles. The improved hardness can be attributed to the 

addition of hard secondary SiC particles and the refined microstructures. Meanwhile, it 

should be noted that the residual porosity in the Al2O3 composites with a high percentage of 

 

Figure 4.19. Densities of the GPL-SiC/Al2O3 composites as a function of SiC content. 
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SiC has adverse effect on hardness, which may compromise the improvement brought by the 

SiC.  

 

Flexural strength and fracture toughness of the GPL-SiC/Al2O3 composites obtained using 

the bending method are shown in Figure 4.21 and Figure 4.22. It can be seen that flexural 

strength shows a considerable increase at 1 vol% SiC and decrease at 3% SiC. Further 

increase in SiC leads to an increase in flexural strength again. An approximately 43% 

increase in flexural strength was achieved by adding 0.38 vol% GPL and 1 vol% SiC. The 

variation in flexural strength can be explained by the double effects of grain size and residual 

porosity. The smaller grain size results in better flexural strength while porosity causes lower 

fracture energy due to the stress concentration around the pores.  

 

 

Figure 4.20. Hardness of the GPL-SiC/Al2O3 composites as a function of SiC content. 
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Figure 4.21. Flexural strength of the GPL-SiC/Al2O3 composites as a function of SiC content. 

    

Figure 4.22. Fracture toughness of the GPL-SiC/Al2O3 composites as a function of SiC 

content. 
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Fracture toughness shows a substantial increase with a minor addition of SiC and varies little 

with the further increase of SiC. In comparison with the pure Al2O3 samples, composites 

reinforced with dual fillers show an approximately 47.51% increase in fracture toughness. 

Similar toughening mechanisms, such as pull-out, crack deflection and bridging observed in 

GPL/Al2O3 composites are also noticed in GPL-SiC/Al2O3 composites (Figure 4.23).  

 

 

4.3.2.4 Dispersion of SiC nanoparticles and its effects in the composites 

 

Figure 4.24 shows the SEM images of polished and fracture surfaces of the sintered samples. 

It can be seen that most of the SiC particles are well dispersed while some clusters are found 

 

Figure 4.23. SEM images of fracture surfaces of the GPL-SiC/Al2O3 composites. 

 

http://www.iciba.com/substantial
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in the composites. These SiC particles are located not only in the grain boundaries (Figure 

4.24 c and d) or triple-grain junctions, but also inside the grains (Figure 4.24 a and b). 

 

 

 It is suggested that when the grain boundary reaches a particle, the total free energy of a 

segment of boundary reduces by the product of the cross-sectional area of the particle and the 

specific boundary free energy [206]. A breakaway stress will then have to be applied in order 

to release the boundary from the pinning particle. Clearly smaller particles provide less 

effective pinning force than larger ones and they are more likely to become inclusions in the 

ceramic matrix, since the decrease of the boundary energy is small and boundaries can easily 

break away from them. Conversely, larger particles tend to remain at grain boundaries 

 

Figure 4.24. SEM images of fracture surfaces (a-b) and polished surfaces (c-d) of GPL-

SiC/Al2O3 composites. White and black arrows indicate GPLs and SiC nanoparticles 

respectively. 
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because they significantly decrease the boundary energy and require larger breakaway 

stresses [207, 208].  

 

On the other hand, incorporation of SiC nanoparticles is expected to enhance the toughening 

effect of GPLs, since more contact areas are formed between the GPLs and the ceramic 

matrix during the consolidation process due to the significant grain refinement. High energy 

is therefore expected to pull a GPL out of the fine microstructures. In addition, SiC 

nanoparticles, either distributed in grain boundaries or embedded in the ceramic matrix, can 

create dislocations to release the tensile stress along the grain boundaries and generate 

compressive stress to strengthen the grain boundaries (Figure 4.25), which results in strong 

bonding between GPLs and the ceramic matrix. Such a bonding enables GPLs to effectively  

 

Figure 4.25 A schematic illustration of the strengthened grain boundaries induced by SiC 

nanopartilces. 
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transfer load from the ceramic matrix and leads to the improvement of flexural strength. As 

discussed in section 4.3.1.5, densification process plays a vital role in forming a good 

bonding between GPLs and the ceramic matrix. Lower densities of the samples imply load 

transfer from the ceramic matrix to GPLs is ineffective and the residue porosity could even 

be a source of cracks, which causes the decrease of the flexural strength. In addition, the 

residue porosity can result in the decrease of the fracture toughness by decreasing the contact 

area between GPLs and the ceramic matrix. This may explain why Al2O3 ceramic composites 

with smaller grain size show lower fracture toughness. 

 

4.4 Summary 

 

This chapter reports on a study of the preparation and characterisation of GPL/Al2O3 and 

GPL-SiC/Al2O3 ceramic composites. Pure Al2O3, GPL/Al2O3 and GPL-SiC/Al2O3 ceramic 

composites were sintered using SPS. Microstructures of the sintered samples were examined 

by SEM. Flexural strength and fracture toughness were determined by bending tests. Vickers 

hardness was obtained using a hardness tester. Raman spectra of the GPLs in the powder 

mixtures and sintered samples were obtained to show the structural integrities of the GPLs. 

Mechanical properties of the pure Al2O3, GPL/Al2O3 and GPL-SiC/Al2O3 ceramic composites 

were compared to find out the optimum content of the nano fillers. The results of the research 

can be summarized as follows: 

 

1. Pure Al2O3, GPL/Al2O3 and GPL-SiC/Al2O3 ceramic composites are nearly fully 

densified during the SPS process. The additions of GPLs and SiC nanoparticles cause a slight 

decrease in relative densities. The microstructures of the composites show that the nano 
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fillers are well distributed in the Al2O3 matrix and grain sizes of the Al2O3 matrix are 

considerably reduced by adding GPLs and SiC nanoparticles. In addition, the higher the 

percentage of the nano fillers, the more refined the matrix microstructures. 

 

2. The Raman spectra shows that moderate agglomeration of GPLs takes place during 

the ball milling process and the addition of SiC nanoparticles prevents the formation of GPL 

aggregates. Additionally, it is implied that the a higher percentage of SiC nanoparticles 

results in thinner GPLs after ball milling. 

 

3. The flexural strength and fracture toughness of Al2O3 matrix are significantly 

improved by adding GPLs. The addition of only 0.38 vol% GPLs to Al2O3 matrix results in 

30.75% and 27.20% simultaneous increases in flexural strength (523±30 MPa) and fracture 

toughness (4.49±0.33 MPa m
1/2

), respectively. However, the addition of GPLs causes a slight 

decrease in the hardness of the composites. 

 

4. The addition of GPLs and SiC nanoparticles results in a further improvement in the 

mechanical properties of the Al2O3 matrix. Approximately, a 36 % increase in hardness, a 40% 

increase in flexural strength and a 50% increase in fracture toughness have been achieved by 

adding GPLs and SiC particles into Al2O3. 

 

5.  Toughening mechanisms such as pull-out, crack deflection and crack bridging are 

observed and are responsible for the significant improvement in the fracture toughness of the 

Al2O3 matrix. 
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The research shows the introduction of GPLs and SiC nanoparticles in the ceramic matrix can 

improve the mechanical properties of the ceramic matrix and it is likely that the ceramic 

composites, with additions of dual nano fillers, can be potentially used for many engineering 

applications in the future. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



References                                                                                                                                                  .                    

146 

 

Chapter 5: Pressureless sintering and 

characterization of GPL/Al2O3 

composites 
 

5.1 Introduction 

 

This chapter presents fabrication and characterization of Al2O3 composites reinforced with 

GPLs sintered in flowing inert gases. The research in this chapter aims to fabricate the 

GPL/Al2O3 composites through pressureless sintering and to investigate the effects of GPLs 

content on the mechanical properties of the GPL-reinforced Al2O3 composites. Firstly, 

experiments of the fabrication process and characterization techniques are introduced in 

section 5.2. Then, pressureless sintering and the mechanical properties of GPL/Al2O3 

composites are presented in section 5.3. In particular, microstructures and densities of the 

GPL/Al2O3 composites sintered under various processing parameters are introduced in 

section 5.3.1, in which optimum sintering parameters are determined by comparing the 

morphologies of the GPLs and the densities of the composites. In section 5.3.2, the 

GPL/Al2O3 composites with different additions of GPLs sintered under the optimum 

processing parameters are introduced and their microstructures and mechanical properties are 

presented. Finally, this chapter is summarized in section 5.4. 

 

 

 

 

 



References                                                                                                                                                  .                    

147 

 

5.2 Experiments of fabrication 

 

The experiments in the research of this chapter are similar to those described in Chapter 3 and 

Chapter 4. The major difference is that pressureless sintering was used to consolidate the 

powder mixtures. 

 

5.2.1 Powder mixture preparation 

 

The powders of GPL and Al2O3 introduced in Chapter 4 are also employed in the research of 

this chapter. The powder mixtures’ preparation process is similar to the process described in 

section 4.2.2. The appropriate amount of GPLs was ultrasonicated for one hour using NMP as 

the dispersant and ball milled with Al2O3 powders for two hours. The milled slurry was dried 

in an oven and sieved using a 140 mesh. 

 

5.2.2 Formation of green compacts using CIP 

 

A soft mould (Figure 5.1) was filled with the dried powders and subsequently underwent CIP 

using a hydraulic press (Figure 5.2) to form green compacts (Figure 5.3). 
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Figure 5.1. An image of the soft mould. 

 

 

 

Figure 5.2. Images of the hydraulic press. (a) the hydraulic press and cylinder assembly (b) 

hydraulic cylinder. 

 A picture of hydraulic press machine. 

         

Figure 5.3. An image of the typical green compacts formed by CIP. White is the pure Al2O3 

and blue is the GPL/Al2O3 sample. 
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5.2.3 Sintering of the GPL/Al2O3 composites with different content of GPLs  

 

Green compacts were sintered under various processing parameters to determine which 

parameters were the optimum. A tube furnace (Figure 5.4) was used for the sintering 

experiments, in which nitrogen or forming gas was introduced during sintering to protect the 

GPLs within the powder compacts. The optimum processing parameters are obtained by 

comparing the morphologies of GPLs in the sintered composites and the densities of the 

sintered composites.  

 

 

Afterwards, green compacts with varied content of GPLs were sintered respectively under the 

determined optimum sintering parameters. Figure 5.5 shows an example of a sintered 

GPL/Al2O3 sample. Mechanical properties and microstructures of the sintered samples were 

characterized. 

 

 

  
 

Figure 5.4. An image of the tube furnace for sintering. 
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5.2.4 Material characterizations 

 

Equipment and characterization techniques such as SEM, Raman spectroscopy, XRD, 

hardness tester and the density measurement method used in Chapter 3 were also employed in 

the research of this chapter. The major differences are that four-point bending tests were used 

to measure the flexural strength and fracture toughness of the sintered samples and thermo 

gravimetric analysis (TGA) was carried out to examine the GPLs content within the sintered 

samples. 

. 

5.2.4.1 TGA of the GPL/Al2O3 powder mixtures 

 

The sintered samples were crushed, milled and sieved using a 140 mesh to produce powder 

mixtures for TGA. TGA was performed using NETZSCH (STA 449C) and an image of the 

instrument for TGA is shown in Figure 5.6. For each test, the powder mixture of 100 mg was 

 

Figure 5.5. An image of a sintered sample. 
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placed in an Al2O3 crucible and examined in the temperature range between 200 and 800 °C 

in air. 

 

5.2.4.2 Bending tests 

 

To obtain the flexural strength and fracture toughness of the sintered samples, four-point 

bending tests (Figure 5.7) were carried out on an Instron 6025. For the flexural strength test, 

the configuration shown in Figure 5.7b was used and specimens of 1.5 × 2× 13 mm were 

machined. The span length and crosshead speed for the strength tests were 10 mm and 0.05 

mm min−
1
. To avoid stress concentration, all the edges and corners of the specimens were 

chamfered using SiC grinding paper. Equation 5.1 was used to determine the flexural strength 

of the specimens. 

 

 
 

Figure 5.6. An image of the instrument for TGA. 
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                                                         (5.1) 

Where   is the flexural strength,   is the maximum loading,   is the length of the support 

span and   and   are width and thickness of the specimen respectively.  

 

 

The SEVNB method was used to determine the fracture toughness of the sintered samples at 

room temperature. Test specimens of 2 × 3 × 15 mm were machined for the measurement. 

Notches at the centre of the test specimens were cut by a diamond wheel and further 

sharpened using a razor blade with the aid of diamond paste up to 1 µm. The ratio between 

the notch depth and specimen thickness was approximately 0.25. Inner and outer spans of 6 

mm and 10 mm, as well as a crosshead speed of 0.05 mm/min, were applied in the toughness 

tests. The configuration shown in Figure 5.7c was used for the measurement. Three samples 

were tested for each material. The toughness was determined based on equation 5.2. 

 

Figure 5.7. An image of four-point bending configuration (a) and schematic illustrations of 

four-point bending configurations for the measurements of flexural strength (b) and fracture 

toughness (c). 
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                                                     (5.2) 

                
                        

      
                     (5.3) 

 

Where     is the fracture toughness,   is the bending force,   and   are the specimen depth 

and thickness,    and    are the outer span and inner span respectively and   is the V-notch 

depth. 

 

5.3 Results and discussion 

 

5.3.1 Microstructures and densities of the GPL/Al2O3 composites sintered under 

various processing parameters. 

 

Various sintering temperatures and flowing rates of nitrogen or forming gas were studied to 

determine the optimum processing parameters for sintering the Al2O3 composites reinforced 

with GPLs. Figures 5.8 and 5.9 show fracture surfaces of the 0.45vo% GPL/Al2O3 

composites sintered at 1200 and 1300 °C in a nitrogen atmosphere. It can be seen that GPLs 

present wire–like shape materials (Figure 5.8) at a lower flowing rate of 3L/min, implying 

GPLs were damaged during sintering process while large graphene sheets are observed and 

drape over the Al2O3 matrix grains (Figure 5.9) at a relatively higher flowing rate of 6 L/min, 

indicating GPLs are relatively better protected at a higher flowing rate of nitrogen.  
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Figure 5.9. Fracture surfaces of the GPL/Al2O3 composites processed under the following 

parameters: heating rate: 5°C/s; sintering temperature: 1300 °C; sintering time: 2.5 hours;  

sintering atmosphere: nitrogen; flowing rate of nitrogen: 6 L/min. 

 

Figure 5.8. Fracture surfaces of the sintered GPL/Al2O3 composites processed under the 

following parameters: heating rate: 3°C/s; sintering temperature: 1200 °C; sintering time: 2.5 

hours;  sintering atmosphere: nitrogen; flowing rate of nitrogen: 3L/min. 
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The damage to the GPLs can be attributed to the interaction of the residue oxygen within the 

tube and powder compacts with the GPLs during the sintering. The measured densities of the 

0.45vo% GPL/Al2O3 composites sintered at 1200 and 1300 °C are 61% or 72% respectively 

and are too low for the composites to be used as engineering materials. It is expected that 

higher sintering temperaures are required to consolidate the composites. 

 

Figures 5.10 and 5.11 show fracture and polished surfaces of the 0.45vo% GPL/Al2O3 

composites sintered at 1400 °C in flowing nitrogen and forming gas. It is evident that the 

GPLs shown in Figure 5.10a become rope-like materials, indicating damaged structures while 

Figure 5.10b clearly shows GPL aggregates successfully survive the sintering process. In 

Figure 5.11, a very thin layer of graphene sheet running along the grain boundaries of the 

ceramic matrix is observed (Figure 5.11b), which is indicative of good protection of GPLs in 

the forming gas. This argument is further supported by GPLs noticed in the polished surface 

of the sintered samples (Figure 5.11d and f).  

 

Figure 5.10. Fracture surfaces of the GPL/Al2O3 composites processed under the following 

parameters: heating rate: 5°C/s; sintering temperature: 1400 °C; sintering time: 3 hours;  

sintering atmosphere: nitrogen; flowing rate of nitrogen: 6 L/min. 
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Forming gas is a mixture of 95vol% nitrogen and 5vol% hydrogen. It is believed that GPLs 

are better protected in forming gas than in nitrogen gas, for the hydrogen in forming gas tends 

to react with the residue oxygen in the furnace. Densities of the GPL/Al2O3 composites 

     

Figure 5.11. Fracture and polished surfaces of the GPL/Al2O3 composites processed under 

the following parameters: heating rate: 5°C/s; sintering temperature: 1400 °C; sintering time: 

3 hours; sintering atmosphere: forming gas; flowing rate of forming gas: 6 L/min. 
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sintered at 1400 °C in nitrogen and forming gases are 78% and 83% respectively, which is 

still far from the desired value for dense microstructures. 

 

Higher sintering temperatures of 1650 and 1770 °C and higher flowing rate of inert gases 

were then used to sinter the 0.45vol% GPL/Al2O3 composites. Their fracture surfaces are 

shown in Figures 5.12 and 5.13. It can be seen from Figure 5.12a and Figure 5.13a GPLs are 

well distributed in the Al2O3 matrix and indicate a good dispersion of GPLs during the ball 

milling process. In addition, Figure 5.12d and Figures 5.13 b and c reveal that thin GPLs 

survive the sintering process and are anchored within the Al2O3 matrix.  

 

Figure 5.12. Fracture surfaces of the GPL/Al2O3 composites processed under the 

following parameters: heating rate: 5°C/s; sintering temperature: 1650 °C; sintering time: 

3 hours;  sintering atmosphere: forming gas; flowing rate of forming gas: 8 L/min. White 

arrows indicate GPLs. 
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The measured relative densities for the GPL/Al2O3 composites sintered at 1650 and 1770 °C 

are 99 % and 99.5% respectively. The high relative densities imply that at these two sintering 

temperatures consolidation of the GPL/Al2O3 composites can be achieved. However, 

compared to the sample sintered at 1650°C, the sample sintered at 1770°C is likely to suffer 

from significant grain growth, which would degrade the mechanical properties of the ceramic 

composites.  

 

 

Figure 5.13. Fracture surfaces of the GPL/Al2O3 composites processed under the following 

parameters: heating rate: 5°C/s; sintering temperature: 1770 °C; sintering time: 2.5 hours;  

sintering atmosphere: nitrogen gas; flowing rate of nitrogen gas: 8 L/min. (b) and (c) are the 

magnified circle and square areas in (a). White arrows indicate GPLs. 
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A summary of the densities of the sintered samples under different processing parameters are 

compiled into Table 5.1. It is believed that processing parameters (heating rate: 5°C/s; 

sintering temperature: 1650 °C; sintering time: 3 hours;  sintering atmosphere: forming gas; 

flowing rate of forming gas: 8 L/min) are the optimum parameters among the others because 

relatively well protected GPLs and a dense microstructure without considerable grain growth 

can be obtained after sintering. 

 

 

5.3.2 Effects of content of GPLs on the microstructures and mechanical properties of 

GPL/Al2O3 composites. 

 

Green compacts with 0, 1.17, 1.85 and 2.75 vol% GPLs were sintered respectively under the 

optimum sintering parameters determined in section 5.3.1. Microstructures and mechanical 

properties of the sintered samples are characterized. 

 

 

 

 

Table 5.1. A summary of densities of the sintered samples under various processing 

parameters 

Materials Sintering 

temperature 

(°C) 

Sintering 

time 

(hours) 

Flowing 

Gas  

Flowing 

rate 

(L/min) 

Relative 

density 

(%) 

GPL/Al2O3 1200 2.5 N2 4 65% 

GPL/Al2O3 1300 2.5 N2 6 70 

GPL/Al2O3 1400 3 N2 6 78% 

GPL/Al2O3 1400 3 N2/H2 8 80% 

GPL/Al2O3 1650 3 N2/H2 8 99% 

GPL/Al2O3 1770 2.5 N2 8 99.5% 
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5.3.2.1 The GPLs content in the sintered GPL/Al2O3 composites. 

 

The results of TGA tests are shown in Figure 5.14. It is found that the sintered GPL/Al2O3 

composites contain 0.4, 0.69 and 0.79 wt% GPLs respectively and the corresponding volume 

percent of GPLs in the sintered composites are 0.75, 1.3 and 1.48 vol%. Approximately 

35.9%, 29.73% and 46.19% GPLs in each composite were lost during the sintering process. 

 

 

5.3.2.2 Microstructures of the sintered samples 

 

Fracture surfaces of the sintered samples are shown in Figure 5.15. It can be seen that the 

pure Al2O3 matrix exhibits an intergranular fracture mode while GPL-reinforced Al2O3 

composites present both an intergranular and intragranular fracture modes. The fracture mode 

 

   Figure 5.14. TGA for the sintered samples with different GPLs content. 
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is determined by strengths of the ceramic matrix and the boundaries between them. For the 

pure Al2O3, the strength of grain boundaries are weaker than the Al2O3 grains, which enables 

cracks easily to propogate along the grain boundaries while for GPL-reinforced Al2O3 

composites, the observed fracture mode implies the strenghed grain boundaries and moderate 

improvement in fracture tougheness [52]. Meanwhile, it is noted that GPLs are well 

distributed in the Al2O3 matrices, indicating the good dispersion of GPLs during the ball 

milling process.  

 

 

  

Figure 5.15. Fracture surfaces of the sintered samples. (a) Al2O3, (b) 0.75 vol% GPL/Al2O3, 

(c) 1.3 vol% GPL/Al2O3 and (d) 1.48 vol% GPL/Al2O3.  
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In addition, grain sizes of the Al2O3 matrices decrease with the increasing percentage of 

GPLs. The decrease in grain size is associated with the pinning effect of GPLs in the grain 

boundaries. To obtain the average grain sizes of the Al2O3 matrices, polished and thermally 

etched surfaces of the sintered samples are characterized using SEM. As shown in Figure 

5.16, significant grain decrease is observed by adding the GPLs. With the increasing 

percentage of GPLs, Al2O3 matrices exhibit a more uniform and finer microstructure.  

 

The grain sizes of the Al2O3 matrices are plotted in Figure 5.17. It can be seen that the grain 

sizes decrease from 4.31 to 2.87 µm with the increasing concentration of GPLs from 0 to 1.48 

 

Figure 5.16. SEM images of the polished and thermally etched surfaces of the sintered 

samples. (a) Al2O3, (b) 0.75 vol% GPL/Al2O3, (c) 1.3 vol% GPL/Al2O3 and (d) 1.48 vol% 

GPL/Al2O3. 
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vol%. The significant refinement in the matrix microstructures is expected to contribute to the 

increase in both hardness and flexural strength. 

 

5.3.2.3 Raman spectra of the pristine GPL and GPLs after ball milling and sintering. 

 

Raman spectra of the pristine GPL and GPLs after the ball milling process are presented in 

Figure 5.18. It is very evident that D peaks of GPLs in powder mixtures show pronounced 

lower intensities than those of the pristine GPL.  

 

 

 

   Figure 5.17. Grain sizes of Al2O3 matrices as a function of GPLs content. 
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To gain further insight into the structures of GPLs Raman parameters are compiled in Table 

5.2. It is noticed that GPLs in powder mixtures exhibit much lower ID/IG compared to the 

pristine GPLs, indicating decreased defects of the GPLs [111]. The result can be explained by 

the agglomeration of GPLs during ball milling, resulting in decreased number of edge defects. 

On the other hand, the I2D/IG of the GPLs in powder mixtures is lower than that of the pristine 

GPL which again indicates the occurrence of an agglomeration of GPLs. In addition, I2D/IG 

 

Figure 5.18. Raman spectra of the pristine GPL and GPLs in powder mixtures. 
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decreases with the increasing percentage of GPLs, implying addition of a high percentage of 

GPLs is more prone to causing formation of GPL aggregates [113]. This argument can be 

further supported by the increasing FWHM of 2D bands with an increasing percentage of 

GPLs. 

 

The Raman spectra of the pristine GPL and GPLs in the sintered samples are compared in 

Figure 5.19. It can be seen that GPLs in the sintered samples exhibit much higher spectrum 

backgrounds compared to the pristine GPL. The increased spectrum backgrounds can be 

attributed to interaction of GPLs with the Al2O3 during the sintering process. Meanwhile, it is 

evident that the after sintering GPLs show significantly higher graphitic defects (ID/IG) and 

the presence of D+G mode is observed in sintered samples. On the other hand, it is also noted 

that GPLs in the sintered samples show far weaker signitures of G and 2D bands in 

comparision with the pristine GPL, which implies that damage is induced during the sintering 

process [209]. The induced damages might be the result of hole doping caused by ambient 

oxygen molecules within the sintering tube and the interfacial reactions between the GPLs 

and ceramic matrix. 

Table 5.2. Raman parameters of the pristine GPL and the GPLs in the powder mixtures 

Materials ID/IG FWHM 

(G) 

ν (G) FWHM 

(2D) 

ν (2D) I2D/IG 

Pristine GPL 0.26 18 1582 75 2714 0.65 

1.17 vol% GPL/Al2O3 0.04 17 1577 75 2712 0.63 

1.85 vol% GPL/Al2O3 0.06 18 1576 78 2704 0.63 

2.75 vol% GPL/Al2O3 0.04 18 1571 85 2695 0.52 
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5.3.2.4 XRD patterns of the pristine GPL and the sintered samples  

 

XRD analysis of the pristine GPL, pure Al2O3 and GPL/Al2O3 composites were carried out 

and presented in Figure 5.20. It can be seen that the GPL exhibits the same XRD pattern as 

  

 

           Figure 5.19. Raman spectra of the pristine GPL and GPLs after sintering. 
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the natural graphite and there is no sign of the presence of new phases in the composites. It is 

reported that aluminum oxycarbides are likely to be formed during a high temperature 

sintering process [210]. However, no such phases are observed in XRD patterns. The reason 

for this result might be related to the low addition of GPLs which makes it hard to trace the 

reaction products. 

 

Figure 5.20. XRD pattens of the pristine GPL, pure Al2O3 and GPL/Al2O3 composites. 
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5.3.2.5 Mechanical properties of the pressureless sintered pure Al2O3 and GPL/Al2O3 

composites 

 

Figure 5.21 shows the densities of pure Al2O3 and GPL/Al2O3 composites. It can be seen that 

the pure Al2O3 has nearly been fully densified while the GPL-Al2O3 composites present 

relatively lower densities, which decrease from 98.2 to 95.6% with the increasing 

concentration of GPLs from 0.75 to 1.48 vol%. The result suggests that the addition of GPLs 

hinders the densifcation process of GPL/Al2O3 composites during pressureless sintering and a 

higher sintering temperature or longer sintering time, may be requried to obtain fully dense 

samples. 

 

 

Figure 5.21. Densities of the GPL/Al2O3 samples as a function of GPLs content 
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Hardness of pure Al2O3 and GPL/Al2O3 composites are compared and plotted in Figure 5.22. 

It is noticed that the hardness decreases with an increasing percentage of GPLs. Usually 

density and grain size play the major roles in the degree of hardness. Higher density and 

smaller grain size would result in greater hardness. Although the decreased grain size brought 

by GPLs would contribute to the increase of hardness, the addition of GPLs causes the lower 

density of the composites and the decrease of hardness. This explains why GPL/Al2O3 

composites with finer microstructure exhibit a lower degree of hardness.  

 

Figure 5.23 presents flexural strength of the pure Al2O3 and GPL/Al2O3 composites. It can be 

observed that the flexural strength of the Al2O3 has been significantly improved by adding 

GPLs and it increases considerably with a minor addition of GPLs and decreases with the 

                  

 Figure 5.22. Hardness of the GPL/Al2O3 samples as a function of GPLs content. 
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further increase of GPLs. A maximum increase of approximately 60% in flexural strength 

was achieved by introducing 0.75 vol% GPLs. Similar to hardness, flexural strength is mainly 

affected by the grain size and residual porosity. The smaller grain size with reduced flaw size 

would result in better flexural strength while the presence of pores would allow cracks to be 

formed easily and cause the small fracture energy due to the stress concentration around the 

pores [203].  

 

Fracture toughness of the sintered samples and the typical notch size of the specimen are 

shown in Figure 5.24 and Figure 5.25. It is noted that variation in fracture toughness exhibits 

the same trend as the flexural strength and all of the GPL/Al2O3 composites present improved 

fracture toughness in comparision with pure Al2O3. A significant increase in fracture 

toughness has been achieved by introducing 0.75vol% GPLs. A further increase of GPLs 

 

  Figure 5.23. Flexural strength of the GPL/ Al2O3 samples as a function of GPLs content. 
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leads to a decrease in fracture toughness. The obtained maxmium fracture toughness of the 

GPL/Al2O3 composites is appoximately 70% higher than that of pure Al2O3.            

 

      

      Figure 5.25. A SEM image of the typical notch tip. 

             

Figure 5.24. Fracture toughness of the GPL/Al2O3 samples as a function of GPLs content. 
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5.3.2.6 Effects of GPLs on the mechanical properties of the GPL/Al2O3 composites 

 

As mentioned in Chapter 3, the mechanical properties of the densifed GPL-reinforced Al2O3 

are mainly dependent on the dispersion of GPL in the matrix and interaction between GPLs 

and the ceramic matrix. In the research of this chapter, well dispersed GPLs in the ceramic 

matrix are achieved, as shown in Figures 5.26 a, c and e. A good dispersion of GPLs in the 

ceramic matrix would contribute to the mechanical propreties in two ways. On one hand, the 

distribution of GPLs in the grain boundaries of the ceramic matrix prevents the migration of 

grain boundaries during the long time sintering process and causes the formation of a fine 

microstructure, which benefits the flexural strength and fracture toughness by decreasing the 

defect size of the ceramic matrix and increasing the contact areas between the GPLs and the 

ceramic matrix respectively. On the other hand, due to the GPLs’ high Young’s modulus, the 

embeded GPLs in the ceramic matrix (Figures 5.26 b, d and f) can reinforce the matrix, 

leading to improved flexural strength. 

 

Meanwhile, due to the long time sintering process at the high temperature, GPLs securely 

anchored in the ceramic matrix and close interaction between GPLs and the ceramic matrix 

are observed (Figures 5.26 b and f). A good interaction between GPLs and the ceramic matrix 

would enable an efficient load transfer from the ceramic matrix to the GPLs, resulting in the 

improvement in flexural strength. Additionally, high energy is required to overcome the 

strong interfiacial friction at the interface between the ceramic matrix and the GPLs to pull 

out the GPLs, leading to the increase in fracture toughness. It should be noted that GPL 

aggregates (Figures 5.26 c) are observed and embeded in the ceramic matrix. It is believed 

that during propagation of cracks interlayer sliding in the GPL aggregates is likely to occur to 

help energy dissipation and thus contribute to the fracture toughness of the composites [211]. 
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5.4 Summary 

 

In this chapter, for the first time, pressureless sintering of GPL/Al2O3 composites is reported. 

GPL/Al2O3 composites were sintered in a coventional furnace and various characterization 

 

Figure 5.26. Fracture surfaces of GPL/Al2O3 composites 
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techniques such as XRD, SEM and Raman spectroscopy were used to analyze the sintered 

composites. The obtained results can be summarized as follows:  

 

1. The optimum processing parameters for pressureless sintering of the GPL/Al2O3 

composites are: heating rate: 5 °C/min, sintering temperature: 1650 °C, sintering time: 3 

hours, sintering atmosphere: forming gas and flowing rate: 8L/min. 

 

2. GPL/Al2O3 composites containing 0, 0.75, 1.3 and 1.48 vol% GPLs were nearly fully 

densified under the optimum processing parameters and densities of the composites decrease 

with the increasing percentage of GPLs.  

 

3. Grain sizes of Al2O3 ceramic matrix decrease from 4.31 to 2.87 µm with an increasing 

percentage of GPLs from 0 to 1.48 vol% GPLs. 

 

4. Raman studies show moderate agglomeration of GPLs occurs during the ball milling 

process and a high percentage of GPLs is more prone to causing the formation of GPL 

aggregates. Meanwhile, a significant amount of defects are generated in the GPLs after 

sintering. 

 

5. The mechanical properties of the Al2O3 matrix are significantly improved by adding 

GPLs. Hardness of the GPL/Al2O3 composites decreases with an increasing percentage of 

GPLs. Flexural strength and fracture toughness of GPL/Al2O3 composites increase with a 

minor addition of GPLs and then decrease with the further increase of GPLs. A maximum 
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increase of approximately 60% in flexural strength and 70% in fracture toughness are 

achieved by introducing 0.75vol% GPLs. The good dispersion of GPLs and the interaction 

between GPLs and the ceramic matrix are the main factors enhancing the mechanical 

properties. 
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Chapter 6: Electrodeposition and 

characterization of GPL/Ni 

composite coatings 
 

6.1  Introduction 

 

This chapter presents electrodeposition and characterization of GPL/Ni composite coatings. 

The research in this chapter aims to explore new composite coatings with the addition of 

GPLs for improved corrosion resistance. This chapter starts by introducing experiments of 

the fabrication process and characterization techniques in section 6.2. Afterwards, the 

characterization results of the pure Ni and GPL/Ni coatings are presented in section 6.3. In 

particular, Raman spectra of GPLs and XRD of the coatings are given in sections 6.3.2 and 

6.3.3 respectively. The polarization curves and impedance spectra of the coatings and 

discussion concerning corrosion resistance are presented in section 6.3.4. Finally, this chapter 

is summarized in section 6.4. 

 

6.2 Experiments of fabrication 

 

6.2.1  Starting materials 

 

GPLs are used in the fabrication of GPL/Ni composite coating. The detailed information of 

GPL can be found in section 3 in Chapter 3. The Ni electrolyte made of Ni (85-95 g/L), Ni 

chloride (8-12 g/L) and boric acid (25-35 g/L) was purchased from PMD Chemicals Ltd, UK. 
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A surfactant of sodium dodecyl sulphate (SDS) obtained from Sigma-Aldrich was added as a 

stabilizer. 

 

6.2.2 Electrodeposition 

 

A mild steel plate with dimension of 10 mm×10 mm×4 mm was mounted in a resin (Figure 

6.1) and used as a cathode. An Ni plate was used as an anode. Electrodeposition was carried 

out to prepare the Ni and GPL/Ni coatings at a current density of 0.1 A/cm
2
 using the 

corresponding Ni bath solution. The temperature of the bath solution was maintained at 45
 o
C 

and the pH of the bath solution was adjusted to 3-4. The deposition surface of the steel plate 

was ground using SiC paper and polished with diamond suspension. The pure Ni deposits 

were obtained from the Ni bath solution without GPLs. The composite coatings were 

prepared from the bath solution containing the 0.1g/L and 0.2 g/L GPLs and they are denoted 

as 1-GPL/Ni and 2-GPL/Ni respectively. Prior to the composite coating, the bath solution 

was stirred by mechanical mixer and high power ultrasonic equipment simultaneously for 1 

hour. To achieve a good dispersion of GPLs, a surfactant of SDS was added as a stabilizer. 

The concentration of SDS was 0.2 g/L and 0.4 g/L in the Ni plating bath containing 0.1g/L 

and 0.2g/L GPLs respectively. The deposition time was adjusted to produce around 50µm 

coatings thickness. After electrodeposition, samples were ultrasonicated in an acetone bath to 

remove loose GPLs from the surfaces of the coatings. 
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6.2.3 Material Characterizations 

 

Equipment and characterization techniques such as the hardness tester, SEM, Raman 

spectroscopy and XRD and used in previous chapters were also employed in the research of 

this chapter. The major difference is an electrochemical analyzer was used to investigate the 

corrosion resistances of the electrodeposited coatings. 

 

 

 

 
 

Figure 6.1. A schematic illustration of the electrodeposition process. 
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6.2.3.1 Electrochemical measurement 

 

Polarization curves and impedances of the coatings were carried out using an electrochemical 

analyzer (ACM instrument, Gill AC, UK) (Figure 6.2) in a three-electrode cell (Figure 6.3) 

with a platinum plate as the counter electrode and a saturated calomel electrode as the 

reference electrode. The electrodeposited samples were used as the working electrode. 

Polarization curves of the specimens were measured in 3.5% sodium chloride (NaCl) solution 

at room temperature by a potential scanning rate of 1.0 mV/s. As for the impedance 

measurements, samples were immersed in NaCl solution for 1 hour to stabilize the open-

circuit potential. Impedances were obtained in the frequency range of 0.01Hz-10 kHz. 

 

 

 

 

 
 

 

Figure 6.2. An image of electrochemical analyzer.  
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6.3 Results and discussion 

 

6.3.1 Surface morphologies and microstructures of the coatings 

 

Figure 6.4 shows the surface morphologies of the electrodeposited coatings. Carbon contents 

of the composite coatings prepared from plating baths containing 0.1g/L and 0.2/g/L GPLs 

are estimated to be 20.48 and 32.06 wt% respectively from the energy dispersive 

spectroscopy (EDS) mapping analysis (Figure 6.4c and e). It can be seen that pure Ni coating 

presents a flat surface and a uniform structure while there are bulges distributed on the 

surfaces of GPL/Ni composite coatings. Similar results are observed for CNT/Ni composite 

 

Figure 6.3. Schematic of three-electrode cell. 
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coatings [212]. In addition, more and larger bulges are observed on the surface of composite 

coating prepared from a bath with a higher content of GPLs.  

 

 

Figure 6.4. Surface morphologies and elemental composition of electrodeposited coatings. 

(a) pure nickel, (b) 1-GPL/Ni and (d) 2-GPL/Ni. (c) and (e) are the EDS results of the 

square areas in (b) and (d). 
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The difference between surface morphologies of the pure Ni and composite coatings can be 

related to the electrical property of the GPLs. Due to the fact that GPLs are very conductive 

fillers, cathode surfaces are inevitably increased by incorporating GPLs in the Ni matrix. 

During electrodeposition, electrons can transfer from the entrapped GPLs’ surfaces to the Ni 

matrix and as a result, the Ni ions are reduced either on the surface of the cathode or GPLs’ 

surfaces. In addition, since GPLs have a better conductivity than the Ni matrix, reduction 

rates of Ni ions on the surfaces of the GPLs would be higher than those on the surfaces of the 

Ni matrix. Therefore, Ni ions would be preferably deposited onto the GPLs and lead to the 

formation of some bulging parts on the surfaces of the final coatings. A schematic illustration 

of the deposition process of Ni and GPL/Ni is shown in Figure 6.5. This explanation for the 

deposition process is further supported by Figure 6.6, in which the GPLs observed either stick 

out from the Ni matrix (Figure 6.6 a and b) or are incorporated in the Ni matrix (Figure 6.6c), 

implying the Ni ions deposit onto the GPLs and gradually bury them into the Ni matrix. 

Another example is noticed in Figure 6.6 d and e, in which the EDS result indicates GPLs 

protruding from the Ni matrix are covered by Ni. On the other hand, uniformly distributed 

bulges can be found in Figure 6.4 and suggest good dispersion of GPLs in the Ni matrix. 

 

 

Figure 6.5. Schematic illustrations of the deposition process of Ni (a) and GPL/Ni (b) 

coatings. 
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Figure 6.6. Surface morphologies (a-d) and elemental composition (e) of the 

electrodeposited GPL/Ni composite coatings. (e) is the EDS result of the square area in (d). 
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6.3.2 Raman spectra of the GPLs in the coatings 

 

Raman spectra of the GPLs in the electrodeposited GPL/Ni coatings were recorded and 

compared to the Raman spectrum of the pristine GPL, as shown in Figure 6.7. It can be 

noticed that 2D bands of the GPLs in the GPL/Ni coatings show broader FWHM than the 2D 

band of the pristine GPL, suggesting the agglomeration of GPLs occurs during the 

electrodepositing process. In addition, the GPLs in the composite coatings with a higher 

content of GPLs show broader FWHMs of 2D bands than those with a lower content of GPLs, 

suggesting relatively thicker GPLs are formed when a bath solution with a higher content of 

GPLs is used.  

 

Figure 6.7. Raman spectra of the pristine GPL and the GPLs in the electrodeposited GPL/Ni. 
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 Raman parameters of the pristine GPL and the GPLs in the composite coatings were 

compiled in Table 6.1. It can be seen that GPLs in the composite coatings present a higher 

value of ID/IG than the pristine GPL, indicating a higher amount of defects are formed during 

the electrodeposition process. Meanwhile, it is observed that G bands and 2D bands of the 

GPLs in the composite coatings shift to a lower frequency in comparison with those of the 

pristine GPL. The formation of higher defects and the position shift of G and 2 D bands may 

be associated with the interaction between GPLs and the Ni matrix. Meanwhile, it is noted 

that I2D/IG of GPLs in composite coatings exhibits a lower value than that of the pristine GPL, 

which further proves GPL aggregates are formed during the deposition process.  

 

6.3.3 Grain sizes and texture coefficients of the electrodeposited coatings 

 

Figure 6.8 shows XRD patterns of the electrodeposited pure and GPL/Ni composite coatings. 

It can be seen that the peak widths of the Ni in the GPL/Ni composite coatings are broader 

than the peak width of the pure Ni coating. This is attributed to the decrease in the grain size 

of the Ni matrix due to the introduction of GPLs.  

Table 6.1. Raman parameters of the pristine GPL and the GPLs in the composite coatings. 

Materials ID/IG FWHM 

(G) 

ν (G) FWHM 

(2D) 

ν (2D) I2D/IG 

Pristine GPL 0.073 14 1582 37 2723 0.6 

GPL in1-GPL/Ni 0.093 19 1580 58 2716 0.55 

GPL in 2-GPL/Ni 0.104 21 1571 64 2712 0.54 
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Huis et al. reported that in determining the mean cluster sizes, the results from XRD method 

and transmission electron microscopy (TEM) observations are very consistent [213]. So the 

average grain sizes of the composite coatings are calculated by the Scherrer’s equation [214]:  

 

                                                                                                             (6.1)        

 

 

Figure 6.8. XRD patterns of pure Ni and GPL/Ni composite coatings. (a) pure Ni, (b) 1-

GPL/Ni and (c) 2-GPL/Ni. 
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Where   is the average crystallite size,   is the Scherrer constant,   is the wave length,   is 

the FWHM and   is the diffraction angle.  

 

The grain sizes of the pure Ni and GPL/Ni composite coatings are shown in Figure 6.9. It can 

be seen that the GPL/Ni composite coatings show smaller grain sizes than the pure Ni coating 

and the higher percentage of GPLs causes a smaller grain size. It is expected that during the 

electrodeposition, GPLs incorporated in the Ni matrix enhance the nucleation sites and hinder 

the grain growth for the reduced Ni ions, which results in significant grain refinement.  

 

 

The preferred orientations of the Ni grain were estimated from the XRD according to the 

methodology developed by Berube and Esperance. The texture coefficient for each plane was 

calculated by using the following equation [215, 216]: 

 

Figure 6.9. XRD patterns of the pure Ni and GPL/Ni coatings. 
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                                                                                (6.2) 

 

Where        is the intensity of the reflection for the examined sample and         is the 

intensity of the reflection from the standard oriented nickel sample. 

 

Figure 6.10 compares texture coefficients of Ni and GPL/Ni coatings. It can be observed that 

all the coatings show the preferred orientations at (200) and the introduction of GPLs results 

in a decrease of the texture coefficient at the preferred orientation and significant increases at 

orientations of (111) and (22 0).  

 

 

 

    Figure 6.10. Texture coefficients of the pure Ni and GPL/Ni coatings. 
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It is suggested that reactions (1)-(4) would happen in the electroplating bath and Ni(OH)2 is 

likely to be formed and absorbed onto the cathode surface, leading to a decrease of the 

texture coefficient at the preferred orientation (200) [217]. On the other hand, Ni
2+

 and 

Ni[B(OH)4]
+
 cations can be absorbed on GPLs which shield the Ni growth centres from the 

cations of the electrolyte and inhibit the further growth of grains [217]. Therefore, it is highly 

possible that renucleation would occur and the preferred nucleation orientations are on (1 1 1) 

and (2 2 0). However, the renucleation is more likely to take place around GPLs and not all 

grains in the composite coatings will be affected by the GPLs. This may explain why the (200) 

orientation shows the highest texture coefficient in all of the coatings and the coefficient in                                                                                                                                      

all of the coatings and the coefficient of (111) and (220) orientations are increased due to the 

introduction of GPLs. 

 

                                            Ni + H2O      Ni(H2O)                              (1) 

                                            Ni(H2O)      Ni(OH)
+
+H

+
+2e

-                           
(2) 

                                            Ni(OH)
+
 + OH

-        
Ni(OH)2                                (3) 

                                            B(OH)3+H2O            [B(OH)4]
 -
 +H

+          
(4) 

 

The Vickers hardness of Ni and GPL/Ni composite coatings was examined and shown in 

Figure 6.11. It is noticed that the GPL/Ni composite coatings show a greater degree of 

hardness than the electrodeposited Ni coating and the higher percentage of GPLs result in 

greater hardness.  
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It is reported that the strengthening effect induced by interaction between the dispersed 

particulate phase in the matrix and edge dislocations can be expressed as follows [218]: 

 

    
          

   

  
             (6.3) 

 

In which,   is modulus of the matrix materials,   is Burger’s vector,    is the volume fraction 

of the particulate phase,    is the size of the particulate phase and   is the Taylor factor with 

a value of 1.5-2.     can be described by the following equation: 

 

    
 

  
   

   
 

   
 
   

 
           (6.4) 

 

     Figure 6.11. Hardness of the pure Ni and GPL/Ni coatings. 
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As indicated by the equation (6.3), the strengthening effect of the particulate phase is 

significantly influenced by the particulate phase. In addition, the smaller the size of the 

particulate phase, the more effective the strengthening effect. In this research, GPLs are used 

as the particulate phase and are of a very small size and large specific surface. Therefore, it is 

expected that the introduction of a small percentage of GPLs would effectively strengthen the 

Ni matrix, leading to appreciable enhancement in micro hardness of the Ni matrix. On the 

other hand, grain refining effect caused by GPLs is believed to contribute the high micro 

hardness of the GPL/Ni composite coating. The introduction of GPLs results in smaller grain 

size and more grain boundaries, which obstruct the motion of dislocations and resists plastic 

flow [212]. Meanwhile, the inherent high mechanical strength of graphene sheets might be 

another  cause of the increment in micro hardness [212]. 

 

6.3.4 Corrosion resistant properties of the electrodeposited coatings 

 

The polarization curves of the mild steel, Ni and GPL/Ni composite coatings are shown in 

Figure 6.12. Table 6.2 gives the corrosion potentials (Eccor) and corrosion current densities 

(Iccor) of electrodeposited coatings obtained from the polarization curves. It can be clearly 

observed that pure Ni and GPL/Ni composite coatings present significantly higher corrosion 

potentials and lower corrosion current densities than the mild steel, indicating better 

resistance to corrosion for the electrodeposited coatings. In addition, a relatively higher 

amount of GPLs in the GPL/Ni composite coating results in higher corrosion potential and 

better corrosion resistance.                                         
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Several factors can be responsible for the enhancement of corrosion resistant properties of 

GPL/Ni composite coatings. Firstly, the GPLs are uniformly distributed in the Ni matrix 

(Figure 6.13 a) and can act as an inert physical barrier, leading to the inhabitation of the 

localized corrosion and occurrence of homogeneous corrosion across the surface of the 

composite coatings [218]. Secondly, GPLs can fill the crevices, gaps and micron holes in the 

Ni matrix (Figure 6.13b), preventing the initiation and development of defect corrosion [218]. 

Thirdly, the introduction of GPLs considerably decreases the grain size of the Ni matrix and 

 

Figure 6.12. Polarization curves of the pure Ni and GPL/Ni coatings. 

 

Table 6.2. Corrosion potentials and corrosion current densities of the electrodeposited 

coatings 

Sample Mild steel Ni 1-GPL/Ni 2-GPL/Ni 

Eccor (mv) -579.4 -266.5 -251.2 -234.6 

Iccor (µA/cm
2
) 38.9 19.1 3.02 0.398 
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increases the grain boundary density, which causes the formation of continuous and 

protective passive films such as NiO and Ni(OH)2 and better corrosion resistance [219, 220].  

 

It is believed that the better corrosion resistance of GPL/Ni coatings is largely dependent on 

the distribution of GPLs in the Ni matrix. A homogeneous dispersion of GPLs during the 

electrodeposition process would certainly help contribute to good corrosion resistance. It is 

noted that GPL aggregates (Figure 6.13 c and d) are found on the GPL/Ni composite coatings 

when electroplating baths with a high concentration of GPLs are used. These aggregates 

imply that a better dispersion process is required to further improve corrosion resistance of 

the composite coatings.  

 

Figure 6.13. Surface morphologies of the GPL/Ni coatings. (b) is the magnified part of the 

square area in (a). White arrows indicate GPLs. 
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Electrochemical impedance tests were carried out to evaluate the corrosion resistant 

properties of the coatings. Figure 6.14 shows the Nyquist plots of the mild steel, pure Ni and 

the GPL/Ni coatings. It can be seen that pure Ni and GPL/Ni composite coatings exhibit 

considerable higher impedance compared to mild steel and the impedance of pure Ni is 

increased by introducing GPLs. Meanwhile, the acquired impedance spectra of the Ni and 

GPL/Ni composite coatings exhibit depressed semicircles. The diameter of the semicircle 

decides the corrosion resistance of the coatings and larger diameters imply higher corrosion 

resistance [221]. Clearly, the GPL/Ni composite coating deposited in the bath containing 

0.2g/L GPLs has the highest impedance and better corrosion resistance.  

 

 

 

Figure 6.14. Impedance spectra of the mild steel, pure Ni and GPL/Ni coatings in 3.5% NaCl 

solution. 
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6.4 Summary  

 

In the research of this chapter, pure Ni and GPL/Ni coatings were electrodeposited on the 

surface of the mild steel. The microstructures of the coatings were examined by SEM, XRD 

and EDS. The structures of the pristine GPL and GPLs in the coatings were characterized by 

the Raman spectroscopy. The polarization curves and corrosion resistances of the 

electrodeposited coatings were determined by electrochemical tests. The results obtained in 

the research can be summarized as follows: 

 

1. Pure Ni and GPL/Ni coatings are successfully fabricated on the surface of the mild 

steel. GPLs are uniformly distributed within the Ni matrix. The introduction of GPLs causes 

the formation of bulges on the surface of the coating. 

 

2.  The introduction of GPLs results in the significant decrease in average grain size of 

the Ni matrix and considerable increase in hardness of the coatings. In addition, the GPL/Ni 

composite coatings with a relatively higher percentage of GPLs have smaller grain size and 

greater hardness.  

 

3. Electrochemical tests have indicated that compared to a pure Ni coating, GPL/Ni 

composite coatings have higher corrosion potential and impedance, which implies 

significantly improved corrosion resistance. Additionally, better corrosion resistance can be 

obtained by introducing a relatively higher percentage of GPLs. 
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4.  The Raman spectra and the observed SEM images of the GPLs suggest 

agglomeration of GPLs occurs during electrodeposition, implying a better dispersion process 

is required to form a more homogenous distribution of GPLs in the Ni matrix.  

 

The research in this chapter shows the potentiality of GPLs as nano fillers for fabrication of 

composite coatings with good corrosion resistances and advanced composite coatings 

containing GPLs may open up opportunities for various engineering applications. 
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Chapter 7: Conclusions and future 

work  
 

7.1  Introduction 

 

This PhD thesis is aimed at exploring GPLs as nano fillers for preparation of Al2O3 matrix 

composites and Ni matrix composites with enhanced fracture toughness or corrosion resistant 

properties. The research covers fabrications and characterizations of GPL-reinforced ZTA 

composites, GPL-reinforced Al2O3 composites and GPL- SiC/Al2O3 composites prepared 

either using SPS or pressureless sintering. It also involves electrodeposition and 

characterization of the GPL/Ni coatings. 

 

7.2 Contributions 

 

The significant contributions of the research to the group of nanocomposites can be 

summarized as follows:                                                                                                                                              

 

A. GPL/ZTA composites were fabricated using SPS and superior fracture 

toughness was achieved. 
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GPL/ZTA powder mixtures were successfully prepared by ball milling Al2O3 and GPLs 

powders using a high ball-to-powder ratio and DMF as the solvent. Dense GPL/ZTA bulk 

ceramic composites with improved fracture toughness have been successfully fabricated 

using SPS. A wide dispersion of GPLs in the ZTA matrix was achieved with the aid of 

ultrasonication and the ball milling process. 

 

B. GPL/Al2O3 and GPL-SiC/Al2O3 composites were fabricated using SPS and 

enhanced flexural strength and fracture toughness were achieved. 

 

GPL/Al2O3 and GPL-SiC/Al2O3 powder mixtures were successfully prepared by ball 

milling using a low ball-to-powder ratio. Dense GPL/Al2O3 bulk ceramic composites with 

improved flexural strength and fracture toughness have been successfully fabricated using 

SPS. Improvements in hardness, flexural strength and fracture toughness of the Al2O3 

matrix were successfully achieved by introducing dual fillers of GPLs and SiC 

nanoparticles. 

 

C. GPL/Al2O3 composites were fabricated using pressureless sintering and 

improved flexural strength and fracture toughness were achieved. 

 

GPL/ Al2O3 powder compacts were successfully prepared using CIP. For the first time dense 

GPL/ Al2O3 bulk ceramic composites with improved flexural strength and fracture toughness 

were successfully sintered using a pressureless method. 
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D. Ni and GPL/Ni coatings were fabricated using an electrodeposition technique 

and improved corrosion resistance was achieved. 

 

Ni and GPL/Ni coatings have been successfully electrodeposited on mild steel. Better 

corrosion resistance was achieved for GPL/Ni composite coatings. 

  

7.3 Conclusions 

 

The following conclusions can be drawn from the research: 

 

1. The optimum sintering temperature for consolidating the GPL/ZTA bulk composites 

is 1550 ˚C. At this temperature, nearly fully densified GPL/ZTA samples with significantly 

improved fracture toughness can be obtained. The addition of only 0.81 vol% GPLs into ZTA 

ceramic matrix results in a 40% increase in fracture toughness. 

 

2. GPLs are well distributed in the ceramic matrix and result in a decrease in grain size 

of the matrix microstructures. Higher content of GPLs leads to smaller grain size of ceramic 

matrices. The addition of SiC nanoparticles together with GPLs causes further refinement of 

the ceramic matrix microstructures. The refined microstructures contribute to the hardness 

and flexural strength of the GPL-reinforced ceramic composites and enhance the toughening 

effect of GPLs. 
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3. The content of GPLs has significant effects on the mechanical properties of the GPL-

reinforced composites and there is an optimum content of GPLs where the mechanical 

properties of ceramic composites can be considerably improved. For GPL/Al2O3 composites, 

the maximum flexural strength and fracture toughness are obtained by adding 0.38 vol% 

GPLs. Compared to the pure Al2O3 sample, approximately a 31% and a 27% increase in 

flexural strength and fracture toughness have been achieved respectively. 

 

4. The addition of GPLs leads to a slight decrease in hardness of the Al2O3 matrix. Both 

hard and tough Al2O3 ceramic composites can be obtained by adding dual nano fillers of 

GPLs and SiC nanoparticles. Approximately a 36 % increase in hardness, a 40% increase in 

flexural strength and a 50% increase in fracture toughness have been achieved by adding 

GPLs and SiC nanoparticles into the Al2O3 ceramic matrix. 

 

5. The optimum processing paramters for pressureless sintering of GPL/Al2O3 

composites are: heating rate: 5°C/min, sintering temperature: 1650 °C, sintering time: 3h, 

sintering atmosphere: forming gas and flowing rate: 8L/minl.The obtained fracture toughness 

and flexural strength of the Al2O3 composites reinforced with 0.28 vol% GPLs are 

appoximately 70% and 60% higher than those of pure Al2O3.  

 

6. Raman studies show that GPL aggregates are formed during the ball milling process 

and a higher content of GPLs is likely to cause the formation of thicker GPL aggregates. 

Thinning of GPLs during the SPS process occurs because of the interaction between the 

GPLs and ceramic matrix at high temperature. The shifting of G bands and 2D bands takes 
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place after ball milling and SPS processing. Structural damage of GPLs occurs during 

pressureless sintering due to the interaction between oxygen and GPLs and the interfacial 

reactions between the GPLs and ceramic matrix. 

 

7. Toughening mechanisms such as pull-out, crack deflection and crack bridging are 

induced by GPLs and responsible for the significant improvement in fracture toughness. 

 

8. The introduction of GPLs during the electrodeposition process increases nucleation 

sites and decreases the grain size of the Ni matrix. The hardness of the Ni matrix has been 

significantly improved by introducing GPLs and the GPL/Ni composite coatings show much 

better corrosion resistance than a pure Ni coating. 

 

Based on the experimental and analysis work presented in this thesis, GPLs have been proven 

very effective nano fillers for fabrication of composite materials with enhanced mechanical 

and corrosion resistant properties. Thus the project aims have been successfully met. The 

methodology and analysis in the research are adequate in leading to the research aims.  

 

7.4  Suggestions for future work 

 

This thesis presents research effort to explore a ceramic or metal matrix composite reinforced 

with GPLs.  The results obtained in the research can be regarded as a solid foundation for 
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further work. Future effort is needed either to extend the related research or to complete the 

works initiated in this PhD thesis which have not yet been completed. 

The following is a list of further research topics: 

 

1. The apparent fracture toughness of GPL/Al2O3 or GPL/ZTA has been investigated in 

the research. However, these composite materials may exhibit R-curve behaviour, which 

indicated that the fracture toughness would increase with the extension of the cracks. Further 

studies can be carried out to understand the R-curve behaviour of the ceramic composites 

reinforced with GPL. 

 

2.  The carbon fillers have been proven very effective lubricants for wear resistance 

purposes [222, 223]. Research effort can be carried out to investigate the effects of GPLs on 

the wear resistance of the ceramic composites. 

 

3. Although GPL/Al2O3 and GPL/ZTA show improved mechanical properties, advanced 

composite materials for demanding applications require matrix materials with higher strength 

and toughness than Al2O3 and ZTA. In this case, Si3N4 is more desirable to be the matrix 

material because of its excellent mechanical properties and further work can be done to 

investigate the effects of GPLs on the mechanical properties of the Si3N4 matrix sintered 

using a pressureless method. The author has carried out some preliminary work of sintering 

Si3N4 using a conventional furnace. Figure 7.1 shows the comparison of powder compacts 

prepared by CIP before and after sintering. The relative density of the sintered sample is 

higher than 90%. 
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4. The Micro-engineering and Nano-technology Research Group at the University of 

Birmingham developed a soft lithography technique and powder metallurgy process to 

produce micro components [224].  In this thesis, it has been presented that GPL-reinforced 

ceramic composite can be successfully fabricated using pressureless sintering. Future effort 

can be made to employ the micro fabrication technique to produce micro components with 

improved fracture toughness. The authors have done some preliminary work and fabricated 

Al2O3 micro gears shown in Figure 7.2. 

 

 

 

 

 

Figure 7.1. Images of sintered sample (left) and the green compact (right). 

 



References                                                                                                                                                  .                    

204 

 

 

5. In this thesis, the electrodeposition technique was used to fabricate GPL/Ni composite  

coatings onto mild steel for corrosion resistance application. However, this method is limited 

to produce metal or conductive coatings. Future work can be carried out to use other 

deposition techniques such as electrophoretic deposition to fabricate nonconductive coatings 

with better mechanical and corrosion resistant properties 

 

 

Figure 7.2. SEM images of the Al2O3 micro gear (a-b) and the surface morphology (c) of the 

micro gear.  

http://www.researchgate.net/publication/5649022_Electrophoretic_deposition_behavior_of_ceria-stabilized_zirconiaalumina_powder
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