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ABSTRACT 

 

In the past decades, the study of nanotechnology has brought in tremendous progress to the 

development of polymer electrolyte fuel cells (PEFC) and many advanced catalyst 

approaches have been developed. However, many of these still remain at ‘test-tube’ level 

and have not been implemented in practical fuel cells. The concerns about the gap between 

the pure material research and fuel cells are increasing, and a study focusing on the 

electrode structures is required to help address this issue. 

 

The Centre for Fuel Cell and Hydrogen Research at the University of Birmingham has 

been working in the area of Pt nanowires for several years. Based on previous results, the 

aim of this PhD thesis is to investigate integrated gas diffusion electrodes (GDEs) with in-

situ grown Pt nanowires (Pt NWs) to achieve further understanding of the structure-

property relationship for PEFC electrodes. A comprehensive study is carried out for 

various electrode structures by controlling the morphology, crystal structure and 

distribution of Pt nanowires in catalyst layers through tuning the in-situ growing process. 

Considering the performance of the corresponding GDEs as cathodes in single fuel cells, 

the influence mechanisms of the in-situ growing process on Pt nucleation, growth and 

distribution of single crystal Pt NWs are examined to understand the electrode structure.  

 

First, the electrode structure is optimised by varying the in-situ growing temperature 

between 5 and 50 oC. A vital role of the temperature is demonstrated with its influence on 

the wettability of the super hydrophobic GDL surface and its effect on the crystal 
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nucleation and growth rates of Pt NWs. An optimal temperature is found at 40 °C, and 

higher power performance and better durability are achieved as compared with electrodes 

made from state-of-the-art commercial TKK Pt/C catalysts. A possible mechanism for the 

influence of temperature on Pt nanowire growth is suggested. 

 

Second, Pd is introduced to control the electrode structure through its hybrid effect with Pt 

to direct the nucleation and growth processes to form different PdPt nanostructures on the 

GDL surface. The mechanisms of the effect of Pd on the growth and performance of the 

PdPt nanostructures are inspected. The atomic content of Pd is adjusted between 0.5% to 

50% to tune the morphology and distribution of PdPt nanostructures. The results 

demonstrate that Pd not only can be an efficient tool in regulating the morphology and 

distribution of bimetallic PdPt nanostructures throughout the large-area GDL substrate to 

achieve a high performance GDE, but also manipulates the durability of nanostructures. At 

an optimal Pd content of 5%, a GDE with uniform PdPt nanodendrites (NDs) is achieved. 

The power performance and durability together with the intrinsic mass and specific area 

activity of PdPtND GDEs are compared with pure PtNW GDE to examine the effect of Pd 

on the electrode structure.  

 

Finally, Pt NW GDEs with different structures are studied combined with various GDL 

structures. A systematic study is conducted to investigate the effects of carbon loading, 

carbon composition, carbon treatment and polytetrafluoroethylene (PTFE) amount in the 

microporous layer (MPL), as well as PTFE loading in the carbon fibre substrate. Sigracet® 

standard GDLs are used to study the PTFE loading in the substrate. GDLs with self-

painted MPLs on standard 35BA substrates are employed to investigate the features of the 
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MPL. Experimental results indicate that the GDL, in particular the MPL features, plays a 

significant role in the distribution of Pt NWs thus transforming the electrode structure and 

its performance in PEFCs, while the substrate shows very little effect.  

 

This work demonstrates that besides the intrinsic catalytic activities of the catalysts 

themselves, their optimal implementation in electrodes, i.e. the electrode structure, plays 

an important role in the power performance of PEFCs than we initially expected. 
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1. Introduction 

1.1 Polymer Electrolyte Fuel Cells (PEFCs) 

Since the awareness of the limitation of global resources, the growing of energy 

consumption and the ever-increasing environmental degradation, more attention has been 

paid to the development of renewable energy sources and energy conservation measures. 

Hydrogen fuel cells are widely considered as one of the long-term energy efficiency 

solutions for the 21st century [1]. They are regarded as promising candidates for the 

replacement of current combustion-based power generators. Different from the traditional 

combustion processes, fuel cells possess a high energy efficiency because they can directly 

convert chemical energy into electrical energy through an electrochemical process without 

involving any other devices [2]. Besides, without the combustion process, fuel cells are not 

subjected to the Carnot cycle limitations and have extremely low polluting emissions, 

which together make fuel cells a very competitive technology for efficient and sustainable 

energy conversion [3]. 

 

The development of fuel cells dates back to two centuries ago when Christian F. 

Schönbein explained the operational principle of fuel cells in 1838 and Sir Willliam R. 

Grove demonstrated the first prototype cells on the same principle in 1839 [4, 5]. In the 

experiment, hydrogen and oxygen displaced the electrolyte at both platinum electrodes and 

a flow of electrons were indicated by the galvanometer between them. Since then, the 

discovered fuel cell principle remains unchanged: “A fuel cell is an electrochemical 

‘device’ that continuously converts chemical energy into electrical energy (and some heat) 

as long as fuel and oxidant are supplied” [5]. Since then, many breakthroughs have been 

achieved step by step and many types of fuel cells have been developed. The whole family 
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of existing fuel cells can be categorised by the type of electrolytes into alkaline, 

phosphoric acid, polymer, molten carbonate and solid oxide fuel cells. Each of them 

determines the materials used in the component and the conditions applied for cell 

operation. 

 

Of the multitude of fuel cell technologies available, polymer electrolyte fuel cells (PEFCs) 

are expected to play a significant role due to their low operational temperature, easy start-

up and shutdown, and flexible power ranges in applications. PEFCs, invented by Thomas 

Grubb and refined by Leonard Niedrach at General Electric in the late 1950s, were the first 

type of fuel cells to find a practical application in NASA’s Gemini space programme in 

mid-1960s [6]. A revolutionary step was made when a perfluorosulfonic acid ionomer 

membrane named Nafion began to be used in PEFCs [7]. Since then PEFCs attained higher 

power densities and longer lifetime. Today, with various advantages, PEFCs are expected 

to find applications in portable electronics, vehicle power systems, and residential 

combined heat and power (CHP) devices, playing a key role in a sustainable energy 

supply. 

 

The basic design of a single PEFC consists of three main parts [8]: the proton conducting 

electrolyte membrane, the porous gas diffusion electrodes (GDEs) at anode and cathode, 

and the flow field plates (FFPs) for gas distribution. The GDE consists of two layers: a gas 

diffusion layer (GDL) and a catalyst layer (CL). The assembly of two GDEs and a polymer 

electrolyte membrane forms the membrane electrode assembly (MEA) which is the core 

part of a PEFC (Fig. 1.1). The MEA is then sandwiched with two FFPs to construct a 

single cell. The normal operating temperature for PEFCs ranges between room 
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temperature to 80 °C while it can be expanded by pressurising the system and utilising 

special membranes [9, 10]. When such a PEFC is operating, hydrogen and oxygen are fed 

through channels of the FFP to the anode and cathode, respectively, via diffusion through 

the GDLs to reach the active CLs. Through electrocatalysis, a hydrogen oxidation reaction 

(HOR) occurs at the anode side, where hydrogen molecules are oxidised into protons and 

electrons, while an oxygen reduction reaction (ORR) happens at the cathode side, where 

oxygen molecules combine with the generated protons and electrons to form water. In 

order to make this happen, protons travel from the anode across the electrolyte membrane 

toward the cathode and electrons transfer from the anode through the external electrical 

circuit to the cathode to form a closed circuit, which provides electrical energy during the 

process (Fig. 1.1) [11]. The electrochemical reaction equations for each side of the 

electrode and the overall reaction are as follows: 

Anode reaction:   H2 → 2H+ + 2e-  (1.1) 

Cathode reaction:   1/2O2 + 2H+ + 2e- → H2O    (1.2) 

Overall reaction:    H2 + 1/2O2 → H2O     (1.3) 

 

From the view of thermodynamics, the overall reaction is spontaneous, and the theoretical 

electric work generated corresponds to the Gibbs free energy (ΔG), which can be 

represented by the following equation: 

                                                                 ΔG = -nFE                                                    (1.4) 

where ΔG is the Gibbs free energy, n is the number of electrons involved, F is the 

Faraday’s constant (96485 secAmol–1), and E is the reversible potential. If the reactants 

and products are in the standard states (T=25 oC; pressure=1 atm) and water is produced as 

liquid, the theoretical potential is calculated as follows: 
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                                           V 1.23
molA  s 964852

mol J 237.340
nF
ΔG-E 1-

-1




                       (1.5) 

Therefore, under the standard states, the theoretical H2/O2 fuel cell potential is 1.23 V. 

 

Fig. 1.1 Schematic of an MEA configuration and the basic of a PEFC operating principle. 

 

1.2 Challenges and Opportunities for PEFC Electrode 

The great advantages of PEFC technologies have attracted a huge amount of effort with 

considerable advances in recent years. However, many challenges still need to be 

overcome before commercialisation can take place. The three major obstacles for a 

widespread promotion of PEFCs lie in cost, activity and durability.  

 

According to an estimation of the U.S. Department of Energy (DOE), out of the total cost 

of PEFC components, the electrodes contribute to ca. 50% [12, 13]. The reason is that Pt, a 
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highly limited natural resource, is required to promote the on-going of anode HOR and 

cathode ORR and is still regarded as the only viable choice for PEFC catalysts up to today. 

The second limiting factor is the activity of the electrode, which determines the catalytic 

efficiency of HOR and ORR occurring on the Pt surface. Because of the slow electrode 

kinetics and undesired activation overpotential, the cathode ORR is ca. 6 orders of 

magnitude slower than the anode HOR, which has a decisive impact on the performance of 

the whole PEFC [14]. The sluggish ORR needs more Pt at the cathode and the typical 

amount is 0.2–0.6 mgPt cm–2. Reducing Pt loading to the target of 0.1 mg cm–2 and 

maintaining the catalytic activity is what recent research is concerned with [15]. Another 

issue that currently needs to be addressed is the high degradation of the state-of-the-art 

Pt/C catalyst. The decrease in electrochemical surface area (ECSA) and increase in ORR 

overpotential are the major contributors for PEFC degradation, particularly during fuel cell 

start-up and shutdown [15, 16]. The generally recognised reasons for the electrode 

degradation phenomenon are associated with catalyst dissolution, migration, precipitation, 

coalescence, agglomeration and the corrosion of catalyst supports, which together impact 

on the long-term operation of PEFCs [17-20]. All of the aforementioned challenges drive 

researchers to develop inexpensive, highly active and robust electrocatalysts for practical 

PEFC applications. 

 

Benefitting from the recent development of material science and chemical engineering, the 

controlled synthesis of novel catalysts and advanced fabrication of electrodes with 

complex structures can be achieved by innovative approaches, which offer opportunities to 

address the challenges faced by PEFCs, thus promoting the large-scale deployment of this 

green technology. Practical measures include optimising Pt catalyst size, shape (e.g. cubic, 
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tetrahedral, truncated octahedral and high-index tetra-hexahedrons) and structure (e.g. 

solid, hollow and porous); introducing alloys, core-shell and heterogeneous multi-

compositional catalysts; developing advanced support materials (e.g. graphene, 

macromolecules, new-type oxides and nitrides, and composite supports) with induced 

synergistic effect between catalysts and supports; controlling the morphology of catalysts 

(e.g. nanowire, nanotube, nanorod) to display the unique anisotropic nature; or fabricating 

non-precious metal catalysts (NPMCs) to act as Pt alternatives (See Chapter 2). All of 

these research directions have shown to be potential solutions to reduce cost as well as 

improve power performance and durability of PEFCs.  

 

1.3 Strategy and Research Objectives 

Today, a lot of new catalyst approaches have been developed. Superior activity and 

stability have been reported via electrochemical characterisation in liquid electrolytes. 

However, very few of them have been really tested in-situ in PEFCs. Especially, the 

NPMC concept seems highly attractive due to avoiding using precious metals to 

significantly reduce the cost, but the activity and stability is still far below the targets 

compared with Pt-based catalysts. Hence, for practical applications, Pt-based catalysts are 

still the focus for the crucial cathodic ORR application. In our Centre for Fuel Cell and 

Hydrogen Research at the University of Birmingham, an early advance has been achieved 

on integrated Pt-nanowire (PtNW) GDEs. The whole catalyst layer consists of only a 

monolayer array of single-crystal Pt nanowires which have an average diameter of ca. 4 

nm and a length of 20–200 nm. Compared with the conventional more than 10 µm thick 

PEFC electrodes with Pt/C catalysts, this  extremely thin catalyst layer with regular PtNW 

arrays dramatically reduce the mass transfer losses and boost the catalyst utilisation ratio, 
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which has been considered as one big challenge faced by PEFCs for automotive 

applications. Furthermore, the simple and effective in-situ growth approach in aqueous 

solution also addresses challenges facing the preparation of catalysts and fabrication of 

electrodes, e.g. non-scalable approaches and non-green processes. 

 

By taking advantage of PtNW GDEs, the aim of this PhD study was to investigate the 

structure-property relationship to develop advanced one-dimensional (1D) Pt-based 

catalyst electrodes for the ORR. Not only considering the properties of catalysts 

themselves, attention was also paid to the behaviour of Pt NWs on GDLs, which 

collectively influences the performance of GDEs in PEFCs. The strategies adopted include 

temperature-controlled growth of Pt NWs on GDLs to obtain high performance GDEs; 

introduction of Pd to reduce Pt loading as well as improve growth and distribution 

behaviour to achieve superior PdPt-nanodendrite (PdPtND) GDEs; and optimisation of the 

GDL structures to facilitate the in-situ growth process of Pt NWs. All of the strategies 

serve the aim of designing advanced 1D nanostructures for high performance catalyst 

electrodes in PEFCs. The study involves the following subsidiary scientific and 

technological objectives: 

1) To design and synthesise advanced 1D nanostructures by wet-chemical methods for 

high performance PEFC electrodes; 

2) To study the morphology, structure and composition of the as-prepared GDEs by 

physical characterisations such as SEM, TEM, XRD, EDS, XPS, TGA, etc.; 

3) To identify the effects of reaction temperature, hybridizing metal and GDL structure 

on the in-situ growth of Pt-based nanostructures; 
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4) To develop a better understanding of the structure-property relationship of PtNW 

GDEs; 

5) To evaluate the catalytic activity and durability of catalysts as well as electrodes by 

single cell measurements.  

 

1.4 Thesis Overview 

A brief overview of each chapter of this thesis runs as follows: In Chapter 2 an outline of 

the ORR features, a brief introduction of 1D nanostructures, as well as the review of recent 

development efforts on 1D electrocatalysts and electrodes based on 1D Pt nanostructures 

for ORR will be given. Then the synthesis method and processes for PtNW and PdPtND 

GDEs employed in this study will be explained in Chapter 3, as well as the techniques 

and principles used for physical characterisation and single cell testing of the as-prepared 

catalysts and electrodes. After that, in Chapter 4, the effects of the reaction temperature 

on the morphology and distribution of Pt NWs in-situ grown on GDLs are discussed. 

Possible mechanisms for temperature-controlled growth of PtNW GDEs based on the 

physical characterisation and single cell testing results are proposed. In Chapter 5, the 

introduction of Pd for controlling the nucleation and growth of PdPt nanostructures on 

GDLs will be studied by comparing the catalytic performance of PdPt GDEs resulting 

from various Pd to Pt atomic ratios. The influence of the GDL structure on PtNW GDE 

performance will be detailed in Chapter 6, including the carbon loading, carbon 

composition and carbon treatment in the microporous layer (MPL) as well as the 

polytetrafluoroethylene (PTFE) amount in the whole GDL. Finally, the thesis will be 

concluded in Chapter 7 by summarising findings obtained from the study and providing 

recommendations for further work in the field. 
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2. Literature Review 

In this chapter the fundamental aspects of oxygen reduction reaction (ORR) including the 

possible mechanisms and the descriptors of ORR activity are briefly introduced. Then the 

definition of one-dimensional (1D) nanostructures and the common morphologies are 

outlined. A general explanation of the advantages of 1D catalysts for ORR and the 

development of the preparation methods are provided. Following this, an overview of the 

recent progress of 1D catalysts as well as electrodes based on 1D Pt nanostructures are 

summarised, highlighting the obtained novel structures and morphologies to reduce the Pt 

loading as well as improve the catalytic activity and durability. The chapter is concluded 

by a summary for the reviewed work and perspectives for the future development of this 

promising field. 

 

2.1 Fundamental Aspects of Oxygen Reduction Reaction (ORR) 

Despite demonstrated applications of polymer electrolyte fuel cells (PEFCs), the 

successful commercialisation has yet been slowed by the high cost, low catalytic activity 

and poor durability, in particular with respect to the catalysis of ORR at the cathode. This 

sluggish reaction has become the bottleneck of the development of PEFCs due to a 

substantial cathodic overpotential loss of about 300 mV, even on the best Pt catalysts [21]. 

Many studies have been conducted to find the catalytic mechanism of the multi-electron 

reaction, which could be helpful for the design of better catalysts to drive the rate-limiting 

ORR. However, the understanding of the ORR mechanism is not easy owing to the 

challenges of intermediates in-situ identification, kinetic data unambiguous interpretation 

as well as electronic structure explicit calculation [11].  
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The proposed ORR mechanisms such as dissociation, association and peroxo mechanism 

can be unified in a single scheme and is shown in Fig. 2.1 [11]. Although the detailed 

process of this complex multistep reaction is still under debate today, the commonly 

accepted ORR process in acid solution involves steps of O2 adsorption, protons and 

electrons transfer, and the O-O bond breaking [22]. It is believed that the binding energies 

of reactive intermediates such as oxygenated (O*), hydroxyl (OH*) and superhydroxyl 

(OOH*) species determine the overall ORR process [21, 23]. For catalysts that bind these 

species too weakly, the rate is limited by proton and electron transfer to dissociate O2, 

while for catalysts that bind these intermediates very strongly, the rate is limited by 

reaction products to desorb from the surface [24]. Therefore, the optimal catalytic activity 

can be achieved with “moderate” binding energies of reactive intermediates on the catalyst 

surface.  

 

Fig. 2.1 Proposed ORR mechanism [11]. 

 

In consideration of this, the oxygen adsorption energy (ΔEO) is considered as a good 

descriptor for the catalytic activity. A volcano plot (Fig. 2.2a) has been developed by 
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Nørskov et al. [25] to describe the relationship between ORR activity and ΔEO. The metals 

located on the left side of the volcano peak bind oxygen too strongly while the right side of 

the metals have a weak oxygen binding ability. Among the pure metals, Pt is the most 

active one and it locates closest to the volcano peak. Besides pure metals, Pt-based 

transition metal alloys can possibly provide further enhanced activities, and the trend was 

explained by Greely et al. [22] with another volcano plot (Fig. 2.2b). It demonstrates that a 

surface that binds oxygen 0.0–0.4 eV more weakly than Pt (111) will be better, with 0.2 

eV weaker than that of Pt as the optimum situation. Therefore, a lot of effort has been 

made to develop catalysts with ΔEO around 0.2 eV more positive than that of Pt to improve 

the ORR kinetics [24]. 

 

Fig. 2.2 Volcano plot for ORR activity of (a) pure metal and (b) Pt-based transition metal 

alloys versus the oxygen binding energy (ΔEO) [22, 25]. 

 

Another descriptor to indicate adsorption energy of adsorbates on metal surfaces is the d-

band centre (εd) model which illustrates the position of εd relative to the Fermi Level (εF) 

[26]. Unlike the difficult measurement of ΔEO, εd is experimentally accessible and 

regarded as the simplest descriptor with good accuracy. The shift of εd results from the 
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variation of electronic structure which is further controlled by the filling state of electrons. 

Taking oxygen atom adsorption on the Pt surface as an example, the coupling of O 2p state 

with Pt d electrons causes oxygen resonance to split into two states: a fully filled bonding 

state below εF and a partially filled antibonding state across εF. A downward shift of εd to 

εF will lead to more filling of antibonding states and thus to a weaker bond, which is 

favorable to ORR [27]. Hence, the d-band centre is regarded as the ultimate indicator to 

predict the catalytic activity for ORR. The understandings provide the basis for the design 

of novel 1D nanostructured materials to catalyse ORR. 

 

2.2 One-Dimensional (1D) Nanostructures 

Since Richard Feynman gave his exciting lecture entitled “There is plenty of room at the 

bottom” in 1959, this dream statement has soon been realized with the explosive 

development of nanoscience and nanotechnology [28]. The products of this new field, 

nanomaterials, with at least one dimension in the nanometre range and different properties 

from those of atoms or bulk materials, have captured considerable research interests [29].  

 

Among various nanomaterials, 1D nanostructures with two dimensions less than 100 nm 

have been synthesised in various configurations such as nanodendrites (NDs), nanowires 

(NWs), nanotubes (NTs), nanorods (NRs) etc. [30, 31]. Plenty of advanced approaches 

have been reported to develop 1D nanostructures with well controlled morphologies and 

compositions in recent years. Xia, Yang and co-workers [32] classified the fabrication of 

1D nanostructures into four categories: i) anisotropic growth dictated by solid materials 

with crystallographic structures; ii) anisotropic growth deliberately directed by various 

templates; iii) anisotropic growth kinetically controlled by appropriate capping agent or 
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supersaturation; iv) miscellaneous methods to yield required 1D nanostructures with 

intriguing properties. A schematic summary of various morphologies of 1D nanostructures 

is shown in Fig. 2.3. Benefitting from the excellent properties, 1D nanostructures have 

been investigated in many research fields, such as electronics [33], catalysis [34], sensors 

[35], medicine [36], and also have captured considerable attention in PEFC applications.  

 

Fig. 2.3 A schematic summary of the kinds of quasi-one dimensional nanostructures [32].  

 

2.3 Advantages of 1D Catalysts for ORR 

In the past decades, studies have been intensively conducted for the development of high 

performance electrocatalysts for ORR with novel nanostructures [37, 38]. Previous results 

have established that the electrocatalytic activity and durability of electrocatalysts not only 

depends on the ratio of surface area to volume, but also arrangements of atoms, the surface 

structures and their morphologies [39]. For example, the high surface energy of extremely 

small nanoparticles often induces severe aggregation and Ostwald ripening, which are 
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considered as two of the main contributors to the fast degradation of electrocatalysts [40, 

41]. Compared with zero-dimensional (0D) nanoparticles (NPs), 1D geometry is a 

promising morphology paradigm in the development of PEFC electrocatalysts, which can 

overcome some inherent drawbacks of 0D nanoparticles.  

 

The 1D motifs, in particular single-crystal nanostructures, allow for the preferential 

exposure of low energy crystal facets and lattice planes with fewer lattice boundaries [29, 

42]. The displayed facet would help reduce the surface energy of the whole system and be 

highly active for the catalysis. The smooth single-crystalline planes can also minimise the 

number of undesirable low-coordination defect sites which are less catalytically active and 

vulnerable to oxidation and decomposition. Besides, 1D nanostructures can facilitate the 

electron transport by the path directing effects in catalyst electrodes and thus enhancing the 

reaction kinetics on the catalyst surface [43]. Furthermore, it has also been predicted that 

when the diameter of 1D nanostructures decreases below a critical value of 2 nm, their 

electrocatalytic activity will be improved due to a surface contraction effect [44]. 

 

In terms of the catalytic stability, due to their asymmetric structure, 1D nanostructures are 

able to alleviate the dissolution, aggregation and Oswald ripening that the NPs usually 

suffer from [45]. Benefitting from the relative large scale length and the retained electrical 

conductivity as compared with NPs, 1D nanostructures are less inclined to require a carbon 

support for dispersing NPs and conducting electrons, thus can potentially address the 

support corrosion problem faced by commonly employed Pt/C catalyst [46].  
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All of these noteworthy advantages of 1D nanostructures provide the potential to reduce 

the precious metal loading without compromising the electrocatalytic activity but with a 

better durability. In light of this 1D nanostructures, as a new direction for superior 

electrocatalysts in PEFC applications, have attracted considerable efforts.  

 

2.4 Preparation of 1D Catalysts for ORR 

The earliest approach explored for the synthesis of Pt-based nanowires as fuel cell 

catalysts is the template preparation method, which starts from the use of mesoporous 

silica SBA-15 to produce a nanowire network [47]. The diameter and length of the 

prepared catalysts can be adjusted by controlling the pore diameter and length of 

templates. This straightforward route has been actively explored and a range of templates 

such as mesoporous silica [48], anodic aluminum oxide (AAO) [49], ZnO [50], etc. have 

been applied. Considering the complicated process of template removal, contrary to these 

hard templates, some soft templates including polymers [51] and viruses [52] have also 

been used to generate 1D morphology. 

 

Apart from the template method, an electrospinning technique has also been employed to 

prepare 1D catalysts. With the ability to control the porosity, the fibre diameter and length, 

the produced 1D nanomaterials exhibit good catalytic performance [53]. However, in order 

to well disperse the inorganic precursors, surfactants are usually added and needed to be 

removed in the post-treatment process because the remaining surfactants may cover the 

catalyst surface, resulting in a low catalytic performance [54]. 
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Although the template and electrospinning techniques could benefit for production of 1D 

morphologies, both of them require to remove either templates or surfactants to obtain 

pure products. Moreover, only polycrystalline nanostructures could be obtained during the 

synthesis process, which limits the further performance improvement [55]. Compared to 

polycrystalline 1D nanostructures, single-crystalline counterparts possess longer segments 

of smooth crystal planes, fewer lattice boundaries and a lower number of surface defect 

sites, which are confirmed to be beneficial for the electrocatalytic reactions [56]. The wet-

chemical routes containing both organic solvent and aqueous solution approaches have 

been demonstrated to successfully synthesise single-crystalline 1D nanostructures for fuel 

cell catalysts.  

 

In 2004, Xia et al. [57] for the first time demonstrated that the reaction rate is a good 

control tool for producing 1D Pt nanostructures. They prepared single-crystal Pt nanowires 

through a polyol process at 110 oC combined with poly(vinyl pyrrolidone) (PVP) as 

surfactant and a trace amount of iron species to further slow the reaction rate. After that 

Bi3+ was introduced to decrease the reaction growth rate of Pt-Bi nanowires [58]. 

However, similar to the electrospinning method, the polyol process also has the problem of 

removing surfactants. To address this problem, the oleylamine method, without using 

surfactants or ligands, was adopted to synthesise Pt-Fe nanowires [59]. Nevertheless, the 

high reaction temperature and the need of protective gas flow also limit the use of this 

method. Hence, there is a continuous need for the development of facile synthesis 

techniques which are environmental friendly, surfactant-free, cost-effective, etc. to obtain 

high-quality single crystalline 1D catalysts.  

 



19 
 

Based on the improved understanding of the crystal nucleation and growth mechanisms, 

various synthesis methods based on aqueous solvents have been developed to generate 1D 

structural motifs, including electrochemical deposition [60], galvanic replacement [61], 

thermal decomposition [62], seed mediated growth [63], organic-sol [64, 65], 

hydrothermal synthesis [66], and a combination thereof. In 2007, Sun et al. [67] 

successfully developed an efficient aqueous approach for the large-scale synthesis of 

single crystal Pt NWs by using formic acid as the reducing agent. This method is much 

simpler than the above-mentioned approaches because it doesn’t need any templates, 

surfactants, organic solvents, capping agents or induced growth catalysts and can be 

directly performed at room temperature with mild formic acid as reductant, which makes it 

a promising method for the synthesis of 1D Pt nanostructures for fuel cell catalysts. Based 

on this method, they prepared self-assembled three-dimensional (3D) Pt nanoflowers 

(NFs) [68], multiarmed starlike Pt NWs [69], and 3D hybrid nanostructures with Pt NWs 

on Sn@CNT nanocable [70]. The single crystal effect of these 1D Pt nanostructures 

brought in excellent catalytic activity and durability towards ORR. Taking consideration of 

these advantages, this formic acid approach was employed throughout this PhD study. 

 

2.5 State-of-the-art 1D Catalysts for ORR 

Recent developments in material synthesis methods have enabled the fabrication of many 

novel highly active and stable 1D nanostructures with precisely controlled shape, 

composition and structure, bringing them a step forward to fuel cell research and 

development. Focusing on the very latest efforts on 1D electrocatalysts and concentrating 

on the rational synthesis of precious metal based elements, alloys, and hybrid structures, as 

well as non-precious metal catalysts (NPMCs) for ORR, the correlation between the 
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electrocatalyst structure and electrocatalytic performance is further understood in this PhD 

study. An overview of all references cited including the 1D nanostructures, the preparation 

approaches and the achieved results is listed in Table 2.1 at the end of this chapter. 

 

2.5.1 1D Pt-based Catalysts for ORR 

On account of the outstanding catalytic and electrical properties, coupled with the 

excellent corrosion resistance, Pt-based catalysts are still the most efficient electrocatalysts 

for ORR, especially in acidic medium as they can effectively impede the formation of 

adsorbed oxygenated intermediates at potentials above 0.8 V and improve ORR kinetics 

via lower energy pathways [71]. Therefore, to overcome the drawbacks of low intrinsic 

activity and poor stability of conventional Pt NPs, many efforts have been placed on the 

combination of the respective advantages of Pt and 1D nanostructures to design novel 1D 

Pt-based catalysts. Many exciting achievements have been reported in recent years, 

including pure Pt, Pt-based alloy and Pt-based hybrid catalysts.  

 

2.5.1.1 1D Pt Nanostructured Catalysts for ORR 

Ultrathin Pt Nanowires 

Ultrathin 1D nanostructures have been explored to increase the surface-area-to-volume 

ratio for a large electrochemical surface area (ECSA) and thus an enhanced catalytic 

activity. Unlike either the extremely small nanoparticles or the large bulky volume of Pt 

NWs, these ultrathin 1D nanostructures don’t suffer from the physical ripening and 

aggregation process or have a mass transport limitation in practical application. Assisted 

by chromium hexacarbonyl [Cr(CO)6], Xiao et al. [72] synthesised Pt ultrathin NWs with a 

uniform diameter of 2–3 nm by a pyrolysis approach in oleylamine, showing comparable 
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mass activity (88 mA mg−1) to that of Pt/C (85 mA mg−1, 45 wt% Pt on Vulcan XC-72 

carbon support). Ruan et al. [73] developed ultrathin multiple-twinned Pt NWs with a 

diameter of about 2 nm by biomimetic synthesis. The material achieved a mass activity of 

144 mA mg−1, a 58.2% increase compared with the Johnson Matthey (JM) Pt/C catalyst 

(20 wt% Pt on Vulcan XC72R carbon support). After a 6000-cycle accelerated degradation 

test (ADT), they only showed a loss of 14.2% of their initial ECSA, whereas the JM Pt/C 

catalyst suffered a severe degradation of 56.7%. Koenigsmann et al. [44] synthesised even 

thinner Pt NWs with a diameter of 1.3 nm through the reduction of H2PtCl6 by NaBH4 in 

the mixture of N,N-dimethyl formamide (DMF) and toluene, followed by a treatment with 

an acid wash protocol. The as-prepared Pt NWs displayed an outstanding high specific 

activity of 1.45 mA cm−2, which was nearly 7 times greater than that of Pt/C NPs. It is 

confirmed that the acid washing exfoliates the nanowires and re-dissolves amorphous 

platinum deposits so as to expose the active surface area of the wires themselves. 

 

Pt Nanotubes 

Another common 1D Pt nanostructure is Pt NTs, which normally show much higher 

specific surface area than the same size Pt NWs. Pt NTs are usually prepared by either the 

template method (e.g. AAO template) or the galvanic replacement reaction (e.g. from Ag 

or Cu nanowires). Through AAO templates [74] the nanotubes obtained are usually large 

nanoparticulate aggregates composed of small Pt crystallites. Although a higher specific 

activity can be achieved, the mass activity is usually lower compared with Pt/C. In terms 

of this, the galvanic replacement approach can partially address the drawback. For 

example, porous polycrystalline Pt NTs [75] with a wall thickness of 5 nm and an outer 

diameter of 60 nm were synthesised through galvanic displacement from Ag nanowires 
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and showed a slightly higher mass activity than Pt/C (Pt NT: 88 mA mg−1; Pt/C: 84 mA 

mg−1) and a much better durability. A post hydrothermal treatment can evolve the 

polycrystalline Pt NTs to single crystalline Pt NTs [76], which can further improve the 

catalytic activity and stability. Single crystal porous Pt dendritic NTs were also reported 

with Ag dendrites as templates [77]. The unique structure with characteristics of porous, 

hollow, hierarchical, and single crystallites not only renders a large surface area with high 

catalyst utilisation, but also improves mass transport and gas diffusion. Instead of using Ag 

nanowires, more cost-effective Cu nanowire templates have also been employed to prepare 

Pt NTs [78].  

 

Other 1D Nanostructures 

Other 1D nanostructures were also investigated for ORR. For example, vertically-aligned 

Pt NRs were fabricated on glassy carbon electrodes through the glancing angle deposition 

(GLAD) technique [79]. Pt nanochains (Pt NCs) were synthesised by a one-pot 

hydrothermal decomposition method through oriented attachment of spherical Pt 

nanoparticles [80]. Fu’s group [81] prepared polyallylamine (PAH) functionalised single 

crystal Pt nanolances (Pt NLs) through a hydrothermal reduction route in a two-phase 

water-complex system. These reported novel 1D nanostructures exhibit a similar activity 

but a better durability compared to Pt nanoparticle catalysts.  

 

Supported 1D Pt Nanostructures 

The reported synergy effect between Pt catalyst and support [82] indicates that the ORR 

catalytic activity could be further improved by synthesising supported 1D Pt 

nanostructures. Pt NWs grown on SiO2 [83] and Ti0.7Ru0.3O2 [84], together with Pt NDs 
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anchored on bamboo-shaped carbon nanofibre arrays (CNFAs) [85] were synthesised 

through a hydrogen or formic acid reduction method. Excellent activities and stabilities 

were achieved, which can be attributed to the uniform dispersion of catalyst and the 

synergistic effect coupled with the electron donation from the support to Pt. As a class of 

two-dimensional carbon material, graphene has many advantages such as high electrical 

conductivity, huge surface area, unique electronic properties and high thermal and 

chemical stability, owing to the graphitised basal plane structure. Graphene-supported 

metal nanostructures have emerged as a new class of catalysts due to the metal-support 

interactions and improved conductivity of the catalysts. Most of them were synthesised via 

aqueous reduction processes, using either NaBH4 or formic acid as reductant to 

synchronously reduce the Pt precursor and graphene oxide in one pot. Branched Pt 

nanostructures on graphene [86], Pt NWs on sulfur doped graphene (SG) [87] and Pt NDs 

supported on genomic-double-stranded-DNA (gdsDNA) modified reduced-graphene-oxide 

(rGO) [88] have all been prepared and demonstrated enhanced catalytic performance 

towards ORR. Compared with pristine graphene support, sulfur doped graphene seems to 

provide higher density of anchoring sites, which is favourable for Pt nucleation under 

lower reactant concentrations. The strong metal-support interactions between Pt and SG 

result in the uniform distributed Pt NWs on the support surface, as shown in Fig. 2.4 [87]. 
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Fig. 2.4 (a, b) SEM, (c) TEM and (d) high resolution TEM images of SG-PtNW-3 catalyst. 

Insets in (d) are the Fourier filtered high resolution TEM images of the areas highlighted 

by the dashed yellow squares [87]. 

 

2.5.1.2 1D Pt-based Alloy Catalysts for ORR 

To reduce the loading of expensive Pt while increasing the ORR activity, another very 

effective strategy is to introduce less-precious metals into the Pt catalysts to form bi- or 

multi- metallic alloy catalysts. Compared with Pt, density functional theory (DFT) 

demonstrated that alloying Pt with other metallic elements can lead to the change of the Pt-

Pt interatomic distance, a downshift of the d-band centre, and the increase of d-band 

vacancy, leading to a more favourable adsorption of oxygen intermediates [89], allowing 
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the individual element to work synergistically and improving the catalytic performance 

[90]. 1D Pt-based alloy catalysts, combining both advantages of Pt multimetallic features 

and the 1D morphology, can mutually and synergistically accelerate the ORR rate. 

 

1D Pt-based Precious Bimetallic Nanostructures 

Various precious metals such as Pd, Ag and Au have been introduced in Pt to form alloy 

catalysts with different morphologies. Among these three precious metals, Pd is a 

promising candidate as it has a similar valence shell electronic configuration and lattice 

constant to Pt [91]. The lattice mismatch between Pt and Pd is only 0.77%, which endows 

the PtPd alloyed nanomaterial similar properties to pure Pt. Additionally, compared to Pt, 

the cost of Pd is slightly lower and the availability on earth is two hundred times higher 

[92]. Therefore, it is a good choice to add Pd into Pt to design better ORR catalysts.  

 

By using Te nanowires as templates, PdPt alloy NWs were prepared in wet chemical 

solution [93]. The NWs have an average diameter of about 10 nm and length up to tens of 

micrometres. The rotating disk electrode (RDE) testing showed more than double the mass 

activity over the commercial 20% Pt/C. Starting from Pd nanowires, PtPd porous nanorods 

(PNR) were synthesised through a bromide-induced galvanic replacement reaction [94]. 

PtPd PNRs had an average diameter of 35 nm and a length up to 2 μm. The porous 

structure led to more than 3 times higher ECSA and 40% higher specific activity than Pt/C 

(40 wt%, from Alfa Aesar). This structure also exhibited an excellent durability with only 

5.88% loss of the initial ECSA after the ADT, as compared to 40.4% loss of the 

commercial Pt/C catalyst. Wang’s group [95, 96] prepared carbon supported PtM (M=Au, 

Pd or Cu) NRs by a formic acid reduction method. The as-prepared NRs have an average 
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diameter and length of 3.41 and 10–20 nm, respectively. The RDE test showed that the 

Pt3Pd NRs had a specific activity of 21.63 µA cm–2 at 0.85 V, much higher than 5.66 µA 

cm–2 of Pt NRs, and a good stability with only 17% loss of the specific activity after 1000 

cycles of ADT. 

 

1D Pt-transitional Bimetallic Nanostructures 

Previous computational and experimental studies pointed out that Pt alloyed with a 

transition 3d metal such as Fe, Co, Ni and Cu could show dramatic performance 

enhancement in ORR catalysis [22, 97, 98]. These studies proposed that the transition 

metals could decrease the absorbed OH species on the active Pt sites and provide kinetic 

stability against the dissolution of the less precious component, resulting in improved ORR 

activity and stability.  

 

Nanoporous PtFe alloy NWs [99] with a diameter of 10–20 nm were synthesised by 

electrospinning and chemical dealloying techniques. The porous long nanowires 

interweaved to form a self-supporting network, showing 2.3 times higher specific activity 

and a better stability compared with Pt/C catalysts (40% Pt/C, E-TEK). Ultrathin PtFe and 

PtCo alloy NWs [100, 101] with diameters around 2–3 nm were prepared via an organic-

phase decomposition and reduction process. The experimental results showed that the 

composition-dependent ORR activity could not be well represented by the PtFe and PtCo 

NWs owing to the loss of Fe and Co during the acetic acid treatment. If an annealing 

treatment was introduced, a Pt skin could be formed on the surface of the nanowires, 

enhancing the ORR activity and stability. Recently, vertically aligned PtNi alloy nanorod 

arrays were synthesised through a magnetron sputtering GLAD technique and exhibited a 
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superior mass activity 2.3 folds higher than that of pure Pt nanorods [102]. But the 

nanorods were also observed to lose activity during potential cycling concomitant with the 

loss of Ni in spite that a much improved stability was obtained as compared to Pt nanorods 

and Pt/C.  

 

Since Xia’s group [103] reported the preparation of precious metal (Pt, Pd, Au) nanotubes 

through a galvanic displacement reaction by using Cu nanowires as sacrificial templates, 

the synthesis of tubular electrocatalysts has received increasing interest, especially the 

bimetallic PtCu alloy NTs [104, 105]. In the reaction, Cu nanowires were partially 

replaced by Pt, followed by an acid treatment to remove some Cu, then NTs consist of 

PtCu alloy would be formed. Cu NWs here not only functioned as templates but also 

provided alloying of the remaining Cu atoms with Pt. Cui et al. [106] also prepared PtCu 

tubular catalysts with an AAO template. Thermal annealing was then introduced to 

increase the surface Pt atomic fraction and lattice ordering, and a potential cycling 

treatment in acidic electrolyte was used to partially dissolve Cu atoms to obtain a high 

ECSA. The catalysts displayed an enhanced specific and mass activity of 0.8 mA cm–2 and 

232 mA mg–1 at 0.9 V in RDE measurement, respectively. 

 

1D Pt-based Multimetallic Alloy Nanostructures 

Going a step further from bimetallic alloy nanomaterials, multimetallic alloys have been 

the subject of intensive studies. The multicomponent nature with multimetallic alloys 

means different elements could work synergistically at a possibly higher efficiency than 

bimetallic alloys. Ternary PtNiFe NWs [107], PtFeM (M=Cu, Ni) [108] and PtNiCu NRs 

[109] have been synthesised in organic phase for ORR application. The results showed that 
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they generally possessed higher mass and specific activities than the binary alloy. Using 

Cu nanowires as sacrificial templates, Yu’s group [110] synthesised PtPdCu nanoparticle 

nanotubes by galvanic displacement with partially sacrificial Cu nanowire templates, and 

followed by the electrochemical leaching of the non-noble metal Cu in the acidic 

electrolyte. Quaternary PtCuCoNi alloy NTs with an ultralow content of Pt have also been 

synthesised by an AAO template-assisted electrodeposition approach [111]. The 

multicomponent nature coupled with hollow configuration of NTs enabled an improved 

ORR activity. 

 

2.5.1.3 1D Pt-based Hybrid Catalysts for ORR 

Besides alloys, another efficient way to reduce the content of Pt is to develop Pt-based 

hybrid catalysts. Unlike alloy nanomaterials which usually have a homogeneous 

distribution, hybrid nanomaterials with core-shell structure or heterostructure architectures 

have a heterogeneous atomic arrangement [112]. In this case, the precious metal shell can 

partially address the leaching problem of transition metals in Pt-based alloy nanostructures 

under the crucial fuel cell operating conditions, thus slowing the degradation rate of 

catalysts [113]. Besides, they often offer a variety of parameters such as the composition 

of the core, the thickness of the shell, the structural morphology etc., which collectively 

control the catalytic properties towards ORR [114]. Similar to the alloy catalysts, Pt-based 

1D hybrid catalysts not only minimise the Pt usage but also offer desired interactions to 

tune both electronic and surface strain effects, facilitating electron conduction and the 

stabilisation during the catalysis process as well [90]. 
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1D Pt-based Core-Shell Structure 

The unique structure of core-shell architectures captures growing interest in the research 

community. Pt-based core-shell catalysts are characterised by a thin Pt shell on proper 

metal cores. In general, the formation involves the growth of an interior core and the 

further growth of an exterior Pt shell on all faces of the core. The commonly used methods 

for the controlled synthesis of core-shell structures include the underpotential deposition 

(UPD) replacement, the structural rearrangement (dealloying or segregation) and the seed-

mediated process [115].  

 

By partially galvanic displacing Cu NWs, Pt with a layer thickness of 2 nm coated on Cu 

NWs were obtained [78]. An alternative catalyst system to using transitional metal cores is 

to include non-Pt precious metal cores, such as Pd or Au in the 1D structure for long-term 

stability in acidic media. Through Cu UPD displacement Pd-Pt core-shell NWs [116, 117] 

could be easily obtained. Without exploiting electrochemical procedures and the 

contaminating mediators such as Cu, Pd-Pt core-shell NWs were prepared in aqueous 

solution by a hydrogen sacrificial protective method [118]. Directly through the partial 

galvanic displacement of Pd NTs, Alia et al. also synthesised Pd-Pt core-shell NTs [119] 

with a wall thickness of 6 nm.  

 

Core-shell structures with extended bi- or multi- metallic core or shell have also been 

reported. By kinetically controlling the nucleation and growth process, Pt-Au core-shell 

NRs with PtAu shell were prepared through a formic acid reduction process [120]. 

Treating FePtM (M=Cu, Ni) NRs with acetic acid as well as electrochemical etching, 

Sun’s group [108] converted the ternary alloy NRs into core-shell FePtM/Pt NRs. 
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Recently, this group reported the further synthesis of FePtM/FePt (M=Pd, Au) NWs 

through a seed-mediated method [121]. The FePt shell with an optimal thickness of 0.8 nm 

exhibited a mass and specific activity of 1.68 A mg–1 and 3.47 mA cm–2, respectively. 

Based on the outstanding ORR activity of Pt3Ni, self-supported core-shell Au/Pt3Ni NWs 

consisting of small-sized Pt3Ni nanodendrites on Au nanowires were synthesised in 

organic phase by using oleylamine [122]. Compared with the Au/Pt core-shell structure, 

Au/Pt3Ni displayed more than twice the ORR activity and durability.  

 

1D Pt-based Heterostructure 

In addition to the core-shell structure, the heterostructure offers an alternative hybrid 

catalyst model for the ORR and fuel cell applications. It can partially benefit from the 

synergistic effect of different metal compositions for accelerated ORR kinetics and at the 

same time be fabricated through an easier method compared with the core-shell approach. 

Xia’s group [123] synthesised Pd-Pt bimetallic NDs through a seed-mediated approach and 

investigated the nucleation and growth mechanisms involved in the synthesis. Fig. 2.5 

shows the growing process of Pt on Pd nanoseed surface. According to their study results, 

Pd seed played a crucial role in the formation of open, dendritic structure. Otherwise, only 

foam-like Pt aggregates were formed under identical conditions. This dendritic 

nanostructure could also be supported on MWCNTs to provide even higher activities 

[124]. Pt-on-Pd0.85Bi0.15 NWs with a diameter of 8.3 nm were synthesised in an oil phase 

[125]. The formation of this heterostructure was attributed to the introduction of metal Bi 

in the synthesis process. The as-prepared catalysts showed superior electrochemical 

performance, benefitting from the synergistic effect of trimetallic composition and the 

favouring electron transmission by 1D nanowire structure. 
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Fig. 2.5 (a,b) TEM images showing the morphological evolution of Pd-Pt nanodendrites. 

High-resolution TEM images of (c) an individual Pd-Pt particle and (d) the small Pt 

particles shown in (a). In (c), the Pt bumps on the Pd seed are indicated by arrows. (e) 

High-resolution TEM image of a single Pd-Pt nanodendrite. It can be seen that the lattice 

fringes are coherently extended from the Pd core to the Pt branches. (f) High-resolution 

TEM image taken from a Pt branch containing a single twin plane in its structure and the 

corresponding Fourier transform (FT) pattern (inset). A twin plane is indicated by tw 

[123]. 
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2.5.2 1D Non-Pt based Catalysts for ORR 

Although Pt-based nanostructures are still the most frequently used catalysts for ORR, the 

high cost and limited supply can hardly meet the demands for widespread applications of 

PEFCs. From a long-term point of view, exploring and synthesising non-Pt based catalysts 

seems to be an emphasis for future research. Due to the unique properties of the 1D 

morphology, great efforts have also been made to find 1D Pt alternative catalysts for ORR. 

Recent developments in this field reveal that the relatively cheap and abundant precious 

metals (Pd, Au and Ag) and their multimetallic alloys, transition metal chalcogenides, 

metal oxide based nanocrystals and N-doped carbon nanotubes can be potential substitutes 

for Pt-based electrocatalysts towards ORR in acidic or alkaline media. 

 

2.5.2.1 1D Non-Pt Precious Metal Group Catalysts 

1D non-Pt precious metal group catalysts, including Pd, Au, Ag and their alloys have all 

been reported in recent years, but mainly for ORR in alkaline media. Existing in the same 

periodic group and possessing similar lattice space, Pd is a potentially ideal alternative to 

Pt. Pd NWs [126, 127], Pd NTs [128], bimetallic CuPd NWs [129] and PdFe nanoleaves 

[130], as well as core-shell Pd-coated β-MnO2 nanorods [131] were prepared and showed 

comparable or even higher ORR activity in either acidic or alkaline electrolyte. Au is 

another precious metal which has been extensively studied as electrocatalyst for ORR. Au 

NDs supported on graphene oxide [132], Au NTs [128], bimetallic PdAu NWs [133, 134], 

porous Pd shell coated Au nanochain networks [135] and core-shell structure Au@Pd 

nanothorns [136] were prepared through various synthesis methods and tested in alkaline 

solution. Besides serving as a template, recently, nanostructured Ag is also directly used in 

alkaline medium to catalyse ORR. Versatile 1D Ag@POA (poly(o-anisidine)) core-shell 
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nanostructures such as nanobelts, nanowires and nanocables by rational adjustment of the 

preparation conditions in water were fabricated [137]. Ag nanorods [138] and Ag 

nanowires supported on multi-walled carbon nanotube (MWCNT)-incorporated bacterial 

cellulose [139] and N-doped graphene [140] were also prepared. Besides, incorporating 

other metals into Ag was also studied to improve catalytic performance. 1D 

heterostructures such as octopus-tentacle-like Cu nanowire-Ag nanocrystals [141] and 1D 

Ag/Au/AgCl nanocomposites [142] were synthesised and exhibited enhanced ORR 

performance, benefitting from the presence of multiple junctions and a strong synergistic 

effect of their constituents. 

 

2.5.2.2 1D Non-Precious Metal Catalysts (NPMCs) 

Since cobalt phthalocyanine was initially reported to show catalytic activity for ORR, 

many attempts have been carried out to explore a variety of non-precious materials for 

further cost-cutting [143]. However, due to the large difficulties facing the preparation, the 

research for 1D NPMCs has only been focused on a few special materials. Transition metal 

chalcogenide Cu2Se nanowires [144] with an average diameter of 70 nm have been 

prepared for ORR applications based on a solid-liquid phase chemical transformation 

method. Besides the transition metal chalcogenides, manganese oxide (MnOx) has also 

been considered to be a good non-precious ORR catalyst due to its low cost, environmental 

friendliness and high activity. MnOx doped CNTs [145], amorphous MnOx nanowires 

supported on Ketjen carbon black [146] as well as Ni-α-MnO2 and Cu-α-MnO2 nanowires 

[147] were fabricated and evaluated for ORR activity. Spinel phase 1D nanostructures, like 

marokite CaMn2O4 nanorods [148] and NiCo2O4 nanowires [149] were also prepared for 

ORR applications and a comparable mass and specific activity with Pt/C catalyst has been 
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reported in alkaline electrolytes. Recently, N-containing carbon materials such as carbon 

nanotubes (CNTs) have also been intensively studied [150-152] as electrocatalysts for the 

ORR in acid or alkaline medium. The presence of N influences the O2 

chemisorption/activation as well as the formation of oxygen species on carbon and the 

surface oxidation, thus facilitating the ultimate O2 reduction path. However, although all of 

the above-mentioned 1D NPMCs demonstrated acceptable ORR activity or durability, the 

mass and specific activity are rarely provided and the performance is still far from the 

state-of-the-art Pt/C catalysts. Further investigations should be continued to improve the 

catalytic performance towards ORR.  

 

2.6 Electrodes from 1D Pt Nanostructures 

Although the considerable progress has been achieved for catalysts themselves, especially 

on novel nanostructured catalysts, an increasing gap still exists between the pure material 

research and practical fuel cell application. Until now, Pt nanowire is still the only 1D 

nanostructure that has been tested in practical fuel cells. Because of the unusual 

morphology, nanoscale catalysts are usually very difficult to fabricate into fuel cell 

electrodes by a conventional process as is used for Pt/C electrodes. This problem also 

applies to 1D Pt nanostructures.  

 

Carbon supported Pt NWs have been fabricated into PEFC cathodes using the 

conventional approaches (e.g. painting, printing, screening, etc.) and tested in single cells 

[153-157], as well as a test conducted with a 1.5 kW PEFC stack with PtNW cathodes 

under collaboration between Tongji University, University of Waterloo and General 

Motors [155]. Both power performance and durability test were performed. Although Pt 
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NWs showed a larger diameter (ca. 4 nm) compared with the conventional Pt 

nanoparticles, a similar power performance was still achieved benefitting from the unique 

catalytic activity of Pt NWs and the reduced mass transfer losses in electrodes with 

enhanced porosity. The characterisation for the catalysts before and after the durability test 

further indicated the enhanced stability of Pt NWs over Pt/C. However, the large porosity 

also resulted in a thicker catalyst layer and a loose electrode structure in PEFCs. Although 

an excellent stability was observed for Pt nanowire catalysts themselves, the poor electrode 

structure still could not bring a significant improvement to the electrode durability, and 

finally only a slight improvement was obtained. After a 420 h dynamic drive cycle 

durability testing, the PEFC stacks exhibited a performance degradation rate of 14.4% and 

17.9% for the PtNW/C and commercial PtNP/C based cathodes, respectively [155]. The 

authors ascribed the majority of performance loss to the degradation of the commercial 

Pt/C anode materials. However, considering the much easier hydrogen oxidation reaction 

and the high catalyst loading of 0.2 mgPt cm−2 used in the anode, this performance loss 

should be mainly ascribed to the degradation of the cathode structure, as pointed out by 

Holdcroft in his review on fuel cell catalyst layers [158].  

 

One important progress in PEFC electrodes in recent decades is the concept of the thin 

catalyst layer, which was introduced by the 3M Group in its nanostructured thin film (NSTF) 

catalyst electrode. The catalyst layer consists of a monolayer array of perylene whiskers (1 

μm tall, 30 nm×55 nm in cross-section) with a surface coated 20 nm polycrystalline PtCoMn 

film, which was achieved by a decal substrate transfer approach [15, 159]. SEM images of 

the PtCoMn alloy catalyst sputter coating on the microstructured substrate supported 

whiskers before transferring are shown in Fig. 2.6. This thin catalyst layer with a regular 
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structure enabled a much higher catalyst utilisation ratio in the electrode to meet the U.S. 

DOE targets of mass activities. However, the approach is intrinsically limited by challenges 

facing water management issues in practical operation and the very low ECSA (only 10–15 

m2 gPt
–1), as well as the limitations on the catalyst materials and structures used. 

 

Fig. 2.6 SEM images of the PtCoMn alloy catalyst sputter coating on the microstructured 

substrate supported whiskers [159]. 

 

Another important advance on thin film electrodes was achieved by Du and his colleagues 

[160] in the Research Centre where this PhD study was undertaken. Integrated gas 

diffusion electrodes (GDEs) were prepared by in-situ growing single crystal Pt nanowires 

on gas diffusion layer (GDL) surfaces, taking the advantages of the unique simplicity of 

the formic acid reduction approach at room temperature [69]. The GDL was directly used 

as support substrate. The whole catalyst layer contains only a monolayer array of single-

crystal Pt nanowires with a diameter of ca. 4 nm and a length of 20–200 nm. The obtained 

structure could be directly used as fuel cell electrodes. The extremely thin catalyst layer 
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and the regular structure significantly reduced the mass transfer losses and improved the 

catalyst utilisation in operation; and the removal of the carbon support in Pt/C potentially 

contributed to the improvement of the electrode durability, both of which have been 

considered as the challenges faced by PEFCs in automotive applications [15].  

 

However, due to the hydrophobic surface of Pt nanowires, Nafion ionomer was still 

required for the catalyst layer to conduct protons within the PtNW electrodes, which has 

been successfully removed from the NSTF catalyst electrodes due to the hydrophilic pores 

which led to water flooding, thus facilitating proton transfers [161]. Furthermore, a well-

controlled structure of the catalyst layer is also of great importance to control triple phase 

boundary (TPB) for a higher catalyst utilisation. The results demonstrated that an optimal 

Pt loading was necessary to achieve a better performance as a low Pt loading could not 

cover the entire GDL surface while a high loading resulted in little void volume for the gas 

diffusion [162]. To improve the electrode performance, active screen plasma nitriding 

(ASPN) was also introduced to the GDL surface before Pt NWs growth [163]. The 

nitrogen doping on GDL surfaces confined the Pt atoms in reaction to form tiny nuclei and 

finally produced ultrathin Pt nanowires with a diameter of only 3 nm, offering a larger 

ECSA for a better catalytic activity. The testing of a PtNW cathode with only half the 

catalyst loading showed an even better power performance than the electrode with Pt/C 

nanoparticles. Collaborating with Sui’s group, this PtNW catalyst electrode was fabricated 

by in-situ growing Pt NWs on the carbon coated Nafion membrane or PTFE surface 

followed by a transfer step to the Nafion membrane surface, which were similar to the 

catalyst coated membrane (CCM) and decal methods used in fabricating conventional Pt/C 

electrodes, respectively [164-166]. In this case, a better contact between the catalyst and 
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the polymer electrolyte membrane (PEM) could be realized to achieve a better power 

performance. Even though a good performance has been obtained, it is still unclear how to 

control the growth of Pt NWs on the GDL surface to achieve a uniform distribution for a 

better electrode structure, which is significant to further improve the power performance 

and durability. This will be the main topic of this PhD study.  

 

2.7 Summary and Perspective 

Impressive progress has been achieved in recent years in the design and synthesis of 1D 

nanostructured materials as active and durable electrocatalysts for ORR in low temperature 

PEFC applications. Owing to the inherent properties, 1D nanostructured electrocatalysts 

have the potential to resolve many issues associated with their 0D counterparts and are 

regarded as the promising candidates for the replacement of contemporary 0D catalysts.  

 

Among all the 1D catalysts, Pt-based nanocomposites are still the most practical catalysts 

due to their good electrocatalytic activity and durability. However, the rational design of 

self-supported, highly active and long-time lasting catalysts is still a challenge, especially 

when taking the complex reaction mechanism and harsh fuel cell operational conditions 

into account. Although great efforts have been devoted to fabricate non-Pt or even non-

precious metal based catalysts to reduce the production cost, they often suffer from 

dissolution in acidic electrolyte and most of them can only performed in alkaline medium. 

At present, numerous work is focused on fabricating advanced catalysts possessing 

combined merits of 1D morphology, multi-composition as well as novel structures like 

core-shell, porous, hollow and ultrathin shapes. Nonetheless, it seems there is no in-depth 

understanding about the function of these factors at molecule reaction level. We also need 
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to pay attention to that most of the evaluation process for 1D nanostructures is only based 

on ex-situ electrochemical measurements in liquid electrolyte, and only Pt nanowires have 

been really tested in fuel cells, which is crucial for the practical application.  

 

In light of these shortfalls, future work should focus on the following aspects: (i) an 

emphasis must be placed on the validation of catalyst performance in real fuel cell 

operating conditions; (ii) more in-depth theoretical and experimental studies are demanded 

to understand the structure-property correlations in electrocatalysis, in particular in 

practical fuel cell electrodes; (iii) an ongoing pursuit should be performed to develop 

facile, green and scale-up catalyst synthesis processes to realize high-yield catalyst 

production; (iv) there is a need for further reducing precious metal loadings to meet the 

requirement for fuel cell commercialisation; (v) continuous efforts should be made to 

optimise the geometry, composition and structure of 1D catalysts with characteristics of 

self-supported, appropriate adsorption for reactant species and favourable electron transfer 

pathways to further improve the catalytic activity and durability; vi) for the integrated 

GDE technology, the effects on the distribution of 1D nanostructures and the 

corresponding impact on the final electrode structure and performance need further 

investigation. It is believed that with the resolving of these challenges, 1D nanomaterials 

with novel structural motifs, diverse advantages, multifunctional performance and 

effective cost will show a high potential in electrocatalysis for low temperature PEFC 

applications.  
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Table 2.1 Type, preparation method, morphology and performance of one-dimensional catalysts for ORR. 

Catalyst Preparation Morphology Measurement Activity Reference 
Pt NWs Wet chemical synthesis Diameter: 1.3–3 nm; length up to 

several microns 
ORR 88 mA mg–1 

0.368–1.45 mA cm–2 
[44, 72, 73] 

Pt nanowire membrane Te nanowire template Diameter: 12 nm; length: hundreds 
of nanometers 

ORR Comparable with JM Pt/C [167] 

Pt NTs AAO, Ag or Cu nanowires 
templates 

Wall thickness: 2.5–11 nm ORR 84.5–240 mA mg–1 

0.369–2.39 mA cm–2 
[74-78] 

Pt NRs Glancing angle deposition (GLAD) 
technique 

Diameter: 5 up to 100 nm; length: 
50–400 nm  

ORR in HClO4  Lower mass and higher 
specific activity than Pt/C 

[79] 

Pt nanochain or 
nanolance 

Thermal decomposition or 
Hydrothermal methodology 

Diameter: 5–15 nm  ORR 3.24 mA cm–2 [80, 168] 

Single Pt NW 
electrode 

UPD or lithography patterning Radius: 6–130 nm; length: 40 nm. ORR in KOH and 
H2SO4 

 [169, 170] 

Supported Pt NWs Spray drying and Formic acid 
reduction 

Diameter: 4–13.9 nm ORR in acid 33–158 mA mg–1 

0.415 mA cm–2 
[83-85] 

Pt NWs/graphene NaBH4 or formic acid reduction Average diameter: 2–5.8 nm ORR in acid up to 1010 mA mg–1 

up to 1.5 mA cm–2 
[86-88] 

Pt NWs/C Acid reduction or electrospinning Diameter: 4.0–85 nm H2/air PEFC cathode max power density: 748.8  [153, 154, 
156] 

Pt NW arrays Formic acid reduction Diameter 4 nm DMFC cathode 64 mW cm–2 with 2 mg cm–2 
Pt loading 

[163] 

Pt NW arrays  Formic acid reduction Diameter: 4 nm  Integrated PEFC 
cathode 

max  power density: 340–390 
mW cm–2 

[160, 164] 

Pd-Pt ND, NW and 
NR 

Chemical and template approach Diameter: 10–35 nm ORR in HClO4 and  
KOH  

up to 3810 mA cm–2 [93-95, 123, 
171] 

Pt-Au NRs Formic acid reduction Diameter:10–20 nm ORR in HClO4 48 mA mg–1 [95] 
Pt-Fe NWs Electrospinning / Organic phase 

reduction 
Diameter: 2.5–10nm ORR in accid 77.1–844 mA mg–1 

0.3831.53 mA cm–2 
[99-101] 

CoPt  NWs Organic phase reduction Diameter: 2.5 nm;  ORR in HClO4 0.64 mA cm–2 [101] 
PtNi NR or NF Sputtering/template Diameter: 25–100 nm ORR in HClO4 440 mA mg–1 

1–4.41 mA cm–2 
[102, 172] 

Pt-Cu NTs AAO template/ Galvanic 
replacement 

Wall thickness: 30.3 nm  ORR in HClO4 190–232 mA mg–1 

0.8–2.57 mA cm–2 
[104, 106]  



41 
 

Pt-Cu NRs Polyol or formic acid reduction Diameter: 5 nm; length: 6–20  nm ORR in HClO4 44–48 mA mg–1 

0.215 mA cm–2 
[95, 109] 

PtNiFe NWs or NRs Organic phase Diameter: 2 nm; length: 20 nm ORR in acid  5.32 mA mg–1 

0.0077 mA cm–2 
[107, 108] 

PtCuM NRs, NTs 
(M=Ni, Fe, Pd) 

Wet chemical /template Diameter: 2–30 nm; length: 20±2 nm ORR in HClO4 64–103.4 mA mg–1 

0.251–1.369 mA cm–2 
[108-110] 

PtCuCoNi NTs AAO templates Wall thickness: 30–10 nm ORR in HClO4 190 mA mg–1 
0.18 mA cm–2 

[111] 

Pt coated Cu NWs Galvanic displacement Outer diameter: 100 nm; Pt layer: 2 
nm 

ORR in HClO4 82 mA mg–1 

1.501 mA cm–2 
[78] 

Pd-Pt core-shell NWs, 
NTs 

UPD or galvanic displacement Core diameter: 2.0 nm; wall 
thickness: less 6 nm 

ORR in HClO4 340–1830 mA mg–1 

0.58–0.77 mA cm–2 
[116, 118, 
119, 173] 

Au/Pt or PtM (M=Au, 
Ni) NWs and NRs 

Chemical reduction  ORR in acid 41.3–479 mA mg–1 0.308 mA 
cm–2 

[120, 122] 

FePtM/Pt or FePt 
(M=Pd, Au) NWs or 
NRs 

Chemical reduction Shell thickness: 0.3–1.3 nm 
 

ORR in HClO4 103.4–1680 mA mg–1 

1.369–3.47 mA cm–2 
[108, 121] 

Pt-on-Pd NDs Ascorbic acid reduction Branch width: 2–3 nm ORR in H2SO4 36.5 mA mg–1 

0.342 mA cm–2 
[124] 

Pt-on PdBi NW Oil phase synthesis Diameter: 8.3  nm;  ORR in HClO4 1160 mA mg–1 

1.48 mA cm–2 
[125] 

Pd NWs Template method Diameter: 45  nm, ORR in HClO4 1.84 mA cm–2 [126]  
PdCu NWs Colloidal method Width: 18.2  nm ORR in HClO4  [129] 
PdFe nanoleaves Wet chemical method Diameter: 2.3 nm ORR in NaOH 159 mA mg–1 

0.305 mA cm–2 
[130] 

Core-shell MnO2@Pd-
NRs 

Electroless deposition  Diameter: 40–50 nm ORR in KOH 500 mA mg–1 [131] 

Au NDs/Graphene Wet-chemical Diameter: 35 nm ORR in KOH  [132] 
Pd-Au NTs Galvanic displacement  Wall thicknesses: 6 nm ORR in KOH 240 mA mg–1 

1.98 mA cm–2 
[128] 

PdAu NWs Template or wet-chemical Diameter: 2–50 nm;  ORR in HClO4 0.4–0.49 mA cm–2 [133, 134] 
PdAu nanochain Template  Diameter: 5.6  nm; ORR in NaOH  [135] 
Au@Pd core-shell 
nanothorns 

Co-chemical reduction Diameter: 30–50 nm ORR in KOH  [136] 

Ag nanobelt Hydrothermal method Thickness: 40–60 nm;  ORR in NaOH  [137] 
Ag NRs Polyol process Diameter: 83±3 nm ORR in KOH  [138] 
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Ag NWs/MWCNTs Polyol process    [139] 
Ag NWs/ N-graphene Hydrothermal method  ORR in KOH  [140] 
Ag/Au/AgCl 
nanocomposites 

Galvanic replacement Ag nanowire diameter: 500–550 nm ORR in NaOH  [142] 

Cu-Ag NWs  Seed-mediate Diameter: 16 nm; ORR in KOH  [141] 
Cu2Se nanowires solid-liquid phase chemical 

transformation 
Diameter:50–70 nm ORR in KOH 3.5–12 mA mg–1 

 
[144] 

N-CNTs Wet chemical and annealing  ORR in H2SO4 and 
KOH 

 [151, 152] 

N-Fe/Fe3C@C Wet chemical and annealing Diameter: 20–30 nm;  ORR in PBS   [143] 
MnOx-CNTs Electrochemical 

deposition  
 ORR in KOH  [145] 

MnOx NWs Polyol method Diameter: 10 nm ORR in KOH  [146]  
Graphene-Ni-MnO2 
and Cu-MnO2 NWs 

Hydrothermal method  ORR in alkaline  [147] 

CaMn2O4 NRs Solvothermal method Diameter: 150–300 nm;  ORR in KOH 70 mA mg–1 

0.0148 mA cm–2 
[148] 

NiCo2O4 NWs Coprecipitation Diameter:  50 nm ORR in KOH  [149] 
RuVOx NWs Vapor–phase transport  Dimension: 182 ORR in PBS  [174] 
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CHAPTER 3 
MATERIALS AND EXPERIMENTS 
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3. Materials and Experiments 

This chapter explains the experimental procedures adopted in this thesis, which are based 

on bringing together the chemistry of 1D nanostructure synthesis and the engineering of 

fuel cell test. Detailed experimental processes are introduced for the preparation of gas 

diffusion electrodes (GDEs) with Pt nanowires (NWs), PdPt nanodendrites (NDs) and self-

painted microporous layers (MPLs) with different carbon loadings, carbon compositions, 

carbon treatment situations and polytetrafluoroethylene (PTFE) loadings, as well as the 

fabrication of membrane electrode assemblies (MEAs). The physical characterisation 

techniques for the distribution, morphology, structure and composition of the as-prepared 

catalysts and corresponding GDEs are discussed, including SEM, TEM, XRD, TGA, EDS 

and XPS. The detailed testing procedures of the as-prepared GDEs in the single fuel cell 

are also presented.  

 

3.1 Chemicals, Materials and GDE Fabrication  

3.1.1 In-situ Growth of Catalyst Nanostructures on GDLs 

Pieces of 4×4 cm2 Sigracet® 35BC carbon paper were used as the fuel cell GDLs and 

supports for catalyst nanostructures growth. Before use, the obtained GDLs were rinsed by 

ultrapure water (18.2 MΩ cm, Millipore water system) and isopropanol (IPA) (C3H8O, 

>99.5%, Fisher Scientific UK), respectively, and treated in IPA solution in ultrasonic bath 

(U300, Ultrawave, UK) for 30s. For the in-situ growth of catalyst nanostructures on GDLs, 

a certain amount of metal precursor solution coupled with formic acid was added into the 

ultrapure water in a 6 cm glass petri dish. Then the carbon paper was immersed in the 

mixed solution and stored at a fixed temperature for the nanostructure growth. 

 



45 
 

In-situ Growth of Pt NWs on GDLs at Different Temperatures 

Typically, to grow 0.4 mg cm–2 Pt NWs on a piece of 16 cm2 carbon paper, 17 mg 

hexachloroplatinic acid hexahydrate (H2PtCl6·6H2O, ≥37.50% Pt basis, Sigma-Aldrich 

UK) and 0.53 mL formic acid (CH2O2, 98%, Sigma-Aldrich UK) were added into 10.6 mL 

ultrapure water. The carbon paper was immersed in the mixed solution and stored at room 

temperature for Pt nanowire growth. The reaction took place by the following chemical 

reaction:                      

                                 H2PtCl6 + 2HCOOH → Pt + 2CO2↑ + 6HCl                        (3.1) 

The growth of nanostructures was completed when the colour of the solution changed from 

yellow to colourless. After that, the samples were rinsed using ultrapure water and IPA, 

followed by drying at 40 oC overnight. The as-prepared carbon paper samples with in-situ 

grown Pt NWs were directly used as GDEs at the cathode side. The whole fabrication 

process is shown in Fig. 3.1. 

 

Fig. 3.1 Fabrication process for in-situ growing nanostructures on GDL. a) GDL; b) in-situ 

growing nanostructures on GDL; c) GDE with in-situ grown nanostructures (inset is the 

SEM image of the red square). 
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To understand the influence of the growth temperature on the PtNW GDE performance, 

the in-situ growing of Pt NWs on GDL surfaces was investigated at various temperatures 

of 5, 15, 25, 35, 40 and 50 oC. 

 

In-situ Growth of PdPt Nanostructures with Different Pd Atomic Percentages 

The same in-situ growth process as for PtNW GDEs was employed except for the addition 

of palladium(II) chloride (PdCl2, anhydrous, 60% Pd basis, Sigma-Aldrich UK) in the 

reaction solution. The PdPt nanostructures with Pd atomic percentages of 50, 25, 10, 5, 2.5 

and 0.5% were studied. The reactions took place by chemical reactions according to 

Equation 3.1 and the following equation: 

                                   PdCl2 + HCOOH → Pd + CO2↑ + 2HCl                            (3.2) 

 

3.1.2 Fabrication of Self-made GDLs with Painted MPLs 

GDLs usually contain double layers: one is the macroporous substrate layer and the other 

is MPL coated on the surface of the substrate [175, 176]. The substrate is usually made 

from porous stacked carbon fibre and treated by a water-proofing agent, e.g. PTFE [177, 

178]. The MPL is mainly composed of carbon powder and PTFE as the hydrophobic 

polymeric binder [179]. The reason for adding PTFE in both layers is to make the GDL 

surface hydrophobic, thus effectively removing the generated water to avoid water 

flooding in fuel cell operation [180]. Fig. 3.2 depicts the naming rules of GDLs from 

Sigracet® used in this work [181]. To evaluate the GDL features for in-situ growing Pt 

NWs, YC GDLs were directly used as supports to study the effect of PTFE loading in 

substrates while self-made GDLs with painted MPLs on 35BA substrates were used to 
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investigate the effect of carbon loading, carbon composition, carbon treatment and PTFE 

loading in MPLs.  

 

Fig. 3.2 Naming rules for GDLs from Sigracet®: AA means a plain substrate; YA indicates 

different PTFE loadings in the substrate without the MPL; YC indicates different PTFE 

loadings in the substrate with a standard MPL containing 20% PTFE. 

 

Carbon Loading in MPLs 

According to the data of areal weight of 35BA (54 g m–2) and 35BC (110 g m–2) GDLs 

provided by the Sigracet®, the calculated carbon loading in the standard Sigracet® MPL is 

4.48 mg cm–2 plus 1.12 mg cm–2 PTFE. The carbon loading is much higher than the 

reported value from literature, which is usually in the range of 0.5–2 mg cm–2 [182-184]. 

To find the optimal amount for in-situ Pt NWs growing, the carbon inks for MPLs were 

prepared by mixing Vulcan XC-72R carbon black (Fuel cell store, USA) with the loading 

of 1, 3, 4, 4.48 and 5 mg cm–2 and 20% PTFE (60 wt% dispersion in H2O, Sigma-Aldrich 

UK) based on the total MPL weight. 
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Carbon Composition in MPLs 

A mixture of Vulcan XC-72R carbon black (CB) and acetylene black (AB) (100% 

compressed, 99.9+%, Alfa Aesar, USA) were used. The optimal carbon loading obtained 

from work planned in the above section was employed and the percentage of CB was 

changed from 0, 10, 25, 40, 50, 60, 75, 90 to 100% in the mixture of CB and AB. Based on 

the total MPL weight, 20% PTFE was added in all the carbon inks. 

 

Carbon Treatment in MPLs 

The as-received CB and AB were immersed in nitric acid (HNO3, ≥69%, Sigma-Aldrich 

UK) and treated by ultrasonic bath for 30 min and stirred for 20 h at room temperature 

[185]. After that the acid treated CB and AB were washed with ultrapure water and dried 

at 40 oC overnight. According to the optimal carbon loading, HNO3 treated pure CB, pure 

AB and mixtures based on the optimal carbon composition were used to prepare carbon 

inks. 

 

PTFE Loading in MPLs 

With the optimal carbon loading and carbon composition, MPLs were made by using 

various PTFE loadings of 5, 10, 15, 20, 25, 30 and 40% (to total MPL weight) in carbon 

inks.  

 

The as-prepared carbon inks were dispersed in a mixture of water and IPA solution and 

were treated by ultrasonic bath for 15 min and then by ultrasonic horn (130 W, 30% 

amplitude, VCX 130, SONICS, USA) for 10 min, followed by brush painting on the 35BA 

substrate. The painted GDLs were dried at 40 oC in the oven for 1h. After that, they were 
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treated at 240 oC for 30 min in air to remove the remaining dispersing agent and then at 

350 oC for 30 min to improve the distribution of PTFE throughout the MPL [186]. The 

treated GDLs were ready to use for the growth of Pt NWs. 

 

3.2 Characterisations 

3.2.1 Scanning Electron Microscopy (SEM) 

Scanning electron microscopy (SEM) was used for observing the sample surface. A field 

emission scanning electron microscope (FE-SEM, JEOL 7000F with Oxford Inca EDS) 

with a resolution of 1.2 nm at 20 kV and a wide magnification ranges from 25 to 100,000 

times was used in the experiment. GDE samples with in-situ grown Pt and PdPt 

nanostructures were directly cut and pasted on the specimen holder to check the 

morphology and distribution of catalysts on the GDL surface.  

 

3.2.2 Transmission Electron Microscopy (TEM) 

Transmission electron microscopy (TEM) is a very powerful tool for characterising 

material features. The analysis was performed to provide information about the sample 

features such as microstructure, crystal structure, and defects. High resolution TEM 

imaging was conducted to understand the crystal structure of the single nanowires. For 

preparing TEM samples, Pt and PdPt nanostructures were scratched from the GDE surface 

and dispersed in ethanol by ultrasonic treating for 30 min. After that, a drop of the solution 

was pipetted onto an Au or Cu grid with holey carbon film and left to dry in air. TEM 

images were captured using a high-resolution transmission electron microscope (HR-TEM, 

Philips CM200 FEG) with an accelerating voltage of 200 kV. Selected-area electron 

diffraction (SAED) pattern was obtained to confirm the crystallinity of the nanostructures.  
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3.2.3 X-Ray Diffraction (XRD) 

As a non-destructive technique, X-ray diffraction (XRD) was used to identify the general 

crystal structure of different catalyst nanostructures grown on GDL surfaces. To perform 

XRD analysis, GDEs were cut to the right size and directly stuck on a customed sample 

holder. XRD patterns were recorded with a Siemens D5005 powder X-ray diffractometer 

operated at 40 kV and 30 mA using Cu Kα (λ=0.15418 nm) radiation. The scanning 2θ 

ranged from 20 to 90° with a step size of 0.0147457°. The holding time was 0.35 second 

per step. 

 

3.2.4 Thermogravimetric Analysis (TGA) 

In this work, thermogravimetric analysis (TGA) was adopted to estimate the amount of 

catalysts deposited on the GDL surface. The PTFE loading and the carbon decomposition 

behaviour of GDLs were also interpreted from the TGA curve. The analysis was 

conducted by a TGA instrument (NETZSCH, TG209F1) under an air flow rate of 40 ml 

min–1 and a heating rate of 10 oC min–1 to 900 oC. 

 

3.2.5 Energy-Dispersive X-ray Spectroscopy (EDS) 

Energy-dispersive X-ray spectroscopy (EDS) integrated with TEM was employed to 

analyse the chemical elements and composition of GDE samples. In the analysis, EDS 

spectra were obtained by an Oxford Instruments ultra-thin window (UTW) EDS detector 

associated with Philips CM200 HR-TEM to detect the existence of PdPt nanostructures on 

GDLs and determine the relative atomic composition of Pd and Pt.  
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3.2.6 X-ray Photoelectron Spectroscopy (XPS) 

 X-ray photoelectron spectroscopy (XPS) was conducted to identify the surface elemental 

composition of catalysts and to determine the local chemical environment within solid 

samples. Besides, the peak shift resulting from the variation of atom chemical states was 

also used to evaluate the oxidation state of elements due to the synergistic effect from alloy 

and hybrid. In this work, XPS analysis was conducted on an XPS spectrometer (AXIS 

Nova, Kratos Analytical) by using high power monochromatized Al Kα radiation (1486.6 

eV) at the National EPSRC XPS User’s Service (NEXUS) at Newcastle University. 

 

3.2.7 Ultraviolet-Visible Spectroscopy (UV-Vis) 

Ultraviolet-visible spectroscopy (UV-Vis) was used to determine the absorption peaks of 

precursor solutions and monitor the reaction evolution with time. Absorption spectra were 

recorded on an UV-Vis spectrophotometer (Thermo Scientific Evolution 60S, U.S.) with a 

1 cm quartz cell. 

 

3.2.8 Drop Shape Analyser 

The drop shape analyser (EasyDrop Standard, Kruss) was employed to measure the water 

contact angle on the self-made GDLs with different PTFE loadings in the MPLs. During 

the measurement, a 5 μL water droplet was placed on the GDL surface and the analysis 

was conducted by using the DSA1 software. The water contact angle formed by the 

intersection of the liquid-solid interface and the liquid-vapour interface was determined as 

an indication of the hydrophobic degree of the GDL.  
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3.3 Membrane Electrode Assembly (MEA) Fabrication 

Membrane electrode assemblies (MEAs) with an active area of 16 cm2 were fabricated 

using commercial Johnson Matthey GDEs (ELE1065-0983, Pt nanoparticle at a loading of 

0.4 mgPt cm–2 on Sigracet® 34BC) as anodes and the as-prepared Pt or PdPt GDEs as 

cathodes. Before being fabricated into MEAs, both of the anode and cathode GDE surface 

were coated with a thin layer of Nafion ionomer (Nafion loading of ca. 0.6 mg cm–2). The 

Nafion dispersion was prepared by mixing 90.5 µL Nafion® solution (D1021, 10 wt%, Ion 

Power Inc.) with 140 µL IPA and treated in an ultrasonic bath for 30 min. The Nafion 

painted GDEs were dried in the air before assembling. After that, the two GDEs were 

sandwiched at both sides of a 6×6 cm2 DuPont Nafion 212 membrane and hot pressed at 

125 oC under 4.9 MPa pressure for 2 min to obtain the MEA. The detailed fabrication 

process is shown in Fig. 3.3. 

 

Fig. 3.3 The schematic for MEA fabrication. 
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For comparison, an MEA was fabricated simultaneously with a cathode of state-of-the-art 

commercial Pt/C (45.91 wt%) catalyst (TEC10E50E, Tanaka KikinzokuKogyo K. K. 

(TKK), Japan). The catalyst was mixed with Nafion® solution (10 wt%) and IPA to make 

catalyst ink, which was treated with ultrasonic horn for 30 min and then hand painted onto 

the GDL surface at a Pt loading of 0.4 mgPt cm–2. The as-prepared GDE was dried 

overnight and used to make the reference MEA. 

 

3.4 Fuel Cell Testing 

The fabricated MEAs were tested in a PEFC test stand (PaxiTech-BioLogic FCT-50S) to 

study the electrode performance, including polarisation curve and electrochemical 

impedance spectroscopy (EIS). In-situ cathode cyclic voltammetry (CV), accelerated 

degradation test (ADT), as well as intrinsic mass and specific area activities of catalyst 

electrodes were also measured by using an EZstat-Pro system (NuVant Systems Inc., U.S.) 

integrated with the test stand. FC-lab and EZWare software were used to control the 

testing procedures. Each testing was repeated two or three times and the error bars 

represent standard deviation of measurements. The gasket used in the fuel cell test was 

polytetrafluoroethylene (PTFE) sheets with a thickness of 254 µm at both cathode and 

anode sides. The test system is shown in Fig. 3.4. 
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Fig. 3.4 Single fuel cell testing system. 

 

3.4.1 Polarisation Curves 

After assembly, the MEA was first conditioned by a break-in process kept at 0.6 V until 

the cell current reached a near stable state, which normally takes ca. 7–10 hours. This 

process is intended to make sure that the Nafion membrane in the MEA is completely 

humidified to reach the optimal testing conditions. After this, 100 rapid potential sweep 

cycles at a rate of 50 mV s–1 were conducted from open circuit voltage (OCV) to 0.25 V to 

further activate the catalysts. Polarisation curves were then recorded at a slow scan rate of 

5 mV s–1. The cell activation and testing were conducted at 70 oC with gases fully 

humidified before entering the cell. The stoichiometry was 1.3/2.4 for H2 and air with the 

gas flow rates kept at least at 120 and 300 mL min–1 at a backpressure of 2 bars, 

respectively.  

 

A typical fuel cell polarisation curve is shown in Fig. 3.5. The actual voltage output is 

usually obtained from the theoretical ideal value after the activation, ohmic resistance and 
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concentration losses. The activation loss is caused by the reaction kinetics on the electrode 

surface. A portion of the lost voltage demonstrates the catalytic activities of Pt 

nanoparticles or 1D Pt nanostructures in driving the transportation of electrons and protons 

to complete the electrochemical reactions. The ohmic resistance loss, a linear loss, is 

related to the electron resistance due to the current flow through different components and 

ionic resistance owing to the electrolyte membrane used in the MEA. The rapid voltage 

loss at high current density is the concentration or mass transport loss resulting from the 

difference between the reactant concentration at the catalyst surface and the bulk area, 

acting as a good tool to evaluate the electrode structures used in this PhD work. Also, 

blockage of reaction sites due to the insufficient water removal will also contribute to the 

concentration overpotential. The corresponding power density curve can be directly plotted 

by multiplying the cell voltage and the current density. 

 

Fig. 3.5 Typical polarisation curve of a PEFC. 
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3.4.2 Electrochemical Impedance Spectroscopy (EIS) 

Electrochemical impedance spectroscopy (EIS) is used as a powerful tool for the analysis 

of complicated processes in fuel cells. It is employed to determine the electrochemical 

reaction mechanism and identify the dominant reaction step at a certain frequency. In fuel 

cell testing, EIS measurements were performed in the frequency range from 10 kHz to 0.1 

Hz with amplitudes of 0.05, 1 and 2 A. Three current densities at low, medium and high 

values, i.e. at 0.05, 0.5 and 1.0 A cm–2, respectively, were chosen for the measurement. At 

low current densities, the main impedance, usually represented by a single semicircle, is 

contributed by the charge transfer resistance due to the ORR kinetics of the electrodes. The 

impedance represented by the intercept with Zre axis at high frequency is the ohmic 

resistance from the membrane and the interfacial contact resistance (ICR) between 

different components. With the increase of current density, at a medium or high value, a 

second semicircle appears at a relative low frequency region (high Zre values), which is 

mainly caused by the mass transfer losses. Typical EIS at low and high current densities 

are shown in Fig. 3.6. 

 

The impedance spectrum for fuel cells can be modelled with an equivalent electrical circuit, 

which usually consists of resistors and capacitors. Fig. 3.7 shows an equivalent impedance 

circuit for fuel cells at a high current density. Rs is the ohmic resistance of the different 

components; Rp represents the charge transfer resistance and Cdl is the double layer 

capacitance on the surface of the electrode; the parallel Rd and Cd added to the circuit 

consider the mass transfer losses through the MEA. 
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Fig. 3.6 Typical EIS for an MEA at the (a) low and (b) high current density. 
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Fig. 3.7 Fuel cell impedance equivalent circuit at a high current density. 

 

3.4.3 Cyclic Voltammetry (CV) 

Cathode cyclic voltammograms (CV) were recorded using an EZstat-Pro system integrated 

with the test stand. The cathode was fed with fully humidified nitrogen at 300 mL min–1 as 

working electrode, and the anode was fed with fully humidified hydrogen at 120 mL min–1 

as both reference and counter electrode, designated as a dynamic hydrogen electrode 

(DHE). Then the potential was cycled between 0.05 and 1.2 V versus DHE at 20 mV s–1 

for 5 cycles, and the fifth cycle was recorded. The electrochemical surface areas (ECSAs) 

were measured by the electrochemical hydrogen adsorption/desorption method. A typical 

CV curve with hydrogen desorption area in the positive-going potential scan is illustrated 

in Fig. 3.8. 
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Fig. 3.8 Cathode cyclic voltammogram of an MEA. 

 

The ECSA was calculated by the equation given below: 
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where QH is the hydrogen adsorption or desorption charge [187] determined by integrating 

the current in the hydrogen region (below 0.4 V) after double-layer correction, L is the 

catalyst loading (e.g. 0.4 mgPt cm–2) and Ag is the geometric area of the GDE (e.g. 16 cm2). 

QH = 210 µC cm–2 is used as the conversion factor, corresponding to the charge on a 

polycrystalline Pt surface covered by a monolayer of hydrogen atoms [188, 189].  

 

3.4.4 Accelerated Degradation Test (ADT) 

Accelerated degradation tests (ADTs) were used to predict the long-term durability of fuel 

cells. A representative graph for the cycles of ADT test is shown in Fig. 3.9.  
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Fig. 3.9 Triangle potential cycling used for the accelerated degradation test. 

 

Triangle potential cycling between 0.6 and 1.2 V at a scan rate of 50 mV s–1 was used, 

showing a much faster degradation compared with the step potential cycling, to shorten the 

test duration. The cycling potential range of 0.6–1.2 V is employed since this high voltage 

specially causes a high catalyst degradation ratio at the electrode [190]. During the cycling, 

the cathode and anode were fed with fully humidified pure N2 at 300 mL min–1 and pure 

H2 at 120 mL min–1, respectively. ECSA was measured after the durability test to evaluate 

the degradation of catalysts.  

 

3.4.5 Catalytic Activity in Oxygen 

In addition to the power performance in H2/air, the intrinsic catalytic activities of catalysts 

in the as-prepared GDEs were also measured in H2/O2 by the standard protocol described 

in detail by Gasteiger et al. [191] considering the H2 crossover and ohmic resistance 

corrections. The testing was conducted on fuel cells at 80 oC with fully humidified H2 and 
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O2 to minimise the mass-transfer polarisation in GDEs. Stoichiometric flow rates of H2 at 

the anode (s=2) and O2 at the cathode (s=9.5) were used with minimum flow rates of 120 

and 300 mL min–1 to meet the requirement of the testing system. The absolute pressure 

was 1.5 bars on both sides for the entire testing process. The H2 crossover correction was 

processed by including the H2 crossover current densities (jCorrected) measured at 0.6 V over 

a period of 30 min (Fig. 3.10a) under the operating conditions to obtain stable values. The 

cell resistance (R) was determined by EIS measurement evaluated at 1kHz for iR 

correction (Fig. 3.10b). 

 

Therefore, the corrected current density is calculated by  

                                               jCorrected = jOriginal + jH2-crossover                        (3.4) 

and the corrected voltage is obtained according to  

                                      ECorrected = jCorrected × AGDE × R1kHz + EOriginal                       (3.5)                       

where EOriginal is the measured cell voltage and AGDE is the GDE area. The kinetic catalytic 

activity, i0.9, was determined at 0.9 V from the corrected polarisation curve based on 

Equation 3.4. The mass and specific area activities of catalysts were calculated by the 

following equations: 
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Fig. 3.10 (a) H2 crossover current density at 0.6 V and (b) ohmic resistance measured by 

the EIS at 1kHz. 
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4. Temperature-Controlled Growth of Pt Nanowires for High Performance Catalyst 

Electrodes  

This chapter focuses on the investigation of the effect of growth temperature on the in-situ 

growing of Pt nanowires (Pt NWs) on the gas diffusion layer (GDL) surface to achieve 

high performance catalyst electrodes for polymer electrolyte fuel cells (PEFCs). Pt-

nanowire (PtNW) gas diffusion electrodes (GDEs) fabricated at various temperatures are 

characterised and tested in a single fuel cell to understand the structure-property 

relationship.  

 

4.1 Introduction 

In the synthesis of nanostructures, reaction temperature has been regarded as an important 

control factor. Controlling temperature is a tool to tune the phase formation kinetics [192] 

and the driving force for mass transfer in reaction systems [193], thus changing the 

morphology and property of the product. A very good example depicted in Fig. 4.1 

illustrates how temperature changes the morphology of the product during the reduction of 

chloroplatinic acid by formic acid [68]. It can be observed that at a high temperature the 

products are mainly nanoparticles while at room temperature they grow into nanowires and 

further agglomerate into super structures. The reason for this is temperature affects the 

crystal nucleation and growth rate. It is usually considered that a relative low reaction 

temperature is necessary to slow down the reduction rate of Pt ions, favouring the growth 

of {111} planes and therefore leading to the formation of single-crystal Pt nanowires [41, 

194]. For instance, revising from 180 oC, which is commonly used for synthesising 

nanoparticles [195], to 110 °C, Xia and co-workers [196] grew Pt nanowires on metal 

gauzes by reducing H2PtCl6 with ethylene glycol. At room temperature, Sun et al. [194] 
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synthesised single-crystal Pt nanowires on carbon black via the reduction of H2PtCl6 by 

HCOOH. However, in the synthesis of nanostructures, besides morphology, the growth 

temperature also plays a key role for the behaviour (e.g. the distribution and aggregation) 

of the synthesised nanostructures. In practical applications, the behaviour of Pt nanowires 

is as important as Pt nanowires themselves. For example, when Pt nanowires are used as 

electrocatalysts in fuel cells, they are expected to be optimally distributed in the catalyst 

layer to achieve a low charge and mass transfer resistance [162], a suitable length to enable 

self-support [197], and an ultra-thin size to obtain a high electrochemical surface area 

(ECSA) [87]. This highlights the importance of a finely tuned synthesis temperature for 

simultaneously controlling the behaviour and structure of Pt nanowires for practical 

applications. 

 

Fig. 4.1 Schematic illustration of the formation and shape evolution of Pt nanostructures 

corresponding to temperature (H.T.: high temperature; R.T.: room temperature) [68]. 

 

Another thing worth noting is that temperature also influences the wetting behaviour of 

liquids on the solid surface. As PtNW GDEs are fabricated by in-situ growing Pt NWs on 
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the GDL carbon paper surface through a wet-chemical synthesis process in aqueous 

solution, the wettability of the GDL should also be taken into consideration. In fuel cells, 

to prevent the water flooding in operation, the GDL surface is usually treated with PTFE to 

achieve super hydrophobicity. This feature makes the surface very difficult to be wetted by 

the aqueous solution. A high temperature can help improve the wettability of the GDL 

surface, facilitating the growth of Pt nanowires because increase in temperature can reduce 

the water contact angle, thus making the surface more easily wetted [198].  

 

In this work, Pt nanowires in-situ grown on large-area carbon paper at different growth 

temperatures are investigated. Various temperatures including 5, 15, 25, 35, 40 and 50 °C 

are studied. Too high temperatures, e.g. 80 °C [199] will lead to direct formation of Pt 

nanoparticles in solution by homogeneous nucleation, so the temperature range is chosen 

to be below 50 °C. Considering the power performance in fuel cells, the role of the 

reaction temperature in the Pt nanowire growth process is proposed based on their 

morphology and distribution on the GDL surface. 

 

4.2 Crystal Structure of Pt Nanostructures at Various Temperatures 

TGA analysis was implemented to measure the actual Pt loading on the GDL surface, 

including the pristine 35BC GDL carbon paper and PtNW GDE samples grown at 5, 25, 

40 and 50 oC. The results are shown in Fig. 4.2. It can be seen that at the temperature 

ranges below 450 oC and higher than 740 oC, the plots for all samples are nearly flat and 

there is no obvious mass change. In the middle range between 450–740 oC, there is a sharp 

mass loss. Generally, the TGA curves within this range can be divided into two regions 

[200]: a relative slow mass loss below 580 oC and a rapid drop in the range of 580–740 oC. 
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The former part between 450–580 oC can be assigned to the pyrolysis of PTFE in GDLs 

which corresponds to ca. 20 wt% loss. This is in line with the PTFE loading reported from 

the company as shown in Chapter 3. The sharp loss between 580–740 oC is associated with 

carbon oxidation to form carbon oxides [201]. From Fig. 4.2, we can see that the TGA 

curves of 35BC GDL and PtNW GDEs overlap well in the PTFE pyrolysis stage, 

demonstrating no influence from the grown Pt nanowires. However, in the carbon 

oxidation process, a clear difference is observed between the pristine GDL and PtNW 

GDEs and a general temperature difference of ca. 50 oC is observed for the two types of 

samples. The fast oxidation process of carbon in PtNW GDEs is possibly caused by the 

catalytic effect from Pt nanowires that accelerate the carbon oxidation. This has also been 

reported by other researchers in the investigation of thermal stability of PEFC catalyst 

layers [202]. After this stage, for the PtNW GDEs, there was only Pt left and thus the 

stable line was used to calculate the Pt loading on the GDL surface. From the figure it can 

be seen that all PtNW GDEs grown at different temperatures show nearly the same Pt 

residue, and the calculated average Pt loading is ca. 6.30±0.4 mg on the 16 cm2 GDL, 

which is very close to the theoretical 6.4 mg Pt amount, demonstrating that more than 98% 

Pt NWs have been grown on the GDL support. 
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Fig. 4.2 TGA plots of the pristine 35BC GDL and PtNW GDE samples grown at 5, 25, 40 

and 50 oC. 

 

XRD analysis was also conducted to 35BC GDL and PtNW GDEs grown at 5, 25, 40 and 

50 oC to confirm the structure and crystallinity of Pt nanowires. Fig. 4.3 exhibits that 35BC 

GDL has a lot of peaks within the scan range which correspond to the carbon powder in 

GDLs. Different from peaks of 35BC GDL, some diffraction peaks observed at 39.5°, 

46.8° and 67.6° for PtNW GDEs are assigned to the (111), (200) and (220) planes of the 

face-centred cubic (fcc) structure of Pt [203], indicating that Pt NWs have a similar 

crystalline structure to the bulk Pt. Besides, no obvious difference was observed for PtNW 

GDEs grown at various temperatures, indicating the obtained Pt nanostructures have the 

same crystallinity. 
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Fig. 4.3 XRD patterns of (a) 35BC GDL and PtNW GDEs grown at (b) 5; (c) 25; (d) 40; 

and (e) 50 oC. 

 

4.3 Distribution and Morphology of Pt Nanostructures at Various Temperatures 

Pt nanostructures grown at different temperatures on GDLs were directly characterised by 

SEM. Fig. 4.4 shows SEM images of Pt nanostructures grown at 5 °C. At such a low 

temperature, a big difference is observed to the morphology and distribution of Pt 

nanostructures formed between the edge and centre area in a 16 cm2 GDE. Pt 

nanostructures have an extremely high density at the edge area (Figs. 4.4a and b) but show 

a very sparse distribution at the centre area (Figs. 4.4c-f). At the edge, Pt nanostructures 

agglomerate to form large aggregates with a size of 0.2–0.4 µm or even larger. This 

structure would significantly reduce the contribution of Pt to the catalytic activity, 

resulting in a very low catalyst utilisation. At the centre, however, the behaviour of Pt 
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nanostructures is completely different. Most of the sparse Pt nanostructures assemble 

together to form small superstructures with a size of ca. 100 nm. 

 

Fig. 4.4 SEM images of PtNW GDE grown at 5 oC. (a, b) and (c-f) show the edge and 

centre area of the 4cm×4cm GDE piece, respectively with different magnifications.  

 

Fig. 4.5 shows TEM images of Pt nanostructures grown at 5 oC. A lot of agglomerates are 

formed (Fig. 4.5a) and the detailed microstructure can only be recognised at the edge of 

the agglomeration (Fig. 4.5b). With less aggregated parts, the short nanowire morphology 

can be observed (Fig. 4.5c) and the lattice space of 0.23 nm between the {111} plane is in 

agreement with that of the bulk Pt crystal (Fig. 4.5d).  
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Fig. 4.5 (a-d) TEM images of PtNW GDE grown at 5 oC. 

 

With the increase of the reaction temperature to 25 oC, which is a common temperature 

used for growing Pt nanowires with this formic acid approach [194], even larger Pt 

nanostructures are formed at the edge area (Fig.4.6a, b). However, Fig. 4.6c-f show that 

more Pt nanostructures are grown in the centre of the GDE compared with 5 oC, which 

means the distribution of Pt nanostructures has been improved with increase in 

temperature. 
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Fig. 4.6 SEM images of PtNW GDE grown at 25 oC. (a, b) and (c-f) show the edge and 

centre area of the GDE piece, respectively with different magnifications. 

 

TEM images in Fig. 4.7 indicate that, rather than the nearly spherical Pt nanoparticles at 

the low temperature of 5 oC (Fig. 4.5), the nanowire morphology can be observed here. 

They have a length of ca. 5–20 nm and a diameter of a few nanometers, which is in line 

with reported work [13]. These nanowires finally form even larger agglomerates (Fig. 

4.6b), as mentioned above, and compared to 5 oC (Fig. 4.4b). 
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Fig. 4.7 (a-c) TEM images for PtNW GDE grown at 25 oC. 

 

When the growth temperature increases to 40 oC, no matter at the edge (Fig. 4.8a) or in the 

centre (Fig. 4.8b-d) area, uniform Pt nanowire arrays are attained across the entire surface 

of carbon paper, although growth is still slightly denser at the edge area. The nanowire 

morphology is clearly displayed from the high magnification image in Fig. 4.8d.  

 

Fig. 4.8 SEM images of PtNW GDE grown at 40 oC. (a) and (b-d) show the edge and 

centre area of the GDE piece, respectively. (b-d) are images for the centre area with 

different magnifications. 
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TEM images in Fig. 4.9 show less agglomeration and more nanowires can be observed on 

the carbon surface. The HR-TEM image (Fig. 4.9b) indicates that Pt nanowires have a 

length of 10–25 nm which is longer than those at lower temperature. A magnified image 

shown in Fig. 4.9c displays the lattice fringes of Pt nanowires and demonstrates the single 

crystallinity. In this case, the advantages of the Pt nanowires can be maximised, and an 

excellent catalytic performance can be expected.  

 

Fig. 4.9 (a-c) TEM images for PtNW GDE grown at 40 oC. 

 

When the temperature continues to increase, at 50 oC, the obtained morphology is totally 

different from that at lower temperatures. As shown in Fig. 4.10, although there is no big 

difference for Pt NWs grown at the edge (Fig. 4.10a) or in the centre (Fig. 4.10b-d) area, 

only a mixture of small superstructures and sponge-like morphology can be observed. The 

high magnification image in Fig. 4.10d shows that a lot of small nanoparticles pile up on 

the GDL surface, with a particle size of a few nanometres. This thick layer of nanoparticles 

would significantly reduce the catalyst utilisation, and also partially block the oxygen 

diffusion in the fuel cell operation, resulting in a large mass transfer resistance. The 

morphology attained at 50 oC could be attributed to the high temperature which is enough 

to overcome the homogenous nucleation energy barrier in solution, thus nanoparticles are 

produced together with nanowires. TEM images in Fig. 4.11 also show that the 
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morphology is a mixture of nanowires and nanoparticles, which is consistent with the SEM 

images shown in Fig. 4.10. 

 

Fig. 4.10 SEM images of PtNW GDE grown at 50 oC. (a) and (b-d) show the edge and 

centre area of the GDE piece, respectively. (b-d) are images for the centre area with 

different magnifications. 
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Fig. 4.11 (a-d) TEM images of PtNW GDE grown at 50 oC. 

 

4.4 Single Fuel Cell Testing 

In order to understand the effects of Pt nanowire behaviour on the practical catalytic 

performance, PtNW GDEs fabricated at various temperatures from 5 to 50 oC were used 

directly as cathodes and tested in hydrogen-air PEFCs with an active area of 16 cm2 to 

check the catalytic performance and durability. The state-of-the-art commercial TKK Pt/C 

catalyst was also tested to compare with the Pt nanowire catalyst. 

 

4.4.1 Power Performance in Fuel Cells 

Fig. 4.12 shows the power performance of the MEAs with the as-prepared PtNW GDEs. 

The measurements were taken at Tcell=70 oC with fully humidified H2 and air at 2 bars 



77 
 

(stoichiometry s=1.3/2.4), which was described in Chapter 3. It can be seen from the figure 

that the one grown at 5 oC shows a very poor power performance. With increase in 

temperature, a better performance is obtained, reaching the maximum value at 40 oC. The 

power density at 0.6 V (Fig. 4.12c) increases from 0.505 W cm–2 at 5 oC to 0.822 W cm–2 

at 40 oC, respectively. A higher temperature leads to a rapid decrease of the electrode 

performance, dropping to only 0.54 W cm–2 at 50 oC. It is worth noting that there is no big 

difference for PtNW GDEs grown in the medium temperature range from 15 to 35 oC. A 

comparison of the PtNW GDEs and the one with the state-of-the-art commercial TKK Pt/C 

catalyst (the same loading of 0.4 mg cm–2) is also included. The commercial catalyst 

shows a lower power density at 0.6 V, which is 0.74 W cm−2. 
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Fig. 4.12 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for the PtNW GDEs grown at different temperatures and the one with 

TKK Pt/C catalyst.  
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4.4.2 Electrochemical Impedance Spectroscopy (EIS) 

To further understand the PtNW behaviour, EIS measurements were conducted for PtNW 

GDEs grown at 5, 25, 40 and 50 oC and the results are shown in Fig. 4.13. At a low current 

density of 0.05 A cm–2, the main impedance is contributed by the charge transfer resistance 

shown by the diameter of the impedance semi-circle, indicating the catalytic kinetic 

performance [164, 204]. It can be seen that the PtNW GDE of 40 oC shows the smallest 

charge transfer resistance, and the one of 5 oC exhibits a very large value. At a medium 

(0.5 A cm–2) or large (1.0 A cm–2) current density, the contribution from mass transfer 

resistance would dominate the impedance. During this range, the PtNW GDE of 40 oC still 

displays the smallest first and second impedance semi-circles, indicating the smallest 

charge and mass transfer resistances, respectively, benefitting from the regular distribution 

of Pt nanowire arrays in the catalyst layer. At the high current density, the one of 5 oC 

exhibits the largest charge transfer resistance, indicating the poor catalytic performance 

caused by the large Pt nanowire aggregates; while the one of 50 oC presents the largest 

mass transfer resistance, resulting from the thick catalyst layer of the piled up Pt 

nanoparticles in GDEs. The impedance of TKK Pt/C is also included in Fig. 4.13 and 

larger values are obtained compared with PtNW GDE of 40 oC. This is in agreement with 

the power performance obtained in Fig. 4.12. 
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Fig. 4.13 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for PtNW GDEs grown at 

different temperatures. 
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4.4.3 Electrochemical Surface Area (ECSA) 

Cathode cyclic voltammograms (CVs) were recorded for PtNW GDEs grown at 5, 25, 40 

and 50 oC as well as for the TKK Pt/C catalyst in a single cell to measure the ECSA of Pt. 

From the CVs in Fig. 4.14, based on the H-desorption region and the theoretical Pt 

loading, the calculated ECSAs for PtNW GDEs grown at 5, 25, 40, 50 oC and Pt/C catalyst 

are 15.04, 12.90, 34.37, 4.91 and 56.87 m2 gPt
−1, respectively.  

 

Fig. 4.14 Cathode CVs of PtNW GDEs grown at different temperatures and the one with 

TKK Pt/C catalyst. The cathode was fed with fully humidified N2. 

 

TKK Pt/C catalyst exhibits a very large ECSA, owing to the high surface area from its 

nanoparticle morphology. Despite the heavy aggregation of Pt NWs in PtNW GDE grown 

at 5 oC, a similar CV was obtained to that at 25 oC. A possible reason is that the very short 

length of Pt NWs (Fig. 4.5) leads to a relative larger surface area as compared with the 

longer Pt NWs. At the optimal temperature of 40 oC, uniform Pt NWs covered the whole 

surface and a better ECSA is achieved as expected. At 50 oC, some Pt nanoparticles grew 
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directly in the solution rather than on the GDL surface, and all those deposited on the GDL 

surface also piled together, finally resulting in a very low ECSA. 

 

4.4.4 Durability by Accelerated Degradation Test (ADT) 

It could be seen that a temperature of 40 oC enabled uniform growth of Pt NWs to achieve 

the highest catalytic activity. To confirm the excellent stability of the single-crystal Pt 

NWs as reported in the literature [167, 205], an ADT was conducted to check the 

durability of the as-prepared PtNW GDE of 40 oC and commercial TKK Pt/C catalyst. The 

ADT was performed by 2000 potential sweep cycles at 50 mV s–1 between 0.6 and 1.2 V 

(vs. reversible hydrogen electrode (RHE)) in real fuel cell conditions with cathode filling 

of humidified nitrogen gas. After the ADT test, CVs were scanned again to compare with 

the initial curves. Fig. 4.15a shows the CVs before and after the durability test. After the 

ADT, the remained ECSA value of PtNW GDE of 40 oC and Pt/C is 17.76 and 18.81 m2 

gPt
−1, corresponding to 48% and 67% loss in their ECSA value, respectively, which is 

summarised in Fig. 4.15b. The lower degradation rate indicates better durability of the 

PtNW GDE as compared with the nanoparticle one. 
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Fig. 4.15 (a) CVs and (b) summary of the ECSAs of PtNW GDE 40 oC and TKK Pt/C 

before and after the potential cycling. Measurements were taken at Tcell=70 oC with fully 

humidified H2 and N2 at 2 bar (stoichiometry s=1.3/2.4). 
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4.4.5 Catalytic Activity in Oxygen 

For a better understanding of the intrinsic catalytic performance of Pt NWs over Pt/C, the 

catalytic activity of TKK Pt/C and Pt NWs grown at 40 oC was also tested in MEA using 

H2/O2 to minimise the mass transfer polarisations in GDEs. The kinetic catalytic activity 

was evaluated at 0.9 V from the H2/O2 performances after ohmic and H2 crossover 

corrections [191, 206]. The resistance-corrected cell voltage was determined via in-situ 

EIS (evaluated at 1 kHz) vs. current density. Current densities were H2 crossover corrected 

to yield the shown effective current density, which is referenced to the process mentioned 

in section 3.4.5. The original uncorrected and corrected polarisation curves in H2/O2 are 

shown in Fig. 4.16 and the results are summarised in Table 4.1.  

 

Fig. 4.16 Original uncorrected (solid square and circular symbols) and corrected (empty 

square and circular symbols) H2/O2 performance of the MEAs with the TKK Pt/C and 

PtNW GDEs. Measurements were taken at 80 oC with fully humidified reactants at 1.5 bar 

(H2/O2 stoichiometric flows of s=2/9.5).  
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The mass activity (im) of PtNW 40 oC is 0.225 A mgPt
–1 which is nearly double of 0.118 A 

mgPt
–1 for TKK Pt/C, and more than 3 times higher specific area activity (is) is achieved, 

which agrees with the data reported in the literature [191]. The kinetic activities obtained 

here are in line with the measured power performance above, further indicating the better 

catalytic activity of our Pt nanowire catalysts. 

 

Table 4.1 Catalytic performance characteristics of the two MEAs with TKK Pt/C and 

PtNW 40 oC. 

Catalysts ECSA  

(m2 gPt
–1) 

i (0.9 V)  

(mA cm–2) 

im (0.9 V)  

(A mgPt
–1) 

is (0.9 V)  

(µA cmPt
–2) 

TKK Pt/C 56.87 47.29 0.118 207.89 

PtNW 40 ℃ 34.37 89.85 0.225 653.55 

(im is mass activity and is is specific area activity) 

 

4.5 Growth Mechanism 

It can be seen that the growth temperature plays a key role not only for PtNW 

nanostructures, but also for their behaviour including distribution and aggregation. As we 

know, in the synthesis of nanostructures by wet chemical process, the nucleation can start 

in the reaction solution by homogeneous nucleation [207] or on the rough sites at the 

support surface by heterogeneous nucleation [208]. The heterogeneous nucleation usually 

needs a lower energy than homogenous nucleation [209], but is subjected to the existing 

barrier and energy provided for nucleation in the system [210]. 

 

In GDL carbon paper, the top layer mainly consists of carbon nanospheres. The surfaces of 

these carbon nanospheres are inert where a surface modification is usually needed if used 
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specially as catalyst support [211, 212]. Furthermore, to prevent water flooding in fuel cell 

operation, GDL carbon paper is usually treated with PTFE to achieve super 

hydrophobicity. In this case, at a low temperature, the high surface tension of the aqueous 

reaction solution can not wet the GDL support surface very well, in particular at the centre 

area for such a large piece [213], thus the active sites provided on the surface for 

nucleation are very limited. Furthermore, the very low temperature also significantly slows 

down the crystal growth rate [214]. Hence, the main structures obtained were large 

aggregates of short Pt nanowires at the edge area and very few Pt nanowires grew in the 

centre area, as seen in Fig. 4.4. With increase in reaction temperature, the surface tension 

of water is reduced and the wettability of the support surface is improved [213]. Therefore, 

in the centre area, the population of the nucleation sites multiplied and more Pt nanowires 

were obtained, as observed for PtNW GDEs grown at the medium temperature. At an 

optimal range, e.g. 40 oC here, uniform Pt NWs were grown on the carbon paper surface, 

as seen in Fig. 4.8. However, when the temperature reached a very high point, e.g. 50 oC, 

the energy provided in the system would be large enough to overcome the barrier for 

homogeneous nucleation, and nuclei would be formed in solution [215, 216]. It is also 

known that the crystal growth is very fast at a high temperature [214]. In this case, 

nanoparticles will be obtained rather than nanowires due to the fast crystal growth rate and 

the large amount of nuclei formed. This fact has been widely used to synthesise small 

nanoparticles [57]. Therefore, in our work here, although even more nucleation sites were 

obtained on the carbon paper surface, a uniform growth of Pt nanowires still could not be 

achieved. Some of these Pt nanoparticles formed in solution would then partially deposit 

and pile up on the support surface, as shown in Fig. 4.10d. In the experiment, it was also 

noticed that the reactant solution became dark at 50 oC, indicating the direct formation of 
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Pt nanoparticles in the solution. The thick Pt nanoparticle layer on the GDL will block the 

oxygen transfer during operation, in addition to the loss of Pt nanoparticles in solution, 

thus a poor catalyst electrode performance is expected.  

 

Hence, to achieve uniform Pt nanowires with good distribution, surface structure and 

morphology on the support surface, an optimal temperature is necessary to effectively 

control the Pt nucleation and crystal growth in the reaction system. In our work here, this 

was achieved at 40 oC. A schematic diagram is shown in Fig. 4.17 to explain the growth 

mechanisms of Pt nanowires on the carbon paper surface at low, moderate and high 

temperature. 

 

Fig. 4.17 Schematic diagram for Pt nanostructures grown on carbon paper surface at (a) 

low, (b) moderate and (c) high temperature.  

 

4.6 Conclusions 

In this chapter, the effects of the reaction temperature on the growth behaviour of Pt 

nanowires with large-area 16 cm2 carbon paper GDL as direct support were discussed. The 

experimental results indicated that the growth temperature played a key role in this 

process. At low temperature, the main structures obtained were huge aggregates from short 

Pt NWs, resulting in a low catalyst utilisation and poor catalytic performance. An 

increased temperature brought in an improved distribution and longer Pt NWs on the GDL 
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surface. However, too high reaction temperature resulted in the formation of nanoparticles 

in solution.  

 

At an optimal temperature of 40 oC, uniformly distributed PtNW arrays were achieved on 

the GDL surface with a diameter of ca. 4 nm and length of ca. 10–25 nm. This GDE 

showed the best catalytic performance in practical fuel cell test. A higher power density of 

0.822 W cm−2 was obtained at 0.6 V compared with 0.74 W cm−2 of the commercial TKK 

Pt/C catalyst. The in-situ H2/O2 testing demonstrated a double mass activity and a three 

times higher specific activity of Pt NWs over TKK Pt/C, which were 0.225 A mgPt
–1 and 

653.55 µA cmPt
–2, respectively. The as-prepared PtNW GDE at 40 oC also exhibited a 

better durability than the one with Pt/C NPs, demonstrating a 48% and 67% ECSA loss 

after the durability test, respectively.  

 

Because other nanostructures face the same challenge as here in the synthesis, in particular 

on various support surfaces, our improved understanding from PtNW GDEs could provide 

reference for research on novel nanostructures in fuel cells and other catalytic applications. 
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CHAPTER 5 
INTEGRATED CATALYST ELECTRODES 

BASED ON PDPT NANODENDRITES  
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5. Integrated Catalyst Electrodes Based on PdPt Nanodendrites  

In this chapter, Pd is introduced to develop integrated catalyst electrodes based on 1D PdPt 

nanostructures. The effects of Pd on the controlled growth and distribution of PdPt 

nanostructures on the gas diffusion layer (GDL) surface are investigated and the catalytic 

performance towards oxygen reduction reaction (ORR) is studied under real fuel cell 

operational conditions. Based on the results from physical characterisation and hydrogen-

air fuel cell testing, the structure-property relationship is further discussed and a possible 

mechanism for the influence of Pd on the in-situ growth process of PdPt bimetallic 

nanodendrites (NDs) is suggested.  

 

5.1 Introduction  

With a cheaper price and similar properties, Pd has been confirmed as a promising 

candidate [63, 217] to reduce the Pt loading in polymer electrolyte fuel cell (PEFC) 

electrodes while not compromising the catalytic activity. In addition, the incorporation of 

Pd can offer desired interactions with Pt to tune both electronic and surface effects, 

triggering synergistic effects to enhance physical and chemical properties [89, 218]. The 

reported 1D Pt-Pd bimetallic electrocatalysts with various structures have been 

summarised in Chapter 2. The synergistic advantages of the bimetallic feature and 1D 

anisotropic properties can lead to an improved catalysis process [219-221], resulting in 

improved long-term durability and also superior activity towards the ORR. Some 

references also indicate that the existence of Pd could play a significant role in the 

morphology of Pt-Pd bimetallic nanostructures [123, 221]. For example, Xia’s group [123] 

reported that in the presence of Pd, open branched dendrites are formed, whereas only 

foam-like Pt aggregates are obtained. In this PhD work, moving a step forward from those 
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pure material investigations, the influence of Pd on the morphology of 1D Pt-Pd bimetallic 

nanostructures, in particular their behaviour on the real fuel cell performance is further 

studied. 

 

In this work, inspired by the Pt-nanowire (PtNW) catalyst electrodes and considering the 

synergistic effect between Pd and Pt, the influence mechanisms of Pd are studied on the 

morphology, crystal structure and distribution of PdPt bimetallic nanodendrites in-situ 

grown on 16 cm2 GDLs [68, 194]. The GDLs with PdPt nanostructures are directly tested 

as cathodes in H2/air PEFCs to evaluate the performance. The electrochemical surface area 

(ECSA) and intrinsic catalytic activities of PdPt bimetallic nanostructures are measured in-

situ in PEFCs and their contribution to power performance in real fuel cell operation 

conditions are discussed in detail in comparison to Pt NWs. Based on the results, the 

influence mechanisms of Pd on the morphology, distribution and performance of PdPt 

nanostructured gas diffusion electrodes (GDEs) are proposed at the end of this chapter. 

 

5.2 Distribution and Morphology of PdPt Nanostructures  

The as-prepared PdPt GDEs with Pd amounts from 50–0.5 at% were characterised by 

SEM to investigate the behaviour of PdPt nanostructures on GDL surfaces. TEM analysis 

was performed to get detailed microstructure information for the PdPt catalysts.  

 

Fig. 5.1 shows SEM images of the distribution of PdPt nanostructures on the carbon paper 

surface with 50 at% Pd. It can be observed that many aggregates with a size of 100–200 

nm are formed. TEM images in Fig. 5.2 display more details of the catalyst aggregates 
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formed on the carbon surface. The high magnification image (Fig. 5.2d) shows that the 

formed nanostructures are spherical nanoparticles with an average diameter of ca. 5 nm. 

 

With the decrease of the Pd content to 25 at%, similar aggregates are formed to that of 50 

at% Pd and the images are shown in Fig. 5.3. Although the diameter of the aggregates 

becomes slightly larger (ca. 200–300 nm), the number is evidently decreased. TEM images 

(Fig. 5.4) show that the product consists of dominant nanoparticles with a small quantity of 

elongated particles and short dendrites. 

 

Fig. 5.1 (a-d) SEM images at different magnifications for PdPt nanostructures grown on 

the GDL surface with 50 at% Pd. 
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Fig. 5.2 TEM images at different magnifications for PdPt nanostructures with 50 at% Pd. 

 

Fig. 5.3 SEM images at different magnifications for PdPt nanostructures grown on the 

GDL surface with 25 at% Pd. 
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When further reducing the Pd amount to 10 at%, no large aggregates can be observed from 

SEM images (Fig. 5.5). TEM images in Fig. 5.6 show a better dispersion of PdPt 

nanostructures. It also shows that a high yield of nanodendrites is formed and the 

nanoparticles have disappeared. The dendrite morphology can even be observed at a lower 

magnification. The branch diameter of such nanodendrites is ca. 4 nm and the length is ca. 

5–10 nm (Fig. 5.6b). 

 

Fig. 5.4 TEM images at different magnifications for PdPt nanostructures with 25 at% Pd. 
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Fig. 5.5 SEM images at different magnifications for PdPt nanostructures grown on the 

GDL surface with 10 at% Pd. 

 

Fig. 5.6 TEM images at different magnifications for PdPt nanostructures with 10 at% Pd. 

 

At a Pd content of 5 at%, uniform PdPt nanostructures are achieved on the GDL surface 

with very few aggregates (Fig. 5.7). TEM images in Fig. 5.8 show the crystalline nature of 

PdPt NDs, which is elucidated by the selected-area electron diffraction (SAED) pattern 

with intense rings assigned to the (111), (200), (220) and (311) planes of the Pt face-
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centred cubic (fcc) crystals (inset in Fig. 5.8a). A HR-TEM image shown in Fig. 5.8d 

displays typical nanodendrites. The inset image indicates a lattice spacing distance of 0.22 

nm for one branch of PdPt nanodendrites, which is slightly smaller than 0.23 nm of the 

{111} lattice spacing of the fcc Pt. This contraction of lattice caused by the addition of Pd 

is in line with the reported results in literature [222], which indicates the interactions 

between Pt and Pd atoms in the formation of PdPt NDs.  

 

Fig. 5.7 SEM images at different magnifications for PdPt nanostructures grown on the 

GDL surface with 5 at% Pd. 
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Fig. 5.8 TEM images at different magnifications for PdPt nanodendrites with 5 at% Pd. 

Inset in a) and d) shows the SAED pattern and HR-TEM image, respectively.  

 

When the Pd content further decreases to 2.5 at% (Fig. 5.9) and even lower to 0.5 at% 

(Fig. 5.10), the distribution of PdPt nanostructures on GDLs becomes non-uniform again 

and only a part of each carbon sphere surface is covered by the catalysts.  

 

TEM images in Fig. 5.11 display the dendrite morphology. Compared with PdPt 5 at%, the 

length of branch increases to 10–20 nm while the diameter has no obvious change. 

Therefore, in the presence of a high Pd content, nanoparticles are inclined to form and 

nanodendrites are achieved when the Pd content decreases. 
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Fig. 5.9 SEM images at different magnifications for PdPt nanostructures grown on the 

GDL surface with 2.5 at% Pd. 

 

Fig. 5.10 SEM images at different magnifications for PdPt nanostructures grown on the 

GDL surface with 0.5 at% Pd. 
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Fig. 5.11 TEM images at different magnifications for PdPt nanostructures with 2.5 at% Pd. 

 

5.3 Performance in Single Cell Testing 

In order to understand the catalytic performance in real fuel cell conditions, PdPt GDEs 

fabricated with different Pd amounts were directly used as cathodes and tested in 

hydrogen-air PEFCs with an active area of 16 cm2. The effects of Pd on the catalytic 

activity and durability were further measured by polarisation curve, EIS, CV, ADT as well 

as mass and specific area activities. PtNW GDE was also tested under the same testing 

conditions for comparison with the PdPtND GDEs. 

 

5.3.1 Power Performance in Fuel Cells 

Fig. 5.12 shows the polarisation and power density curves of the MEAs with the as-

prepared PdPt GDEs. The PdPt GDE with 50 at% Pd shows a very poor performance. 

With the decrease of the Pd content, a better performance is obtained, reaching the 

maximum value at 5 at%. Further decrease of the Pd amount results in a decline of the 

electrode performance but there is no big difference between PdPt 2.5 at% and 0.5 at% 

GDEs. The performance of PtNW GDE (with the same metal loading of 0.4 mg cm–2) 

without Pd is also very close to that of the PdPt 2.5 at% and 0.5 at% GDEs. The trend of 
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the power density at 0.6 V of these GDEs versus Pd content is shown in Fig. 5.12c. 

PdPtND GDE with 5 at% Pd exhibits the highest power density of 0.73 W cm–2 at 0.6 V, 

better than the 0.64 W cm–2 of PtNW GDE. The performance results could be well 

explained by the distribution and morphology information obtained from SEM and TEM 

analysis. The large aggregates formed at high Pd loading lead to the poor performance 

while the non-uniform distribution of PdPt NDs obtained at very low Pd amount also 

couldn’t reach the highest performance. 

 

5.3.2 Electrochemical Impedance Spectroscopy (EIS) 

To further understand the behaviour of PdPt nanostructures, EIS measurements were 

conducted for PdPt GDEs with different compositions as well as for the PtNW GDE, and 

the results are shown in Fig. 5.13. It can be seen that the PdPtND GDE with 50 at% Pd 

shows the largest semicircles, followed by the one at 25 at% Pd. PdPt GDEs with medium 

and low Pd amount together with PtNW GDE show similar semicircles while the smallest 

semicircles are observed for the GDE with 5 at% Pd, indicating the best ORR catalytic 

kinetic performance and smallest mass transfer resistance, which is in agreement with 

polarisation and power density curves shown in Fig. 5.12a and b. Another thing worth 

noticing is that the PtNW GDE has a larger second semicircle at the high current density, 

demonstrating that Pd plays a key role in the improvement of catalyst distribution to 

facilitate the transfer of reactants and products. 
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Fig. 5.12 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for PdPt GDEs with different Pd amounts and the PtNW GDE.  
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Fig. 5.13 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for PdPtND GDEs with 

various Pd amounts and the PtNW GDE. 
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5.3.3 Electrochemical Surface Area (ECSA) 

Cathode cyclic voltammograms (CVs) were recorded in the single cell for PdPt GDEs with 

different Pd loadings to measure the ECSA of the catalysts within electrodes. From CVs in 

Fig. 5.14, based on the total metal amount in the precursor, the ECSAs for PdPt GDEs 

with the Pd atomic percentage of 50, 25, 10, 5, 2.5, 0.5 and PtNW GDE are 0.49, 7.21, 

11.59, 22.40, 18.76, 18.15 and 14.70 m2 g–1, respectively. It can be seen that the sequence 

of ECSA matches very well with that of the power performance shown in Fig. 5.12. The 

smallest ECSA value of PdPt 50 at% GDE can be ascribed to the formation of large 

nanoparticle aggregates (Fig. 5.1). Larger ECSAs are obtained as the aggregates reduce 

with the decreased Pd amount (Fig. 5.3 and 5.5). When the composition of Pd is at an 

optimal amount of 5 at%, uniform PdPt NDs cover the whole surface and a better ECSA is 

achieved as expected. The ECSAs of PdPt GDEs with 2.5 and 0.5 at% Pd are slightly 

lower. The long and dense nanodendrite branch and a non-uniform distribution on the 

GDLs together lead to these slightly lower ECSAs. It also shows that the PdPtND 5 at% 

GDE has a larger ECSA than that of PtNW GDE, which indicates that PdPtND GDE is 

more electrochemically accessible due to the particular structure of the bimetallic 

nanodendrites and their better dispersion on the GDL surface.  
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Fig. 5.14 Cathode CVs for PdPt GDEs with different compositions and the one with Pt 

nanowire catalysts. Measurements were taken at Tcell=25 oC with fully humidified H2 and 

N2 at 0 bar (stoichiometry s=1.3/2.4).  

 

5.3.4 Stability from the Accelerated Degradation Test (ADT) 

It can be seen that the MEA with the PdPtND GDE with 5 at% Pd shows a better power 

performance than that with the PtNW GDE, and this seems to be consistent with the 

reported synergistic effect for the enhanced catalytic activities of PdPt hybrid structures 

[223]. To check the durability of the as-prepared PdPt NDs, an ADT was carried out by 

3000 potential sweep cycles in the single cell at room temperature. CVs after the ADT test 

are displayed with the initial curves and compared with those of PtNW GDE in Fig. 5.15a. 

After the ADT, both GDEs exhibit a big decline of their ECSAs. The remaining values of 

PdPtND 5 at% and PtNW GDEs, summarised in Fig. 5.15b, are 11.96 and 5.55 m2 g–1, 

corresponding to 46.6% and 62.2% loss of their initial ECSA value, respectively. The 
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enhanced stability of PdPt NDs agrees well with literature [221, 224], which is based on 

the synergistic effect of Pd and Pt of catalysts during the potential cycling. 

 

 

Fig. 5.15 (a) CVs; (b) summary of the ECSAs of PtNW GDE and PdPtND GDE with 5 

at% Pd before and after the potential cycling.  
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5.3.5 Catalytic Activity in Oxygen 

To confirm the enhanced effect of Pd to Pt, the intrinsic catalytic activities towards ORR 

of both GDEs were also measured in practical PEFCs with H2/O2 by the standard protocol 

[191]. Fig. 5.16 shows original polarisation curves in oxygen and the corrected ones 

considering the H2-crossover and ohmic resistance losses. Both GDEs display similar 

polarisation curves despite that the PtNW GDE shows a slightly better performance than 

that of PdPtND GDE. The kinetic catalytic activities at 0.9 V from the corrected 

polarisation curves as well as the corresponding mass and specific area activities of Pt 

NWs and PdPt NDs with 5 at% Pd catalysts are summarised in Table 5.1.  

 

Other than with the reported enhanced catalytic activities by introducing Pd to Pt, a 

slightly lower mass activity is observed for PdPt bimetallic nanodendrites over Pt 

nanowires. While most results from literatures are obtained through the ex-situ 

electrochemical measurement by using rotating disk electrodes in liquid electrolytes, the 

testing here is conducted in-situ in fuel cells. In fact, this is not the first time that a lower 

mass activity is observed in practical fuel cells for a heterostructure catalyst. Work from 

several research groups also demonstrated that 5 nm size Pt catalyst based electrodes only 

exhibited comparable mass activity as that of 4.9 nm Pt3Co catalyst based electrodes [225]. 

On one hand, this indicates the difference in the characterisation of catalytic activities by 

ex-situ electrochemical measurement in liquid electrolytes and the in-situ fuel cell testing, 

which has also been pointed out by Gasteiger [191], although the detailed mechanism is 

still not clear at the moment. Testing fuel cell electrodes under practical operating 

conditions provides more valuable information for real applications, but it is also more 

complex compared with pure material research by ex-situ measurements. On the other 
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hand, the in-situ tests confirm that the higher performance of the PdPtND GDE results 

from the lower mass transfer losses due to the uniform distribution of PdPt NDs on the 

GDL surface.  

 

Fig. 5.16 Original uncorrected (solid symbols) and corrected (empty symbols) H2/O2 

performance of the MEAs with the PtNW and PdPtND 5 at% GDEs.  

 

This is demonstrated by the EIS measurement results shown in Fig. 5.13. The smaller 

impedance semicircles at the large current density (1.0 A cm–2) reveal the improved mass 

transfer performance. Therefore, a same conclusion can be reached here as in Chapter 4 

that the distribution of catalysts on the GDL is as important as catalysts themselves, which 

together contributes to the performance in PEFC electrodes.  
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Table 5.1 Catalytic performance characteristics of the two MEAs with Pt NWs and PdPt 5 

at% NDs. 

Catalysts ECSA  

(m2 g–1) 

i (0.9 V)  

(mA cm–2) 

im (0.9 V)  

(A mg–1) 

is (0.9 V)  

(µA cm–2) 

Pt NWs 14.70 51.17 0.128 870 

PdPt NDs  

(5 at% Pd) 
22.40 44.96 0.112 502 

(im is mass activity and is is specific area activity) 

 

5.4 Structural and Compositional Characterisation of As-Prepared PdPt 

Nanodendrites 

PdPtND GDE with 5 at% Pd which demonstrated the best power performance possessed 

the nanodendrite morphology and a uniform catalyst dispersion on the GDL. To further 

check the structure and composition, physical characterisation techniques such as XRD, 

EDS and XPS were used to analyse the catalyst. 

 

XRD patterns of the GDL 35BC, as well as Pd, Pt and PdPt 5 at% GDEs are presented in 

Fig. 5.17. The main characteristic peaks of pure Pd and Pt are at very similar positions. 

However, the intensity of the Pd peaks is much stronger than that of Pt and the width of the 

Pt peaks is broader than that of their Pd counterparts. PdPt 5 at% NDs show the 

characteristic peaks of the fcc crystalline Pd and Pt. The peaks at ca. 39.9°, 46.8°, 67.9° 

and 81.7° are indexed to the (111), (200), (220) and (311) planes, which is in agreement 

with the SAED results shown in Fig. 5.8a. However, it is very difficult to identify Pt and 

Pd peaks separately just from XRD pattern due to their very close lattice space. In case of 

this, the composition of the PdPt 5 at% NDs was analysed by EDS spectroscopy in TEM 
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mode. The corresponding spectrum (Fig. 5.18) displays C, Pd and Pt elements, confirming 

the existence of Pd and Pt on the surface of carbon paper. The strong Cu peak comes from 

the Cu grid. The table inside the figure shows the percentage of the Pd and Pt elements. 

The obtained Pd atomic percentage of 3.04% is a bit lower than the expected value of 5%. 

 

Fig. 5.17 XRD patterns of (a) 35BC GDL; (b) pure Pt on GDL; (c) pure Pd on GDL; and 

(d) PdPt 5 at% NDs on GDL. 



110 
 

 

Fig. 5.18 EDS spectrum of PdPt NDs with 5 at% Pd (Cu comes from Cu grid used in TEM 

analysis). 

 

To estimate the effective metal loading on the GDL surface, TGA analysis was 

implemented for the pristine 35BC GDL carbon paper and the PdPt GDEs with 5% Pd. 

The corresponding curves shown in Fig. 5.19 are similar to those of the PtNW GDEs in the 

previous chapter. Comparing the stable part of the pristine 35BC GDL with that of the 

PdPt 5% GDE sample, an actual total metal loading of 6.132±0.004 mg is obtained, which 

is very close to the theoretical target, revealing that almost all of the PdPt NDs were grown 

on the GDL support.  
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Fig. 5.19 (a) TGA curves of the pristine 35BC GDL and PdPt GDE with 5 at% Pd. 

 

XPS analysis was also conducted to identify the near-surface species involved in the PdPt 

heterostructures. The XPS survey spectrum of the PdPtND GDE with 5 at% Pd (Fig. 

5.20a) shows a strong Pt 4f and Pt 4d signals as well as Pd 3d signal, confirming the 

existence of Pt and Pd formed on the GDL surface. Fig. 5.20b compares typical peaks of Pt 

4d3/2, Pd 3d5/2 and Pd 3d3/2 in PdPt GDEs with various Pd contents. With the decrease 

of the Pd content, the intensity of Pd 3d peaks becomes weaker while that of the Pt 4d 

peaks increases. Also, all peaks shift positively in the obtained PdPt GDEs compared with 

the monometallic Pt (4d3/2 at 331 eV) and Pd (3d5/2 and 3/2 at 335 and 340 eV, 

respectively), suggesting the Pd-Pt interactions [226] change the atomic structure thus 

contributing to the synergistic effect in PdPt bimetallic hybrids [227]. 
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Fig. 5.20 (a) XPS survey of PdPt NDs with 5 at% Pd and (b) XPS spectra of PdPt 

nanostructures with different Pd amounts in Pd 3d and Pt 4d3/2 region. 
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5.5 Growth Mechanism of PdPt Nanostructures at Various Pd Amounts  

Although plenty of work has been reported on PdPt nanostructures, there really is not a lot 

of evidences for the growth mechanism. Hence, based on the composition-dependent 

morphology and distribution of PdPt nanostructures on GDLs, the influence mechanism of 

Pd on PdPt growth is proposed with the help from the time-dependent experiments. 

Considering the fact that the standard reduction potential of Pd2+/Pd (0.92 V vs. standard 

hydrogen electrode (SHE)) is more positive than that of the PtCl6
2–/Pt (0.73 V vs. SHE) 

couple, the reduction of Pd(II) is more preferred than that of Pt(IV) [221]. Therefore, Pd 

nuclei can form at the very initial stage and then act as seeds to induce the co-reduction 

and further growth of PdPt nanostructures [124, 228]. Besides, given that Pt has a higher 

surface energy than Pd [123], it can be inferred that Pt will grow on the Pd surface rather 

than forming Pt nuclei separately. In this case, at a high Pd percentage, abundant Pd nuclei 

form rapidly upon the addition of the reductant and serve as multiple nucleation sites for 

the formation of PdPt NPs. The high supersaturation of Pd atoms greatly lowers the free-

energy barrier for heterogeneous nucleation and is responsible for the rapid nucleation rate 

of Pt with a vanishingly small growth rate [229]. Therefore, the main morphology obtained 

was nanoparticle-like, as seen in Fig. 5.2. The produced nanoparticles engage in a self-

aggregation process to minimise the total surface free energy of the system, thus a lot of 

aggregates are formed (Fig. 5.1 and Fig. 5.3). This aggregation reduces the contribution of 

the catalyst to the three-phase boundary (TPB) in the electrodes and leads to a low catalyst 

utilisation ratio, finally resulting in a poor electrode performance (Fig. 5.12a).  

 

With decrease in Pd content, the nucleation sites provided are reduced, and accordingly, 

short nanodendrites are formed through the reported particle attachment growth process 
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[221], which is also consistent with the TEM images in Fig. 5.6. At an optimal Pd amount, 

the generated Pd seeds are just sufficient in number to accommodate the Pt atoms, making 

the Pt nucleation and growth rate balance. Thus, uniform PdPt NDs are formed. In this 

case, the regular catalyst layer is beneficial for the mass transfer to achieve a high catalyst 

utilisation ratio, thus a better catalytic performance is expected. With a further decrease in 

Pd and the increase in Pt content, the seed number provided by Pd nuclei becomes fewer 

and PdPt nanodendrites with longer and dense branches are obtained.  

 

To confirm the above assumptions, PdPt nanostructured GDEs with 25 at% Pd were 

fabricated through two approaches. One was a one-step approach, during which Pd and Pt 

precursors were added together while the other was a two-step process, in which Pd was 

reduced first and after that Pt precursor was added to the mixture. It can be seen in Fig. 

5.21a that the performance of the two obtained PdPt GDEs is almost the same, indicating 

that even when Pd and Pt are added together, Pd is reduced first to act as the nucleation 

seeds for the further growth of PdPt nanostructures, possessing similar behaviour as that in 

the two-step method. UV-Vis spectroscopy was also employed to monitor the whole one-

step reaction process from 0 to 92 hours. Fig. 5.21b shows the absorption peaks of the Pd 

and Pt precursor as well as that of the PdPt mixture at different time intervals. It can be 

seen that only after 2 h reaction, the line of the PdPt mixture almost overlaps with that of 

the Pt precursor, which implies that Pd is mainly reduced at the initial stage of the reaction. 

With the on-going of the reaction, the intensity of Pt is gradually reduced and no 

absorption peak can be observed until 24 h, indicating the whole reaction is nearly 

completed. 
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Fig. 5.21 (a) Power performance of PdPt GDEs fabricated by two approaches and (b) UV-

Vis spectra of the precursor solution and the mixture of PdPt at different hours. 

 

In order to understand the morphological evolution of PdPt NDs, catalyst nanostructures 

from PdPt GDEs with 5 at% Pd at various reaction periods were examined by TEM and 
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EDS. Fig. 5.22-5.25 show PdPt nanostructures with 5 at% Pd that were taken out from the 

reaction system at 2nd, 5th, 10th and 24th hour, respectively.  

 

Fig. 5.22 shows that after reaction for 2 hours there are only tiny catalyst nanoparticles on 

carbon spheres. EDS results reveal a high Pd atomic percentage, indicating the preferred 

reduction of Pd at the initial stage. At the same time, Pt atoms were nucleated on the 

surface of Pd seeds. 

 

Fig. 5.22 (a-c) TEM images at different magnifications for PdPt nanostructures with 5 at% 

Pd reacted for 2h and (d) the corresponding EDS spectrum. 

 

As the reaction proceeds to 5h, more PdPt nanostructures can be found on the carbon 

sphere surface (Fig. 5.23). The high resolution TEM image displays that the nanodendrite 
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branches start to appear and co-exist with a number of nanoparticles. EDS results also 

show a decreased Pd content from the initial stage and more Pt was reduced from the 

precursor solution and deposited on the Pd nanoparticle surface. 

 

Fig. 5.23 (a-c) TEM images at different magnifications for PdPt nanostructures with 5 at% 

Pd reacted for 5h and (d) the corresponding EDS spectrum. 

 

In the following time to 10 hours, almost all of the small nanoparticles disappear and PdPt 

nanostructures evolve into a highly branched dendritic morphology (Fig. 5.24). The atomic 

percentage of Pd is even lower. When the reaction goes forward to 24h, both of the 

morphology and atomic percentage do not exhibit any obvious change at this stage (Fig. 

5.25), indicating that the reaction has been nearly finished at 10th hour. 
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Fig. 5.24 (a-c) TEM images at different magnifications for PdPt nanostructures with 5 at% 

Pd reacted for 10h and (d) the corresponding EDS spectrum. 
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Fig. 5.25 (a-c) TEM images at different magnifications for PdPt nanostructures with 5 at% 

Pd reacted for 24h and (d) the corresponding EDS spectrum. 

 

Another reason for the different distributions of PdPt nanostructures on the GDL surface is 

the relative negative standard reduction potential of PtCl6
2–/Pt. Because Pt nuclei can’t 

form on the GDL surface as easily as Pd nuclei, only the rough sites of the GDL surface 

can serve as the main heterogeneous nucleation sites. However, these sites are usually 

limited in particular on the hydrophobic PTFE coated inert carbon sphere surfaces in the 

GDL. In the previous chapter it was already demonstrated that on the super hydrophobic 

GDL surface, the edge area was usually easier to be wetted and provided more nucleation 

sites than the central region in an aqueous solution [230]. In this case, the population of Pt 

nuclei may multiply at the edge area while fewer are in the centre; therefore more catalyst 
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nanostructures are formed and accumulated at the edge of the GDL. In Chapter 4 SEM 

images of the edge and centre area of a 16 cm2 PtNW GDE were already shown, from 

which it can be observed that Pt NWs are densely distributed at the edge but sparsely 

scattered in the centre. Much more uniform and well covered PdPt nanostructures are 

observed with PdPtND GDE (Fig. 5.7). As a result, although the mass activity of PtNW 

GDE is higher than that of the PdPtND 5 at% GDE (Fig. 5.16), the electrode performance 

is still poorer at a large current density due to the larger mass transfer losses caused by the 

non-uniform distribution of catalyst nanostructures on the GDL surface. 

 

Fig. 5.26 shows a schematic diagram that summarises the growth mechanism of PdPt 

nanostructures on the GDL surface at high, medium, optimal and very low Pd amount.  

 

Fig. 5.26 Schematic diagram for PdPt nanostructures grown on carbon paper surface at (a) 

high, (b) medium, (c) optimal and (d) very low Pd amount. 

 

5.6 Conclusions 

It can be concluded that Pd plays a complex role in controlling the structure, morphology 

and distribution of PdPt nanostructures in-situ grown on the GDL surface, and it is not just 

working as an alloy or hybrid element for an enhanced durability and activity as reported 

in pure material research.  
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At a high Pd content, the main structures obtained were PdPt nanoparticle aggregates, 

resulting in a low catalyst utilisation and poor catalytic performance. At a moderate Pd 

content, the obtained mixture of PdPt NPs and NDs delivered an improved performance. 

However, at very low Pd content, although PdPt NDs with longer branches were produced, 

the distribution of NDs became non-uniform on the GDL surface. The optimal Pd content 

is 5 at% which enabled the uniform distribution of PdPt NDs on the GDL surface. 

 

Compared with the PtNW GDE, the PdPtND GDE with 5 at% Pd exhibited unexpected 

lower mass and specific area activities, though, the literature trends usually suggest 

improved mass activity with heterostructures. Even like this, the PdPtND GDE with 5 at% 

Pd achieved a higher power density of 0.73 W cm–2 at 0.6 V and a better durability 

corresponding to 46.6% ECSA loss after the ADT test, which were 0.64 W cm–2 and 

62.2% for the PtNW GDE, respectively. The lower catalytic activity along with higher in-

situ performance and durability demonstrate the complex effect resulting from the intrinsic 

activity of the catalyst and extrinsic behaviour on the GDL, which will finally together 

determine the performance of the electrodes.  
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CHAPTER 6 
EVALUATION OF GAS DIFFUSION LAYER 

(GDL) STRUCTURES FOR PLATINUM 

NANOWIRE ELECTRODES  
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6. Evaluation of Gas Diffusion Layer (GDL) Structures for Pt Nanowire Electrodes  

Chapters 4 and 5 studied the effects of temperature and hybridizing metal Pd on the 

controlled growth and distribution of Pt NWs and PdPt NDs on gas diffusion layers 

(GDLs). This chapter focuses on investigating the influence of GDL structures on the in-

situ growth of Pt NWs for the fabrication of gas diffusion electrodes (GDEs). The study is 

undertaken with the standard and self-painted GDLs, including the carbon loading, carbon 

composition, carbon treatment and polytetrafluoroethylene (PTFE) loading in the 

microporous layer (MPL), as well as PTFE in the carbon fibre substrate. Considering the 

Pt nanowire behaviour on GDLs, e.g. the growth and distribution, as well as the practical 

testing results within fuel cells, the influence mechanisms will be discussed in detail.  

 

6.1 Introduction 

The GDL, consisting of the carbon fibre substrate and MPL, is one of the key components 

in polymer electrolyte fuel cells (PEFCs). A schematic diagram of the GDL configuration 

is shown in Fig. 6.1. As a component next to the catalyst layer (CL) in fuel cell 

construction, the whole GDL serves to provide mechanical strength to support CLs, deliver 

reactants to and remove produced water from CLs as well as reduce interfacial contact 

resistance (ICR) with CLs [231-233]. The close relationship between GDLs and CLs 

makes the characteristics of GDL significant to the performance of CLs, especially when 

the GDE technique is employed by directly coating catalysts on the surface of GDL [234, 

235].  
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Fig. 6.1 Schematic of the GDL configuration.  

 

Conventional methods for fabricating GDEs use painting [236, 237], spraying [238, 239] 

or printing [240, 241] catalyst layers on GDLs. The integrated GDE concept refers to Pt 

nanowire catalysts grown directly on the GDL surface [160-162] by a one-pot wet-

chemical process, thus the surface features of the GDL, including the porosity, 

hydrophobicity, homogeneity, etc. will critically influence the growth and distribution of Pt 

NWs on the GDL surface and further affect the power performance of produced GDEs. 

 

Using Sigracet® gas diffusion media as the standard GDLs and self-made GDLs with 

painted MPLs on the 35BA substrate, a systematic study was conducted to understand the 

influence mechanism of GDL structures on the performance of PtNW GDEs. Considering 

the crystal nucleation and growth processes of Pt NWs, together with the actual 

performance of PtNW GDE in the single cell, the carbon loading, carbon composition and 

carbon treatment in the MPL, as well as the PTFE amount in both of the substrate and 

MPL were comprehensively investigated. 
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6.2 Carbon Loadings in Microporous Layers (MPLs) 

Surface optical microscopy images of 35BA substrate and the GDLs with self-painted 

MPLs with Vulcan XC-72R carbon black (CB) at loadings of 1, 3, 4, 4.48 and 5 mg cm–2 

are shown in Fig. 6.2, where 4.48 mg cm–2 is the carbon loading in commercial GDLs as 

shown in Chapter 3. It can be seen that the plain 35BA substrate (Fig. 6.2a) is made of 

stacked carbon fibres. With the CB loading of 1 or 3 mg cm–2 in the MPL, the substrate is 

not fully covered and the bottom carbon fibres can still be seen. With a higher CB loading, 

better coverage is achieved on the substrate surface. There is no obvious difference 

between the three high CB loadings. Some cracks appear on the dried MPL, which can’t be 

avoided although they can be minimised by a complex painting approach [236]. 

 

Fig. 6.2 Optical microscopy images of (a) 35BA substrate and the GDLs with self-painted 

MPLs at the Vulcan XC-72R CB loading of (b) 1, (c) 3, (d) 4, (e) 4.48 and (f) 5 mg cm–2. 

 

The self-made GDLs with various carbon loadings in the MPL were used as supports for 

in-situ growth Pt NWs. Fig. 6.3 shows SEM images of Pt NWs grown on the self-painted 

MPL with a carbon loading of 1 mg cm–2. It can be seen that the carbon fibre substrate is 
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only partially covered by the carbon black, which is quite similar to the optical microscopy 

image in Fig. 6.2b. Some Pt NWs are directly grown on the carbon fibre surface while 

others beneath carbon black surface, which will result in a poor contact with the electrolyte 

membrane in the MEA. The PtNW GDEs with other carbon loadings display very similar 

surface morphology, and SEM images are shown in Fig. 6.4. 

 

Fig. 6.3 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with carbon loading of 1 mg cm–2 (20% PTFE in MPLs based on the total MPL 

weight). 
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Fig. 6.4 SEM images of Pt NWs grown on the self-painted MPL with carbon loading of (a) 

3 (b) 4, (c) 4.48 and (d) 5 mg cm–2 (20% PTFE in MPLs based on the total MPL weight). 

 

The catalytic performance of Pt NWs in-situ grown on the GDLs with painted MPLs 

loaded with various CB amounts was characterised in the single fuel cell and the 

corresponding results are shown in Fig. 6.5. The results of Pt NWs directly grown on 

35BA substrate without the MPL are also included for comparison. Fig. 6.5a shows that 

the use of MPL results in a significant improvement in the fuel cell performance, which is 

in line with the results reported in literature [242]. The figure also displays that the 

performance is highly dependent on the CB loading in the MPLs. With the lower CB 

amount of 1 and 3 mg cm–2, the performance is low, and this can be ascribed to the poor 

contact with the polymer electrolyte membrane due to the uneven substrate surface (Fig. 

6.2), leading to a large ICR. Furthermore, some Pt NWs may grow in the substrate rather 

than on the MPL surface because the large pores in the substrate enable the penetration of 
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reaction solution. There is very little ionic conducting path between substrate and the 

electrolyte membrane, thus no contribution to the catalytic activity. The performance 

increases with growing CB loading due to the improved coverage of the substrate surface. 

At 4 mg cm–2, the current density at 0.6 V reaches 0.77 A cm–2. With further increase of 

the carbon loading, the power performance decreases at 0.6 V, although a slightly higher 

power density is observed at the low voltage when CB is 4.48 mg cm–2. Given that the 

practical fuel cell operation voltage is usually at 0.6–0.65 V, the CB loading of 4 mg cm–2 

was regarded as the optimal amount and used in the following experiments. 

 

EIS measurements were conducted to help understand the effect of carbon loading on the 

behaviour of Pt NWs. From Fig. 6.6a, it can be seen that all samples show a very similar 

impedance, but the samples with the low carbon loadings of 1 and 3 mg cm–2 exhibit a 

much larger ohmic resistance shown by larger start points at a high frequency. Considering 

the same fuel cell construction is used for all samples except the GDE, this difference can 

be ascribed to the large ICR between the GDE surface and the polymer electrolyte 

membrane, in particular the uneven GDL surface with the uncovered carbon fibres at the 

low carbon loading as shown in Fig. 6.2. Samples with 4, 4.48 and 5 mg cm–2 carbon 

loadings all show a similar ohmic resistance due to the even MPL surface, further 

confirming that the main contribution to the ohmic resistance in these samples is the ICR. 

This is also confirmed by EIS at larger current densities of 0.5 A cm–2 (Fig. 6.6b) and 1.0 A 

cm–2 (Fig. 6.6c). A slightly lower charge transfer resistance is observed for the sample with 

a carbon loading of 4 mg cm–2 and lower mass transfer resistance for the one with 4.48 mg 

cm–2 at a large current density (Fig. 6.6c), which is in line with polarisation curves shown 

in Fig. 6.5. 
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Fig. 6.5 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for PtNW GDEs with different CB loadings in the painted MPLs. 



130 
 

 

Fig. 6.6 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for PtNW GDEs with 

different CB loadings in the painted MPLs. 
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6.3 Carbon Compositions in MPLs 

With a high specific surface area (ca. 250 m2/g) [243], Vulcan XC-72R CB is extensively 

used to fabricate MPLs in commercial GDLs and also as catalyst supports [244]. 

Acetylene black (AB), with a surface area range of 15 to 70 m2 g–1, is also commonly used 

in MPLs to achieve a homogeneous surface [245]. The mixture of CB and AB with various 

compositions has been used to control the surface properties of MPLs such as specific 

surface area, porosity and electrical conductivity [246, 247], and this was also investigated 

in this work to evaluate their influence on in-situ grown Pt NWs. TEM images of CB and 

AB presented in Fig. 6.7 demonstrate that CB has a spherical shape with an average 

diameter of ca. 50 nm (Fig. 6.7a, b) and AB consists of graphitic flakes with irregular 

shape (Fig. 6.7c, d). According to the literature, CB has a microporous structure and thus a 

large specific surface area [244] while the smooth and inert surface of AB results in a 

lower specific surface [245]. In this work, the irregular surface of CB particles can provide 

more nucleation sites for Pt than the smooth AB surface. The mixture of CB and AB with 

different compositions may change the external surface and internal pore structures in the 

MPL, influencing the growth and distribution of Pt NWs on the GDL surface. Therefore, 

with the optimum carbon loading of 4 mg cm–2, the carbon composition in the MPL with 

different CB and AB ratios will be further investigated. 
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Fig. 6.7 TEM images of (a, b) carbon black and (c, d) acetylene black. 

 

Figs. 6.8 to 6.12 show SEM images of Pt NWs grown on the self-painted MPLs with 

different carbon compositions. It can be seen that Pt NWs are sparsely distributed on the 

surface of the MPL with pure AB due to the inert surface (Fig. 6.8). Adding 25% CB in the 

MPL makes the surface preferable for Pt nanowire growth as more of them are observed 

on the surface but with obvious agglomeration (Fig. 6.9). It improves with the increase of 

CB (Fig. 6.10 and 6.11). But when pure CB is used, the number of Pt NWs on the surface 

decreases and some of them even grow into the carbon surface in the pores (Fig. 6.12) due 

to the large amount of nucleation sites on the active CB surface. 
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Fig. 6.8 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with pure AB.  

 

Fig. 6.9 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with CB 25% and AB 75%. 
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Fig. 6.10 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with CB 50% and AB 50%.  

 

Fig. 6.11 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with CB 75% and AB 25%. 
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Fig. 6.12 SEM images at different magnifications for Pt NWs grown on the self-painted 

MPL with pure CB. 

 

The in-situ performance of PtNW GDEs from painted GDLs with different carbon 

compositions in the MPLs is shown in Fig 6.13 with the cases of MPLs made from pure 

AB and CB. PtNW GDE with pure AB in the MPL exhibits the poorest performance. With 

the addition of CB the performance is gradually improved and achieves the highest value 

with CB 50%+AB 50% (Fig. 6.13c). At a higher CB amount, the performance slightly 

declines but no big difference is observed with the CB amount between 60–100%.  
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Fig. 6.13 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for PtNW GDEs with different carbon compositions in the painted MPLs. 
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EIS measurement results at three current densities of 0.05, 0.5 and 1.0 A cm–2 are shown in 

Fig. 6.14. At the low current density (Fig. 6.14a), the PtNW GDE with pure AB in the 

MPL shows the largest resistance while the smallest value is observed for the one with CB 

50%+AB 50%. Three other GDEs show a similar impedance to each other. At the medium 

and high current densities (Fig. 6.14b and c), the change trend of the impedance with the 

carbon composition generally agrees with that of the polarisation curves (Fig. 6.13a), with 

the smallest charge and mass transfer resistances observed for the sample with CB 50% 

and AB 50% and the largest of that for the one with pure AB.  

 

The possible reason for the different behaviour of Pt NWs on the MPL surface can be 

ascribed to the various surface structures of the MPLs. When the pure AB is used, the inert 

surface provides few sites for the nucleation of Pt thus sparsely distributed PtNW 

agglomerates are formed. With the increase of the CB amount, more nucleation sites are 

provided for more Pt NWs growth, thus a better distribution is obtained and achieves the 

highest performance at the optimum composition. Further increasing the CB amount 

results in a much loose MPL and some Pt NWs may grow into the internal surface of the 

pores in MPL, which has very little contribution to the power performance as there is not 

enough ionic conduction path to the polymer electrolyte membrane, resulting in a lower 

catalyst utilisation. Therefore, the carbon composition in the MPL can influence the 

growth of Pt NWs and further affects the fuel cell performance. 
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Fig. 6.14 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for PtNW GDEs with 

different carbon compositions in the painted MPLs. 
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6.4 Carbon Treatment for MPLs 

It is reported that acid treatment of carbon samples may change their porosity structure, 

surface functional group and the hydrophobic/hydrophilic characteristics [248]. As these 

features may influence the surface structure and wettability of the GDL and further affect 

the wet-chemical growth and distribution of Pt NWs, a further study will be conducted to 

investigate the effect of carbon treatment for the MPL on the behaviour of Pt NWs. 

 

Fig. 6.15 shows TEM images of the nitric acid treated CB (Fig. 6.15a, b) and AB (Fig. 

6.15c, d). Compared with the original CB (Fig. 6.7a, b), after treatment the shape of CB is 

still spherical but the diameter is slightly reduced, now below 40 nm. The irregular shape 

of the acid treated AB is very similar to that of the original AB (Fig. 6.7c, d). 

 

Fig. 6.15 TEM images of nitric acid treated (a, b) carbon black and (c, d) acetylene black. 
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However, due to the etching by nitric acid, some graphene-like sheets appear, which has 

also been reported in literature [249]. 

 

Fig. 6.16 shows polarisation and power density curves, as well as the comparison of power 

densities at 0.6 V for the PtNW GDEs with MPLs with different carbon treatments. 

Compared with the original pure AB and CB, the performance of acid treated AB 

improves while that of acid treated CB decreases. The possible reason is that after the acid 

treatment the specific surface areas of the two carbon blacks are changed, which was 

proven by other researchers’ work: for CB, the surface area reduces after oxidant treatment 

and the nucleation sites significantly decrease [250]; in contrast, the surface area of acid 

treated AB increases due to the etched surface and the exposure of graphene-like sheets 

[249]. The performance is quite similar for the four cases of CB 50%+HNO3 treated AB 

50%, HNO3 treated both CB 50% and AB 50%, CB 50%+AB 50%, and HNO3 treated 

pure AB, but the former two show a slightly higher power density at 0.6 V. Given that the 

improvement of PtNW GDEs with acid treated carbon is not remarkable and the process of 

carbon treatment is time-consuming and environmental unfriendly, CB 50%+AB 50% was 

thus regarded as the optimum carbon composition and used in the following work. 
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Fig. 6.16 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for the PtNW GDEs with different carbon treatment situations in the 

painted MPLs. 
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EIS measurement results are shown in Fig. 6.17. At 0.05 A cm–2 (Fig. 6.17a), the 

resistance of the treated AB greatly decreases in terms of original AB while no obvious 

change is observed between CB and the acid treated CB. The resistance of original CB 

50%+AB 50% is slightly smaller than that of the other carbon combinations. At a current 

density of 0.5 A cm–2 (Fig. 6.17b), there is an obvious resistance difference between CB 

and acid treated CB, and the original CB 50%+AB 50% still possesses the smallest charge 

and mass transfer resistances. At 1.0 A cm–2 (Fig. 6.17c), the impedances of original and 

treated AB become similar. However, the acid treated CB exhibits the largest impedance 

and the possible reason is that after surface functionalisation the limited nucleation sites at 

surface lead to an agglomeration of Pt NWs, which can block the diffusion of oxygen to 

catalytic sites on nanowire surfaces, resulting in a large mass transfer resistance. Although 

the resistance of original CB 50%+AB 50% is larger than that of original CB 50%+HNO3 

treated AB 50%, the difference is very small. 
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Fig. 6.17 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for PtNW GDEs with 

different carbon treatment situations in the painted MPLs. 
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6.5 PTFE Loading in GDLs 

To avoid water flooding in fuel cell operation, both the substrate and MPL are usually 

treated with PTFE to achieve super-hydrophobicity. This feature will significantly affect 

the GDL porosity and also the surface wettability [180]. As PtNW GDEs are fabricated by 

in-situ growing Pt NWs on the GDL surface through a wet-chemical process, the 

hydrophobicity feature of the GDL could affect the nucleation and growth of Pt NWs, 

inevitably influencing the final PEFC performance.  

 

6.5.1 PTFE Loading in the Substrate 

Standard GDLs from Sigracet® are chosen to investigate the effect of the PTFE loading in 

the substrate. Table 6.1 shows the information of the PTFE loading in the commercial 

GDLs which have different PTFE loadings in the substrates with the standard Sigracet® 

MPL. Surface optical images of the standard 35BC, 35CC and 35DC GDLs show a very 

similar MPL surface (Fig. 6.18). 

Table 6.1 PTFE loading in standard GDLs from Sigracet®. 

Sigracet® GDLs PTFE loading in the substrate (%) PTFE loading in the MPL (%) 

35BC 5 20 

35CC 10 20 

35DC 20 20 

 

 

Fig. 6.18 Surface images of the commercial (a) 35BC, (b) 35CC and (c) 35DC GDLs. 
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The power performance of PtNW GDEs with various PTFE loadings in the carbon fibre 

substrate of GDLs is shown in Fig. 6.19. The polarisation and power density curves for 

three samples almost overlap with each other and the only difference comes from the 

35DC GDL, which has a slight decline at high current density. This is caused by the large 

mass transfer resistance resulting from partially blocked pores at the high PTFE loading. 

The EIS results (Fig. 6.20) obtained at three different current densities show similar 

diameters of semicircles, indicating that the charge and mass transfer resistances are nearly 

the same at three situations. This is in agreement with the power performance results 

shown in Fig. 6.19. Therefore, it can be concluded that the PTFE amount in the substrate 

shows little effect on the growth of Pt NWs. 

 

Fig. 6.19 (a) Polarisation and power density curves and (b) the trend of the power density 

at 0.6 V for the PtNW GDEs with different PTFE loadings in the substrate of the 

commercial GDLs. 
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Fig. 6.20 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for the PtNW GDEs with 

different PTFE loadings in the substrate of commercial GDLs.  
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6.5.2 PTFE Loading in the MPL 

To evaluate the effect of the PTFE loading in the MPL, GDLs with different PTFE 

amounts in the MPL but with the same substrate were studied. As this kind of GDLs 

couldn’t be obtained commercially, MPLs were self-painted on 35BA substrates in the lab. 

Based on the optimal carbon loading of 4 mg cm–2 and the composition of CB 50%+AB 

50%, carbon inks were prepared with different PTFE loadings of 5, 10, 15, 20, 25, 30 and 

40% with respect to the total MPL weight. The detailed information of the self-made 

GDLs is shown in Table. 6.2.  

 

Table 6.2 PTFE loading in the self-made GDLs. 

Self-made GDLs PTFE loading in the substrate (%) PTFE loading in the MPL (%) 
35BA+MPL1 5 5 
35BA+MPL2 5 10 
35BA+MPL3 5 15 
35BA+MPL4 5 20 
35BA+MPL5 5 25 
35BA+MPL6 5 30 
35BA+MPL7 5 40 
 

The hydrophobicity of the self-made GDLs was analysed by measuring the water contact 

angle through a drop shape analyser. The measured water contact angles for all samples 

are in the range of 165.3º to 166.8º, indicating that the painted GDLs with various PTFE 

loadings have a very similar superhydrophobic surface. 

 

The morphology and distribution of Pt NWs grown on the GDLs with the self-painted 

MPLs with 5, 20 and 40% PTFE, corresponding to the low, medium and high PTFE 

amount, were analysed by SEM. Fig. 6.21 and 6.22 show SEM images of the centre and 

edge area of a PtNW GDE with 5% PTFE in the painted MPL. Pt NWs have a denser 
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distribution and longer length at the edge area, which is possibly due to the preferable 

nucleation and growth processes on the rough sites of the GDL surface. At the medium 

and high PTFE amount of 20% (Fig. 6.23) and 40% (Fig. 6.25), the distribution of Pt NWs 

in the centre area becomes non-uniform and tends to aggregate to form superstructures, 

and some parts of the surface are not covered by Pt nanowires. As for the edge area, the 

density of 20% PTFE (Fig. 6.24) is still heavy while that of 40% PTFE (Fig. 6.26) has a 

similar coverage density to the centre. Furthermore, the length of Pt NWs has shortened 

with increase in PTFE amount. This is because the high PTFE loading covers more surface 

area of the GDL thus presents a hurdle for the surface nucleation and finally growing into 

dense Pt NW agglomerates. 

 

Fig. 6.21 SEM images at different magnifications for the centre area of the PtNW GDE 

with 5% PTFE in the painted MPL. 
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Fig. 6.22 SEM images at different magnifications for the edge area of the PtNW GDE with 

5% PTFE in the painted MPL. 

 

Fig. 6.23 SEM images at different magnifications for the centre area of the PtNW GDE 

with 20% PTFE in the painted MPL. 
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Fig. 6.24 SEM images at different magnifications for the edge area of the PtNW GDE with 

20% PTFE in the painted MPL. 

 

Fig. 6.25 SEM images at different magnifications for the centre area of the PtNW GDE 

with 40% PTFE in the painted MPL. 
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Fig. 6.26 SEM images at different magnifications for the edge area of the PtNW GDE with 

40% PTFE in the painted MPL. 

 

The in-situ performance of the PtNW GDEs grown on the painted MPLs with various 

PTFE loadings from 5 to 40% was tested in a single fuel cell and the results are shown in 

Fig. 6.27. Generally, the performance decreases with increase in PTFE amount and the 

largest power density is achieved with 5% PTFE in the MPL. A similar trend is observed 

for EIS measurement results at all three current densities in Fig. 6.28. The sample with 5% 

PTFE exhibits the smallest charge and mass transfer resistances. On one hand this can be 

attributed to the uniform distribution of Pt NWs on the carbon surface at low PTFE 

loading and the increasing agglomeration at higher PTFE amounts. On the other hand, at a 

high PTFE loading, the polymer in the pores partially reduces the porosity of the MPL, 

resulting in a large mass transfer loss [251].  
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Fig. 6.27 (a) Polarisation curves, (b) power density curves and (c) the trend of the power 

density at 0.6 V for the PtNW GDEs with different PTFE loadings in self-painted MPLs.  
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Fig. 6.28 EIS measured at (a) 0.05, (b) 0.5 and (c) 1.0 A cm–2 for the PtNW GDEs with 

different PTFE loadings in the self-painted MPLs. 
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Cathode cyclic voltammograms (CVs) were recorded in the single cell to compare the 

electrochemical surface area (ECSA) of the PtNW GDEs with different PTFE loadings in 

MPLs. According to CV curves in Fig. 6.29a and the Pt precursor, the calculated ECSAs 

for PtNW GDEs with the PTFE loading of 5, 10, 15, 20, 25, 30 and 40% are 19.65, 19.35, 

18.25, 18.17, 18.61, 18.25, 16.13 m2 g–1, respectively. A summary of the ECSAs with the 

PTFE loading is shown in Fig. 6.29b. It can be seen that the ECSA value slowly decreases 

with increase in PTFE amount, but the values are still very close to each other except the 

value of 40% which is slightly lower. Considering the SEM analysis results (Fig. 6.21-

6.26), it can be concluded that with the increase in PTFE amount, the catalyst utilisation 

slowly becomes poorer and thus a smaller ECSA value is obtained, finally resulting in an 

increased charge transfer loss and a lower catalytic activity (Fig. 6.28).  
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Fig. 6.29 (a) Cathode CVs and (b) summary of ECSAs for the PtNW GDEs with different 

PTFE loadings in the MPLs. 
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The above test results demonstrate the influence of the amount of PTFE in the MPL on the 

in-situ performance. To further check the possible role in water flooding during the fuel 

cell testing, in particular at a lower PTFE loading, e.g. 5%, PtNW GDEs with the painted 

MPLs at low, medium and high PTFE amounts were tested as cathodes by soaking at 0.6 V 

over a period of ca. 24h. Fig. 6.30 indicates that during this period the performance of 

PtNW GDEs is generally stable for the MPLs with low and medium PTFE loadings, but an 

obvious decrease can be observed with the PTFE loading of 40%. 

 

Fig. 6.30 Continuous operation test at 0.6 V for PtNW GDEs with painted MPLs at the 

low, medium and high PTFE amounts. Measurements were taken at Tcell=70 oC with fully 

humidified H2 and air at 2 bar (stoichiometry s=1.3/2.4). 

 

Although further investigation is needed to clarify the mechanism, one possible reason is 

that the high PTFE loading results in limited nucleation sites with agglomerated Pt NWs 

on the surface, which could not have a good contact with the coated Nafion ionomer, 
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finally resulting in a fast interface degradation in the operation. Hence, it can be deduced 

that a PTFE loading below 20% in the MPL doesn’t result in water flooding in the 

continuous operation of fuel cells. Nevertheless, the low loading of 5% again shows the 

best performance. 

 

6.6 Conclusions 

In this study, the GDL structures such as carbon loading, carbon composition, carbon 

treatment and PTFE loading were systematically investigated to understand their effects on 

the performance of PtNW GDEs. The results demonstrate that, to achieve a high 

performance GDE, it is critical to control the amount of nucleation sites on the MPL 

surface for the production of uniform Pt NWs with a balanced mass transport loss, but the 

PTFE loading in the substrate exhibited very limited influence.  

 

The obtained optimum carbon loading in the MPL is 4 mg cm–2, as a higher carbon loading 

results in a very thick MPL and a smaller carbon amount could not cover the surface very 

effectively. Regarding the carbon composition in the MPL, the mixture of CB 50% and 

AB 50% provided a suitable porosity and a reasonable number of surface nucleation sites 

for the growth of Pt NWs to achieve a high power performance PtNW GDE. The higher 

CB amount made Pt NWs to grow into the inner pore surface between the active CB 

spheres while the higher AB content resulted in agglomerates and sparse distribution of Pt 

NWs owing to the inert surface properties. After nitric acid treatment, the performance of 

treated CB and AB changed opposite to each other compared with the original situation. 

Under the optimum carbon composition, the performance only slightly improved over that 

from the mixture of CB 50% and AB 50%. Furthermore, the PTFE amount within the 
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MPL needs to be kept at a low level, e.g. 5%, to enable effective nucleation sites on the 

surface while still preventing water flooding during fuel cell operation.  
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CHAPTER 7 
CONCLUSIONS AND PERSPECTIVE 
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7. Conclusions and Perspective 

7.1 Conclusions 

In this thesis, the in-situ growing process of one-dimensional (1D) Pt-based nanostructures 

on gas diffusion layers (GDLs) was systematically studied to help understand the 

structure-property relationship of the gas diffusion electrodes (GDEs). The crystal 

nucleation and growth, coupled with the distribution of the produced nanostructures were 

investigated based on the corresponding GDE performance in polymer electrolyte fuel 

cells (PEFCs). The influence of the in-situ growing temperature, the hybridizing Pd metal 

and the structures of the GDL itself were comprehensively investigated for a further 

understanding of the in-situ nanowire growing process.  

 

Effects of Growth Temperature. The in-situ growing temperature not only tuned the phase 

formation kinetics of Pt nanostructures but also affected the wettability of the GDL surface 

by the reaction solution, thus influencing the morphology and distribution of Pt 

nanostructures. At a low temperature, e.g. 5 or 15 oC, the high surface tension of the 

aqueous reaction solution resulted in a poor contact with the GDL surface, providing very 

limited nucleation sites, in addition to the slow crystal growth rate. Only large dense 

aggregates of Pt nanowires were formed at the rough edge area, resulting in a low catalyst 

utilisation and poor catalytic performance. At a medium temperature, the reduced surface 

tension of water enabled multiple nucleation sites in the centre area, resulting in an 

improved distribution of Pt NWs on the GDL surface. Further increasing the temperature 

to a very high value allowed to overcome the homogeneous nucleation barrier and a large 

amount of nuclei were directly formed in the solution at a fast crystal growth rate, thus 

nanoparticles were produced rather than nanowires.  
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The optimal temperature was achieved at 40 oC, at which uniform Pt nanowire arrays were 

obtained on the GDL surface. A high catalytic performance was demonstrated in the 

hydrogen/air fuel cells with the power density of 0.822 W cm–2 at 0.6 V. Double the mass 

activity and three times higher specific area activity over the reference TKK Pt/C GDE 

was achieved, although a smaller ECSA was observed due to the 1D nanowire 

morphology. The accelerated degradation test (ADT) with 2000 potential cycles confirmed 

a better durability. After the ADT, the PtNW GDE and TKK Pt/C GDE retained 52% and 

33% of their initial ECSA, respectively. 

 

Effects of Hybridizing Pd. The introduced Pd not only served as growing seed for the 

growth of PdPt nanostructures but could also tune their morphology and distribution on the 

GDL surface. At the high Pd content, e.g. 50 at%, the abundant Pd nuclei served as 

multiple nucleation sites for the formation of PdPt nanoparticles (NPs) and gradually 

shaped into aggregates due to the high surface energy, resulting in a low catalyst utilisation 

ratio and poor catalytic performance. At the medium Pd content, the reduced nucleation 

sites enabled the formation of a mixture of PdPt NPs and nanodendrites (NDs), and the 

formed aggregates were gradually reduced, delivering an improved performance. Further 

decreasing the Pd amount made the nucleation process mainly happen on the rough sites of 

the GDL edge area due to the low number of Pd seeds, and the produced dense PdPt NDs 

on the edge area contributed to a non-uniform distribution, leading to a decline in 

performance.  

 

The optimum Pd atomic percentage was achieved at 5 at%, at which the generated Pd 

seeds were just sufficient to accommodate Pt atoms and able to balance the nucleation and 
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growth rate, resulting in a uniform distribution of PdPt NDs on the GDL surface. The high 

power performance of PdPtND GDE with 5 at% Pd was demonstrated by the current 

density of 1.21 A cm–2 and power density of 0.73 W cm–2 at 0.6 V, respectively, which was 

higher than that of the PtNW GDE prepared under the same conditions. This improved 

performance was attributed to the larger ECSA and the synergistic effect between both 

metals. A better durability was also demonstrated. After 3000 potential cycles in the ADT, 

the ECSA losses of PdPtND and PtNW GDEs were 46.6% and 62.2%, respectively. 

However, slightly lower mass and specific area activities were observed for PdPtND. 

Considering the better performance in H2/air in-situ tests and the lower mass activities in 

H2/O2 in-situ tests, it can be concluded that the final performance of electrodes is 

determined by the combined effects from both the intrinsic catalytic activity of catalysts 

and the extrinsic GDE structure. 

 

Effects of GDL Structure. The surface structures of GDLs such as porosity, homogeneity, 

hydrophobicity, etc. determined by carbon loading, carbon composition, carbon treatment 

and PTFE loading influenced the in-situ growth process of Pt NWs and further affected the 

final performance of the PtNW GDE. The study indicated that an optimal amount of 

nucleation sites on the MPL surface in the GDL was critical for the controlled growth of 

uniform Pt NWs with a balanced mass transport loss to achieve a high performance GDE, 

but the substrate in the GDL exhibited very limited influence. The high carbon loading led 

to very thick MPLs, while the low carbon amount resulted in incompletely covered 

substrate surfaces, finally causing a poor contact between the electrolyte membrane and 

the Pt NWs grown beneath the MPL, thus a large interfacial contact resistance and poor 

performance were obtained.  
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The carbon black type used in the MPL showed influence on the Pt NW growth. When 

pure acetylene black (AB) was used, due to the inert surface, Pt NWs were sparsely 

distributed on the surface. With the increase of the share of carbon black (CB), more Pt 

NWs were grown on the surface because more nucleation sites were provided. When pure 

CB was employed, a large amount of active sites enabled a full coverage of the entire GDL 

surface, even on the inner pore surface in the MPL, resulting in a lower catalyst utilisation 

ratio and thus a poorer performance. After acid treatment, the surface area of AB increased 

while that of CB decreased, but the opposite change of their surface areas only slightly 

improved the performance under the optimum carbon composition.  

 

As for the PTFE amount, the loading in the substrate didn’t have a large effect on the 

growth of Pt NWs. On the contratry, a low PTFE loading in the MPL enabled uniform 

distribution of Pt NWs and could still prevent water flooding while a high loading amount 

resulted in the aggregation of Pt NWs on the hydrophobic GDL surface combined with 

reduced performance.  

 

The optimum MPL structure achieved in this work occured at the carbon loading of 4 mg 

cm–2 with the carbon composition of CB 50%+AB 50% and the PTFE loading of 5%, 

which provided a suitable substrate coverage, reasonable surface nucleation sites and 

satisfying hydrophobicity for the growth of Pt NWs. With this optimum structure, Pt NWs 

uniformly covered the whole GDL surface with less aggregation and showed a better 

contact with the electrolyte membrane, leading to a better power performance.  
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The experimental results from the investigation of the growth temperature, and hybridizing 

Pd, together with the structures of the GDL, demonstrate that the controlled nucleation and 

growth processes are significant for the in-situ employment of one-dimensional Pt-based 

nanostructures. The final performance in single fuel cells is not only affected by the 

intrinsic activities of catalysts but also influenced by their extrinsic behaviour on the GDL. 

This further demonstrates the important role of the electrode structure in the optimisation 

of PEFC performance.  

 

7.2 Perspective 

Based on the present results, some suggestions and perspectives are proposed for further 

improvement: 

 This is only the fundamental study of integrated GDEs with 1D Pt-based 

nanostructures. Although a better durability was achieved by the ADT in single fuel 

cells, to meet the requirements for practical applications, a long-term life time test, in 

particular in PEFC stacks, is necessary to further confirm the potential of this kind of 

GDEs. 

 This work demonstrated the lower intrinsic mass activity of PtPd nanodendrites as 

compared with pure Pt nanowires in PEFCs. Although a similar result has also been 

reported for the lower intrinsic mass activity of the PtCo nanostructures over the pure 

Pt nanostructures in practical PEFCs [225], further work is required to evaluate the 

activities of other alloys and hybrid Pt nanostructures in practical fuel cells. This could 

also further help to clarify the different catalytic mechanisms measured by 

electrochemical approaches and in-situ fuel cell tests, helping to reduce the gap in 
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catalytic activity evaluation between the liquid electrolyte measurement and the 

practical PEFC testing.  

 In this work only PtNW and PdPtND GDEs were fabricated and tested in the PEFC 

single cell. Expanding the strategies described here to exploit approaches to produce 

Pt-transition metals and even non-precious metal based GDEs is significant for the 

further reduction of Pt loading in PEFC electrodes. 

 As for self-painted MPLs, besides the water contact angle test for the hydrophobicity 

information, other physical properties of GDLs such as the thickness, roughness, pore 

size, bulk density, permeability, etc. also need to be studied for the understanding of 

the effects on the Pt nanowire growth and fuel cell testing results.  
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